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TUESDAY, JANUARY 13,1987 WEDNESDAY, JANUARY 14, 1987-Continued

LOWER LOBBYISIERRA 10:15 AM
WA4 Electrooptic Sampling of High-Speed InP-Based

6:00 PM-9".O PM REGISTRATIONIREFRESHMENTS Integrated Circuits, J. M. Wiesenfeld, R. S. Tucker, A. An-
treasyan, C. A. Burrus, AT&T Bell Laboratories; A. J. Taylor,
Los Alamos National Laboratory. Multigigahertz wave-
forms in an InGaAs/InP MISFET inverter circuit have been
sampled noninvasively using pulses from a gain-switched ,
InGaAsP laser. Propagation delays of 21 ps per MISFET

WEDNESDAY, JANUARY 14, 1987 stage have been measured. (p. 12)

_GWER LOBBY SIERRA ROOM V.
:00 AM-5.00 PM REGISTRATIONISPEAKER CHECK-IN 10.30 AM-tl.0 AM COFFEE BREAK

SIERRA ROOM PROSPECTOR/RUBICON ROOM

:00 AM-9:45 AM CONTINENTAL BREAKFAST 11.00 AM-12:30 PM
WB HIGH-SPEED LOGIC
D. A. B. Miller, AT&T Bell Laboratories, Presider

PROSPECTOR RUBICON ROOM.,.
11:00 AM (Invited Paper.-.

8:45 AM-9:00 AM WB1 Molecular Boam Epitaxy for High-Speed Devces, A.
OPENING REMARKS Y. Cho, AT&T Bell Laboratories. Recent development in
Chi H. Lee, U. Maryland and Frederick J. Leonberger, molecular beam epitaxy pushes the frontier of devices to
United Technologies Research Center, Meeting Cochairs the ultimate imagination of device physicists and engi-

neers. High-speed devices prepared with epitaxial super-
lattice structure or multiquantum wells and pseudo-

PROSPECTORIRUBICON ROOM morphic strained layers are discussed. (p. 16)

9:00 AM-10.30 AM 11:30 AM
WA OPTICAL PROBING OF INTEGRATED CIRCUITS WB2 Multiglgahertz Logic Based on InP MISFETs Exhlb-
R. K. Jain, Amoco Research Center, Presider ting Extremely High Traneconductance, A. Antreasyan, P.

A. Garbinski, V. D. Mattera, Jr., H. Temkin, AT&T Bell Labor-
9:00 AM (Invited Paper) atories. We report high-speed logic at 5.0 GHz based on
WAI Noncontact Picosecond Prober for Integrated CIr- novel, enhancement mode InP metal-insulator-semicon-
cult Testing, J. A. Valdmanis, S. S. Pei, AT&T Bell Labora- ductor field-effect transistors having a propagation delay
tories. We describe a noncontact substrate-independent of 25 pslstage and transconductances of 320 mS/mm for a
integrated-circuit prober, based on electrooptic sampling, gate length of 1 #m. These measurements are the smallest
for internal node characterization of picosecond electrical propagation delay and the highest transconductance
waveforms at the wafer level. (p. 4) measured with a field-effect transistor on an InP substrate.

(p. 19)
9:30 AM Onv~,d Paper.
WA2 Picosecond Sampling of Integrated Circuits, M. J. 11:45 AM
W. Rodwell, K. J. Weingarten, D. M. Bloom, Stanford U. WB3 Optically Strobed Sample and Hold Circuit, Chuck
Electrooptic sampling provides wide bandwidth measure- McConaghy, Lawrerce Livermore National Laboratory. A
ments of the internal voltages of GaAs ICs. We discuss GaAs sample and hold 7ircuit with a 10-ps aperture time
limitations to bandwidth ano sensitivity, and present recent and 1-ps hold time has been built and used to sample single
results. (p. 7) shot signals. (p. 22)

10:00 AM 12:00 M (Invited Pepe )
WA3 Picoeecond Electrical Pulses for VLSI Electronics WB4 High-Speed Optical Logic using GaAs, H. M. Gibbs,
Charactekztlion, J.-M. Halbout, P. G. May, M. B. Ketchen, N. Peyghambarlan, Y. H. Lee, U. Arizona; J. L Jewell, AT&T
G. P. LI, C.-C. Chi, M. Scheuermann, M. Smyth, IBM T. J. Bell Laboratories; A. Migus, A. Antonetti, Ecole Polytech-
Watson Research Center. Picosecond electrical pulses are nique-ENSTA, France; D. Hulhn, A. Mysyrowicz, Ecole Nor-
photoconductively generated and characterized on struc- male Superleure, France. A bulk-GaAs nonlinear etalon can ,
tures and materials compatible with silicon VLSI elec- make a decision in = 1 ps and recover to make another in
tronics. (p. 10) < 100 ps, making possible high-speed optical logic. (p. 25)

12:30 PM-2:00 PM LUNCH BREAK .%j,
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WEDNESDAY, JANUARY 14,1967-Continued WEDNESDAY, JANUARY 14, 1987-Continued
.,

PROSPECTORIRUBICON ROOM PROSPECTORIRUBICON ROOM

200 PM-3:30 PM 400 PM-5:15 PM
WC HIGH-SPEED AND MICROWAVE DEVICES: I WD CRYOELECTRONICS
C. Stolte, Hewlett-Packard, Presider S. M. Fars, Hypres, Inc., Presider

20 PM nvited Paper) 4,00 PM (invited Paper)
WCI Mlfllmeter.Wave Integrated Circuits, B. E. Spielman, WD1 Photoconductive Generation of Subpicosecond
U.S. Naval Research Laboratory. This paper summarizes Electrical Pulses and their Measurement, D. R. Grischkow-
the technical issues, current research focal points, pro- sky, C.-C. Chi, I. N. Duling III, W. J. Gallagher, N. J. Halas.
gress, and trends associated with GaAs and InP based J.-M. Halbout, M. B. Ketchen, IBM T J. Watson Research
monolithic millimeter-wave integrated circuit technology. Center. Experimental and theoretical results exploring the
(p. 30) fundamental limits to the generation of ultrashort electrical

pulses via photoconductive switching are discussed.
2:30 PM Measurement applications demonstrating terahertz spec-
WC2 Enhanced Performance Ultrabroadband Dltifbuted troscopy and subpicosecond electronics with the subpico-
Amplifiers, G. Zdasluk, M. Rlaziat, R. LaRue, C. Yuen, S. second electrical pulses are presented. (p. 44)
Bandy, Varian Research Center. High-gain 2-20-GHz
monolithic GaAs distributed amplifiers utilizing novel cir- 4:30 PM (Invited Paper)
cult approaches such as cascade-connected FETs and co- WD2 Progress and Challenges In HEMT LSI Technology,
planar wavegulde transmission lines are described. Prelim- Masayuki Abe, Takashi Mimura, Kazuo Kondo, Masaaki
inary results on a HEMT-based amplifier are also pre- Kobayashi, Fujitsu Laboratories, Ltd., Japan. A high elec
sented. (p. 33) tron mobility transistor is a promising device for ultrahigh"%

speed LSIIVLSI, especially oerating at 77 K. Hecent pro-%
2:45 PM (nvited Paper) gress and technical challenges in HEMT LSI technology
WC3 High Peromasnce Quarter-Micron-Gate MODFETs, are discussed. (p. 46)
John J. Berenz, TRW Electronic Systems Group. This paper
summarizes the latest results obtained with high perform- 5.00 PM
ance quarter-micron-gate MODFETs used In rf applica- WD3 Picosecond Switching in Josephson Tunnel Junc-
tions. Results for both AIGaAs/GaAs and AIGaAs/InGaAs tions, R. Sobolewski, D. R. Dykaar, T. Y. Hsiang. G A
heterostructures are presented and compared. A projection Mourou, U. Rochester. We have developed a superconduct
of future performance achievements is given based on an-" ing electrooptic sampler and used it to probe the switching
ticipated Improvements In materials and fabrication tech- of a 30 x 30-,m Josephson tunnel junction. (p. 49)
nology. (p. 37)

5:15 PM BREAK
3:15 PM
WC4 Picoesecond Photoconductive Transceivers, Alfred
P. DeFonzo, Charles Lutz, Madhuri Jarwala, U. Massachu- SIERRA ROOM
setts. We present the results of a study of picosecond elec-
tromagnetic transients generated and detected by photo- 5:30 PM-7:00 PM
conductivity in ion bombarded SOS, radiated and received WE POSTER SESSIONI REFRESHMENTS
by tapered slot traveling wave antennas. (p. 40)

WEI High-Speed High-Repetition-Rate High-Voltage Pho-
toconductive Switching, William R. Donaldson, U Roc hes

SIERRA ROOM ter. We describe robust silicon photoconductive swit( hc, ,

which have been operated for several million shots at I kH:
3:30-4.00 PM COFFEE BREAK switching 10 kV in 100 ps without failure. The switches are'

characterized to maintain the photoconductive state (p 54,

WE2 Generation and Forming of Ultrashort High Voltage
Pulses, Hrayr A. Sayadian, S. T. Feng. J Goldhar. Chi H
Lee, U. Maryland. Picosecond multikilovolt pulses are gen
erated using coaxial, microstrip, and coplanar pulse form
Ing networks. A longitudinal Pockels effect is used to
monitor the ultrashort pulses. (p. 57)

WE3 Graphite as a Picosecond Laser Activated Opening
Switch, E. A. Chauchard, Chi H. Lee, U Maryland: C Y
Huang, Los Alamos National Laboratory: A. M Malvezzi,
Harvard U. Highly oriented pyrolytic graphite exhibiting a%
high conductivity in the dark and a high resistivity when i ,
luminated by intense laser light was used as an opening
switch. (p. 60)

5,.

Vi

, .: ... .: .' -' ' .3 .-;.%. ..' ' ' v ...' , .... , -.- -.- ,-.-. ... . --. ---.., ., . . .' -v . . - ...-.. . .
;.''; ., .. ' .:";':';.'.' '... -" '.,.''. ' . "''. . .- '-'-'. . -.- '':'.. .. : ".''- '- --... ' --

%. % " , , %- , '. '? ' ' ,,!z,._r ,. . -,. T .- " ' ' , . ", . . ", . ' ' ' ' ' ' ' ' '



WEDNESDAY, JANUARY 14, 1987- Continued WEDNESDAY, JANUARY 14, 1987- Continued

WE4 Simple Technique to Generate and Gate Microwave WEI I Carrier Lifetime vs ion-implantation Dose In Silicon
Pulses with Picosecond Speeds, Walter Margulis, KTH, on Sapphire, F. E. Doany, D. R. Grischkowsky, C.-C. Chi,
Sweden; Vytas Grivitskas, Vilnius State U., U.S.S.R.; E. IBM T. J. Watson Research Center. We present measure-
Adomaitis, Z. Dobrovolskis, A. Krotkus, Lithuanian ments of the carrier lifetime of a systematic series of
Academy of Sciences, U.S.S.R. A simple ultrafast optoelec- silicon-on-sapphire samples over a range of more than 4
tronic arrangement is described, enabling switching a orders of magnitude of 0 ion implantation. (p. 86)
number of cycles from a microwave generator, or shaping a
microwave pulse with picosecond speed. (p. 63) WE12 Picosecond Optoelectronic Switches using Com-

posite Electronic Materials, E. A. Chauchard, Chi H. Lee, U.
WE5 Proposed Quantum-Well Injection Transit Time Maryland; V. Diadiuk, G. W. Turner, MIT Lincoln Laboratory.
Device, Vijay P. Kesan, Dean P. Neikirk, Ben G. Streetman, Two composite picosecond optoelectronic switches have
U. Texas at Austin. A new transit time device that uses been investigated. GaAs on silicon-on-sapphire exhibits a
resonant tunneling through a quantum well is proposed 20-ps response while InGaAs on InP shows a strong de-
and analyzed. It permits varying injection phase delays, pendence of its response time on bias voltages. (p. 89)
with a wide frequency range of operation and low noise
performance. It also promises better output power than WE13 Comparison of Sampling Oscilloscopes with
quantum-well oscillators. (p. 66) < 35-ps Transition Durations, James R. Andrews, Picose-

cond Pulse Laboratories, Inc. A 17-ps tunnel diode pulser
WE6 Modulation Efficiency Limited High Frequency Per- was used to measure the transient responses of HP 1430,
formance of the MODFET, M. C. Foisy, J. C. Huang, P. J. Tek S4, Tek S6, PSPL S-1430D, and Iwatsu SH-4B sampling
Tasker, L. F. Eastman, Cornell U. Inefficient charge control oscilloscopes. (p. 92)
is a primary degrading mechanism in high frequency
MODFET operation. Numerical simulations illuminate the WE14 Wing Suppressed IR Sampling: a Technique, John
ramifications of varying each epilayer design parameter. (p. Nees, Steve Williamson, U. Rochester. An experiment dem-
69) onstrating the feasibility of using optical frequency doub-

ling as a tool for wing suppression in infrared sampling ex-
WE7 Characteristics of Shielded Microstrip Lines on periments is described. (p. 95)
GaAs-Si at Millimeter-Wave Frequencies, M. I. Aksun, H.
Morkoc, U. Illinois at Urbana-Champaign. GaAs on Si has WE15 High-Speed Optical Isolator for Radar Applica-
attracted a great deal of interest. This is in part due to its tions, J. P. Anthes, P. Garcia, Sandia National Laboratories;
potential use for microwave monolithic integration. Here K. Y. Lau, I. Ury, Ortel Corporation. A high-speed unidirec-
we report the first theoretical study of dielectric losses of tional electronic couplerlswitch that utilizes optoelectronic . -
this composite material. (p. 72) components is demonstrated. High attenuation of counter

propagating radar signals offers improved radar perform-
WES Nonequilibrium Phonons and Disorder in ance. (p. 97)
AIxGa 1 _ As, J. A. Kash, J. C. Tsang, S. S. Jha, IBM T. J.
Watson Research Center. Despite alloy disorder, picosec- WE16 Ensrg Variations In Optical Pulses from Gain-
ond Raman measurements show significant nonequilib- Switched AIGaAs Diode Lasers, R. T. Hawkins, J. H. Goll, N.
rium phonon effects in AIGa, -, As. The virtual crystal ap- A. Anheier, Tektronix, Inc. Optical pulses from gain-switched
proximation is shown to apply. Implications for heterojunc- AIGaAs diode lasers, measured with a low noise CCD detec-
tion devices are considered. (p. 76) tar, are reported to have energy variation < 1% rms for pulse

durations < 60 ps. (p. 100)
WE9 Photoconductive Picosecond Microstripline Switch-
es on Self-Implanted Silicon on Sapphire, Penny Polak-
Dingels, Geoffrey Burdge, Laboratory for Physical
Sciences; Chi H. Lee, U. Maryland; Alan Seabaugh, Richard
Brundage, Michael Bell, John Albers, U.S. National Bureau
of Standards. Silicon-on-sapphire switches, damaged by Si -?

implantation at fluence levels of 1011 to 101' cm-, were
characterized by picosecond cross-correlation, Raman and
resistivity measurements. (p. 79)

WE1O Fast GaAs Photoconductive Detectors with High
Sensitivity Integrated In Coplanar Systems onto GaAs Sub-
strates, H. Schumacher, U. Salz, H. Beneking, Aachen U.
Technology, F. R. Germany. An interdigitated photocon- ,-,.. .
ductive detector with fingers 1.5 pm wide has been de-
veloped for optoelectronic correlation measurements. The
very sensitive device fabricated onto s.i. GaAs and inte-
grated in a coplanar line exhibits switching times of 5 ps.
(p. 82)

Vii
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THURSDAY, JANUARY 15, 1987 THURSDAY, JANUARY 15, 1987-Continued

LOWER LOBBY 9:15 AM
ThAS MESFET Compatible IMSM Detectors, D. L. Rogers,

7:30 AM-100 M REGISTRATIONISPEAKER CHECK-IN IBM T. J. Watson Research Center. A new type of inter-
digitated metal-semiconductor-metal detector is described
using a shallow Implant to limit surface trapping making it

SIERRA ROOM compatible with refractory gate MESFET processes.
(p. 116)

7:30 AM-8:00 AM CONTINENTAL BREAKFAST
9:.30 AM
ThA6 Picosecond Optical Autocoreilation Experiments

PROSPECTIRUBICON ROOM on Fast Photodetectors, T. F. Carruthers, J. F. Weller, U.S.
Naval Research Laboratory. The nonlinear component of

8OO AM-9:45 AM the output of many picosecond photodetectors can be us-
ThA LASERS AND DETECTORS ed to measure their intrinsic response times without resor-
V. Diadluk, MIT Lincoln Laboratory, Presider ting to cross-correlation circuits. (p. 121)

8MO AM (invited Paper)
ThA1 Characterstics, Packaging and Physics of Ultra. SIERRA ROOM
high-Speed Diode Las and Detectors, J. E. Bowers, C. A.
Burrus, AT&T Bell Laboratories. High-speed semiconductor 9:45 AM-1015 AM COFFEE BREAK
lasers provide an efficient compact means of generating
short tunable high power pulses. InGaAsP waveguide pho-
todetectors have demonstrated high speed and high effi- PROSPECTORIRUBICON ROOM
ciency at zero bias. (p. 104)

10.15 AM-12:00 M
1:30 AM ThB TRANSIENT TRANSPORT

ThA2 Frequency Chirping In Pulse Modulated Gain and J. Frey, Cornell U., Presider
Real-index Guided Single Quantum-Well Lasers, A.
Larsson, P. Andersson, Chalmers U. Technology, Sweden; 1015 AM (Invited Paper)
Amnon Yariv, California Institute of Technology. We report ThB1 Direct Subplcoeecond Measurement of Carter
on a small frequency chirp in pulse modulated real-index Mobility of Photoexcited Electrons in GaAs, Martin C
guided single quantum-well lasers and a strong influence Nuss, David H. Auston, A T& T Bell Laboratories. The carrier
of the guiding mechanism. (p. 107) mobility of photoexcited hot electrons is measured directly

for the first time on a subpicosecond time scale using
8:45 AM femtosecond electrical pulses. (p. 126)
ThA3 InP/GalnAsllnP PIN Photodlode with FWHM <18
ps, S. Y. Wang, K. W. Carey, B. H. Kolner, Hewlett-Packard 10:.45 AM (Invited Paper)
Laboratories. High-speed front-side illuminated InPI ThB2 Nonstetionary Transport in MODFETs and Hetero-
GalnAs/InP PIN 1-1.6-Am photodetectors have been Junction Devices, K. Hess, U. Illinois. New horizons have
fabricated from material grown by atmospheric pressure opened up in semiconductor research with the possibility
organometallic vapor-phase epitaxy. The devices have ex- of band gap engineering and the combination of signal
ternal quantum efficiencies of >85% at 1.3 gm and the transport by photons as well as electrons in new forms of
temporal response has a full width half maximum of < 18 ultrathin III-V compound layers. We report self-consistent
ps. Dark current density Is 6 x 10- A cm-' at the operating simulations of transient transport processes in single layer
bias of - 4 V. The interface is abrupt to two monolayers at and single quantum-well modulation doped structures. Our
the InP (substrate)-GalnAs heterojunction and five mono- simulations of picosecond and femtosecond thermaliza-
layers at the GalnAs/InP p-layer heterojunction. (p. 110) tion after optical excitation are also reported and a com-

parison of our results with the experiments of Knox et aL. is
9:00 AM given. (p. 129)
ThA4 Picosecond Measurements of Gain Switching In a
Semiconductor Laser Driven by Ultrashort Electrical 11:15 AM
Pulses, P. M. Downey, J. E. Bowers, R. S. Tucker, J. M. ThB3 Monte Cario Investigation of Hot Photoexcited
Wlesenfeld, AT&T Bell Laboratories. An InGaAsP laser, Electron Relaxation In GaAs, M. A. Osman, M. J. Kann, D.
biased near threshold, is driven by 17-ps wide electrical K. Ferry, Arizona State U.; P. Lugli, U. Modena, Italy. The re-
pulses. Gain-switched pulses as short as 15-ps FWHM laxation of hot photoexcited electrons is investigated in
have been observed. (p. 113) GaAs using an ensemble Monte Carlo approach, taki ig in-

to account both the electron-hole Interaction and thc hot
photon effect. Immediately after excitation by a 588-nm
laser pulse, a considerable fraction of electrons transfers
to the upper valleys Instead of cascading down the central
valley. (p. 130)

Viii
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THURSDAY, JANUARY 15, 1967- Continued THURSDAY, JANUARY 15, 1967- Continued

11:30 AM &.00 PM (Invited Paper
ThB4 Longitudinally Localized Optical Carrer Injection ThC2 Microwave- and Millimeter-Wavs Resonant Tunnel-
for Femtosecond Transport Studies, M. C. Downer, D. H. Ing Diodes, T. C. L Gerhard Sollner, Elliott R. Brown, W. D.
Reitze, T. R. Zhang, U. Texas at Austin. A novel technique Goodhue, MIT Lincoln Laboratory. Several demonstrated
for confining optical carrier excitation within a few hundred resonant tunneling devices including oscillators, mixers, 1*

angstroms of a semiconductor surface opens new possibil- multipliers, and a variable negative resistance are discuss-.5"
itles for observing ballistic, quantum, and other femto- ed. Techniques of the millimeter/submillimeter regime are
second transport phenomena. (p. 133) also described. (p. 143)

11:45 AM 8:30 PM
ThB5 Fenftosocond Nonequlllbduum Electronic Heat ThC3 Quantum Transport Calculation of Resonant-
Transport In Thin Gold Films, S. D. Brorson, J. G. Fujimoto, Tunneling Response Time, William R. Frensley, Texas In-
Erich P. Ippen, Massachusetts Institute of Technology. struments, Inc. The transient response of a resonant-
Using a front pumplback probe technique, we have observ- tunneling diode is simulated by calculating the Wigner
ed ultrafast heat transport through thin gold films. Our distribution. Switching times on the order of 100 fs are ob-
results suggest transport occurs via nonequilibrium elec- tained. (p. 146)
trons. (p. 136)

&-45 PM
1200 M BREAK ThC4 Resonant Tunneling Electron Spectroscopy, F.

Capasso, S. Sen, A. Y. Cho, A. L. Hutchinson, AT&T Bell
Laboratories. We have demonstrated a new electron spec-
troscopy technique based on resonant tunneling. Direct in-
formation on the hot electron distribution function is ob-
tained from the measured resonant tunneling collector cur-
rent without requiring the use of derivative techniques.
(p. 149)

LAKESIDE ROOM

600 PM-7:00 PM DINNER PROSPECTORIRUBICON ROOM

900 PM
SIERRA ROOM ThD POSTDEADLINE PAPERS

7:00 PM-7:30 PM COFFEEI DESSERT

LOWER LOBBY

7:00 PM-9O PM SPEAKER CHECK-IN

PROSPECTORIRUBICON ROOM S

7:30 PM-9:00 PM
ThC BALLISTIC TRANSPORT AND RESONANT

TUNNELING
S. Luryl, AT&T Bell Laboratories, Presider

7:30 PM (nvited Papei)
ThC1 Ballistic Transport In Tunneling Hot Electron Trans-
far Amplifier Devces, M. Heiblum, IBM T. J. Watson
Research Center. An unambiguous demonstration of
ballistic (collislonless) electron transport was done in GaAs
with the aid of a THETA device. Consequently, interesting
quantum related phenomena were observed. Ballistic
devices are potentially very fast; current gains as high as
10 have already been measured at 77 K. (p. 140)
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FRIDAY, JANUARY 16, 1967 FRIDAY, JANUARY 16, 1987- Continued

LOWER LOBBY PROSPECTORIRUBICON ROOM

7:30 AM-2:45 PM REGISTRATIONISPEAKER CHECK4N 10:00 AM-11:45 AM
FB OPTICAL MICROWAVE TECHNIQUES
R. Olshansky, GTE Laboratories, Presider

SIERRA ROOM
10:00 AM (Invited Pape)

7:30 AM-tO0 AM CONTINENTAL BREAKFAST FB1 Radar and EW Applications of Multigigahertz Op-
tical Components and Systems, Henry F. Taylor, Texas
A&M U. Optical techniques for the generation, control,

PROSPECTORIRUBICON ROOM transmission, and processing of wideband signals in mili- ,
tary systems are discussed. (p. 170)

8:00 AM-taO AM
FA QUANTUM-WELL PHYSICS AND DEVICES 10:30 AM (Invited Pape)
C. Welsbuch, Thomson CSF, Presider FB2 Characteristics and Applications of Wideband

GuIded-Wave Devices, C. M. Gee, G. D. Thurmond, H. W.
:00 AM (Invted Paper) Yen, Hughes Research Laboratories. Design and fabrica-

FA1 Hgh-Spmd Phenomena In GaAs Quantum Wells, A. tion of wideband and high-speed guided-wave electrooptic
Mysyrowlcz, D. Hulln, A. Mlgus, A. Antonettl, ENSTA, and electroabsorption devices are reviewed. Their applica-
France; H. M. Gibbs, N. Peyghambarlan, U. Arizona; H. tions in rf fiber-optic links are presented. (p. 173)
Morkoc, U. Illinois at Urbana. We discuss different optical
phenomena ocurring within a few plcoseconds after Ir- 11:00 AM
radiation of GaAs multiple-quantum-well structures with FB3 Optoelectronic cw Microwave Source, C. J. Clark, E.
femtosecond laser pulses. (p. 156) A. Chauchard, K. Webb, K. Zaki, C. H. Lee, U. Maryland;

Penny Polak-Dingles, Laboratory for Physical Sciences;
:30 AM (anvied Pape. H.-L A. Hung, Ho C. Huang, COMSAT Laboratories. A new

FA2 Piceecond Carer Transport In GaAs Quantum cw microwave source which can be time-synchronized with
Wells, Jagdeep Shah, AT&T Bell Laboratories. I discuss re- laser pulses is described. Its phase noise of 3.5-ps is at-
cent experiments In which picosecond optical pulses were tributed primarily to the laser time jitter. (p. 176)
used to Investigate the physics of high field transport in
GaAs quantum wells. (p. 159) 11:15 AM

FB4 Optical Modulation above 20 GHz using a Wave- %
9:00 AM guide Electrooptic Switch, S. K. Korotky, G. Eisenstein, R.
FA3 Ouantum-Conflned Stark Effect In InGaAs/InP Quan- S. Tucker, J. J. Veseika, G. Raybon, A T&T Bell Laboratories.
turn Wells Grown by Metalerganic Chemical Vapor Depoel- We report the intensity modulation of an optical carrier at
tkon I. Bar-Joseph, C. KlIngshirn, D. A. B Miller, Daniel S. frequencies above 20 GHz using a Ti:LiNbO3 optical wave-
Chemla, U. Koren, B. I. Miller, AT&T Bell Laboratories. guide switch. A self electrooptic sampling technique is us-
Large shifts of absorption spectrum In InGaAs/InP multiple ed to observe the modulation. (p. 179)
quantum wells with applied electric fields are reported. Ap-
plicatlons for light modulators are discussed. (p. 162) 11:30 AM

FB5 Picosecond Respunse of an Optically Controlled N
9:.15 AM Millimeter Wave Phase Shifter, C.-K. C. Tzuang, D. Miller,
FA4 Dynamics of Below-Gap Photoexcitation In GaAs T.-H. Wang, T. Itoh, D. P. Neikirk, P. Williams, M. Downer, U.
Quantum Wells, J. E. Zucker, Daniel S. Chemla, AT&T Bell Texas at Austin. The dispersion of a picosecond pulse
Laboratories; A. Von Lehmen, J. P. Heritage, Bell Communi- propagating along a coplanar waveguide on a semiconduc-
cations Research, Inc. Time-resolved transmission ex- tor substrate is studied, Numerical calculations are used to
periments In GaAs quantum wells show that photoexcita- predict the pulse shape for varying carrier concentrations
tion In the transparent region of the heterostructure can in a multilayer AIGaAs/GaAs/AIGaAs structure. (p. 182)
produce a striking variety of excitonic effects. (p. 166)

11:45 AM-1:30 PM LUNCH BREAK

SIERRA ROOM

9:.30 AM-10:00 AM COFFEE BREAK
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FRIDAY, JANUARY 16, 1967- Continued

PROSPECTORIRUBICON ROOM

1:30 PM-2:45 PM V,"
FC HIGH-SPEED AND MICROWAVE DEVICES: 2
G. Burdge, Laboratory for Physical Sciences, Presider

1:30 PM (Invited Pape",
FC1 Electron Device Probing In the Femtosecond Time
Scale, Gerard A. Mourou, U. Rochester. Femtosecond op --
tical techniques have been used to time resolve electrical
waveforms with femtosecond resolution or terrahertz band-
width. They have been used to study the response of ultra.
fast components such as MESFET, MODFET, permeable
base device Josepheson junction, and normal or supercon-
ducting transmission lines and more recently transient
transport in semiconductors such as velocity overshoot
and resonant tunneling. Present and future roles of optical
techniques in electronics from a device characterization
and physics point of view are discussed. (p. 186)

2W0 PM
FC2 Electrical Pulse Compression by Traveling-Wave
Photoconducthrty, David H. Auston, Martin C. Nuss, P. R.
Smith, AT&T Bell Laboratories. A novel technique is de-
scribed for compressing picosecond electrical pulses by
reflecting them from a moving mirror produced by a travel-
ing wave photoconductor having a velocity close to the
electrical propagation velocity. (p. 188)

2:15 PM ,

FC3 Picosecond Optoeectronlc Study of a Thin Film
Transmission Line Structure, G. Arjavallngam, J.-M. %a.
Halbout, G. V. Kopcsay, M. B. Ketchen, IBM T. J. Watson I.
Research Center. Using photoconductively generated pico-
second electrical pulses the properties of a transmission %
line structure consisting of coupled microstrip lines separ- N
ated from a ground plane by a thin insulator layer are
studied. In addition to the distortion of the transmitted
pulses, the near- and far-end coupled noise are character- NO
ized with picosecond resolution. (p. 191)

2:30 PM
FC4 Silicon Pulse Sharpening Diodes: Switching Kilo-
volts In Tens of Picoseconds, M. D. Pocha, J. D. Wledwald,
C. G. Dease, M. M. Contreras, Lawrence Livermore National
Laboratory. Silicon diodes, operating in avalanche second
breakdown, are used to generate electrically triggered,
2-3-kV pulses with rise times approaching 60 ps. (p. 194)

2:45 PM CLOSING REMARKS
Federico Capasso, AT&T Bell Laboratories and
Hadis Morkoc, U. Illinois at Urbana,
Meeting Program Cochairs
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WEDNESDAY, JANUARY 14, 1987

PROSPECTOR/RUBICON ROOM
8:45 A.M.-9:oo A.M.

OPENING REMARKS

Chi H. Lee, University of Maryland
and

Frederick J. Leonberger, United Technologies
Research Center ' Y5

Meeting Cochairs
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WEDNESDAY, JANUARY 14, 1987

PROSPECTOR/ RUBICON ROOM
9:00 A.M.-10:30 A.M.

WA1-4

OPTICAL PROBING OF INTEGRATED CIRCUITS

R. K. Jain, Amoco Research Center, Presider
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A Non-Contact Picosecond Prober for
Integrated Circuit Testing

J.A. Valdmanis and S.S. Pei
A T&T Bell Laboratories, 600 Mountain Ave., Murray Hill, NJ 07974

Electro-optic sampling has been used extensively for the charaterization ()f
picosecond electronic devices such as photodetectors, transistors, and diodes [1.2]. Vor
the large part, these studies have been with discrete devices coupled to specialized
electro-optic modulators in a hybrid electrode geometry. However, there is great
interest in being able to probe internal points on integrated circuits. Recently. :1
specialized embodiment of electro-optic sampling [3] was developed to exploit the
electro-optic properties of GaAs and perform sampling directly in the substrate or
GaAs integrated circuits. Any internal point of the circuit could be accessed and
individual devices could be monitored in their working environment. However, GaAs
is the only commonly used electronic material that is also electro-optic. The substrate
technique also requires that both surfaces of the integrated circuit be optically polished
and that the sampling laser beam has a photon energy below the band gap of the -2

substrate material. One would ideally like a non-perturbative means of probing with
high temporal and spatial resolution that is generally applicable to circuits fabricated.
on any type of substrate.

We have developed a new electro-optic prober that satisfies many of the above
mentioned requirements. We have demonstrated a temporal resolution of -30 ps d
a spatial resolution of a few microns with sensitivity more than adequate to cleairly
resolve logic level changes of less than one volt. The system can be used with any high"
repetition rate mode-locked laser throughout the visible and near infra-red wavelengt h
regimes.

Our system is based on the use of an extremely small electro-otpic probing tip
employed as the modulator in a conventional electro-optic sampling system (see Fig.l).
The probe tip concept relies on the fact that for two dimensional circuits, not all t he
electric field lines are contained in the substrate material. Because of the openi
structure, there exists a fringing field above the surface of the circuit, n r the
metalization lines. By merely "dipping" the electro-optic tip into a region of fringin.-
field, high speed signals can be measured with minimal effect on the circuit•
performance. The electric field induces a birefringence change in the tip whici is he'
sampled from above by the optical beam. As depicted in Fig. 1, we use a 100 mi'icron
thick piece of lithium tantalate bonded to a short (7mm by 3mm diam.) fused sili'a
rod for support. The z-axis of the lithium tantalate is in the plane of the tip face.
The tip is polished as a four sided pyramid with a half angle of 30 degrees and] tip Size
of 40 microns square. A high reflectance coating is evaporated onto the tip face ()

that the sampling beam beam can be reflected back to the optical system. A IMX
microscope objective is used to both focus the sampling beam onto the tip faIce :a1d
recollimate the reflected beam. In this geometry we get a spot size of -5 microns
which determines the spatial resolution of the system.

4
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1OX Objective D . Eyepiecel 51

Fused Silica

Analyzer Iim

Compensator IFiber

a Polished Face

Input Fiber P

Polarizer

Electro-Optic Tip Electro-Optic Tip -.
CircuitW Wafer Stage

Fig. 2. Schematic of the prober sampling
Fig. 1. The electro-optic probe system (not to scale)

The probe tip is situated in the optical sampling system as shown in Fig. 2.
Sampling pulses -100 fs long are generated by a compensated colliding pulse mode-
locked ring (CPM) laser and are directed into the system via a polarization preserving
single mode optical fiber and 20X microscope objective. The probe tip is mounted
optically between crossed polarizers and below a dichroic beamsplitter in such a way as
to facilitate viewing of tip face from above via a microscope system. Light of a
wavelength different from that of the laser is injected through the beamsplitter, so
that both the circuit and the sampling beam spot can be seen together. Quartz
compensating plates are included between the polarizers to operate the modulator at
one of the "zero-order" quarter wave points. A wollaston analyzer is used to separate
orthogonal polarizations and direct the output to dual differential detectors. The
detector output is then fed to a lock-in amplifier and signal averager.

The modulator, detector, and viewing arrangement are assembled on a small
breadboard which is mounted vertically on a commercial automatic integrated circuit
probe station. Such a station is designed to individually test each circuit at the wafer
level. For conventional electronic testing, a "probe-card" is used which contains of a -
ring of fine metal finger probes that contact each circuit's bonding pads. Electrical
signals are then applied through the fingers in order to test the basic circuit functions
before dicing and bonding. The electro-optic probe system is mounted so the probe tip
can be precisely lowered into position above the wafer and between the probe card
fingers. In this way it enables the integrated circuit to be tested both by the %
conventional electronic method and simultaneously at internal points with the electro-
optic probe. No special jigs or wafer preparation are required. Synchronization with
the laser system can be achieved by driving the circuit testing rig with the RF signal
derived from the laser repetition rate.

Our initial test of the system is the measurement of a picosecond electrical pulse
traveling along a planar transmission line. The line is a simple waveguide structure
having a center electrode 20 microns wid& separated from broad ground planes on
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either side by 6 micron gaps. Conventional chromium and gold electrodes wvere
evaporated on a standard semi-insulating GaAs integrated circuit wafer. For this
preliminary experiment the wafer was mounted between 35 GHz SMNA fLicro(wa\(,

connectors. The electrical pulse was generated by a 35 GHz GaAs photoconducti\-v
detector triggered by the second beam of the CPM laser. The electrical pulse was.
guided to the GaAs transmission line by a short length of flexible miniature coaxial
cable. Relative delay for the sampling system was introduced by a standard motor
driven optical delay line.

Fig. 3. Transmission line waveforms at
40 ps a) 0 mm, b) 3.5 mm, and c) 5,0 mm.

Propagation delays are 34.8 ps from a
____to b, and 15.6 ps from b to c.

Time

Figure 3 shows the waveform measured at three successive points along the
transmission line, 0 mm, 3.5 mm, and 5.0 mm. For these measurements the probe til,
was lowered to within a micron of the surface directly over one of the 6 micron gpls

and then translated parallel to the line. A risetime of 30 ps was measured along wit h :i
propagation speed of one third the speed of light in vacuum. The peak signal level was
approximately one volt. By simply translating the probe tip in the plane of the wafrer,
it was very easy to characterize the electrical signal at any location. Signals of opposlite
polarities were clearly observed in each of the 6 micron gaps as well as the effects (A'
dispersion and reflection. Similar test measurements have also been performcd on
glass and silicon substrates with comparable results.

Current experiments are centered on investigating picosecond signals at intern:l
nodes of complete operational integrated circuits at the wafer level both in silcon :l
GaAs technologies.

[1] J.A. Valdmanis, Subpicosecond clectro-optic sampling, Ph.D. dissertation, University of Hoch,.t r.
Rochester, NY., Oct. 1983.

121 J.A. Valdmanis and G.A. Mourou, Subpicosecond electrical sampling: principles and application,.
IEEE J. Quan. Elec., vol. QE-22-1, pp. 69-78, Jan. 1986.
[3] K.J. Weingarten, M.J.W. Rodwell, H.K. Heinrich, B.H. Kolner and D.M. Bloom, Direct elect ro-o t,

sampling of GaAs integrated circuits, Elect. Left., vol. 21-17, pp. 765-766, Aug. 1985.
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Picosecond Sampling of Integrated Circuits

M.J.W. Rodwel, K.J. Weingarten, and D.M. Bloom

E.L. Ginzton Laboratory, Stanford University
Staaford, CA 94305 5*

Introduction J&

GaAs microwave integrated circuits are now being developed for operation at frequencies as high as 40
G Hz, while GaAs digital IC's have been demonstrated with ring-oscillator propagation delays of 5- 10 ps, with
gate delays of 50-100 ps for larger-scale circuits. Digital IC's are currently tested only by indirect techniques
(multistage propagation delay or cycle times), while microwave circuits are tested only by external scattering
parameter measurement; if the circuit does not perform to expectations, the cause is not easily identified.
Electrooptic sampling, providing picosecond-resolution measurements of the voltages within the IC, permits
more detailed circuit evaluation.

Sampling System

GaAs is electrooptic; the electric fields associated with conductor voltages induce optical birefringence,-
causing a small polarization change to a probe beam passing through these fields. For the longitudinal
probing geometry, the change in polarization is proportional to the voltage across the substrate at the test
point [11. Electrooptic sampling is described in detail in the literature [2,3; our system i shown in figure 1. -4

1.06 pro. 82 MHz Pulse compressor '

Timing saobilizer 2 pe

Modulator Wavapkros

I0 MHz

Figure 1: Electrooptic sampling system.

A Nd:YAG laser produces 1.06 pmo, 100 !s pulses at an 82 Mils rate. The 3 ps rms timing fluctuations of
the laser are reduced to 0.9 !)e ruts by a feedback system [41, ad a fibre-grating palme compressor shortens
the pulses to 2 ps FWHM. The beam passes through a polarizing beamsplitter, two waveplates, ad the IC
substrate, ad is focued to a 3 ism spot on the probed conductor (backside probing), or to a 10 jum spot on
the ground plane adjaat to the probed conductor (froutside probing). The light is reflected, recollimated
by he focusing lens, and directed through the poharier onto a photodiode connected to a receiver. The
external signal generator is tued to a exact harmonic of the laser pulse repetition frequency, plus a small
offset 6f; the sampler then maps out the circuit waveformn at this rate 6f . The microwave excitation is
modelated to allow synchronous detection at a high frequency, enhancing the system sensitivity.
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Bandwidth and Noise Considerations

Several components influence the system's bandwidth and sensitivity; among these are the pulse compres-
sor, the timing stabilizer, and the modulator/receiver combination. Timing jitter influences both bandwidth
and sensitivity; the impulse response of the sampling system is the convolution of the optical pulse with
the probability distribution of its arrival time (neglecting optical transit time), while those fourier compo-
nents of the jitter lying within the integration bandwidth of the receiver introduce noise proportional to the
time derivative of the measured waveform. Stabilization of the laser timing is thus imperative for low-noise
measurement of high-frequency signals.

To accurately measure the shape of circuit waveforms, the impulse response of the system must be of
short duration and free of "wings" (long-duration substructure). By using I km fiber in the compressor,
significant group velocity dispersion is introduced, producing a more linear frequency chirp; the resulting
compressed pulses are of 2 ps duration (fig 2) and are free of wings (51, and thus the pulse's spectrum is flat
to 100 GHz (fig. 3).

95 7 - - - - - - - - - 3 d"' 
.-3 dII

3 2.1 p FWHM
(.

2-15
I hI-J.20

?30 -20 -10 0 Is 20 30 1o 30 100 300 1000

pa Mirch 1996 FREQUENCY, GHz

Figure 2: Compressed pulse autocorrelation. Figure 3: Pulse Fourier spectrum.

The pulse compressor generates excess noise due to Rnaman scattering. In contrast to shorter fibers, with
the I km fiber we attain 50X compression at power levels (350 mW from fiber) below the Raman threshold.
This occurs because self-phase-modulation occurs over the entire length of the fiber while the interaction
length for stimulated Raman scattering is set dispersion-induced walkoff distance between the input and

W1 Raman-shifted wavelengths. The Raman threshold is further increased from 400 to 700 mW (1.06 jm power
exiting fiber) by trimming the fiber length, avoiding a fiber round-trip transit time equal to a multiple of the
Nd:YAG pulse repetition period, as this results in a parasitic fiber-Raman laser [6]. In addition to Raman
scattering, the compressor generates broadband polarization noise, possibly arising from guided acoustic
wave Brillioun scattering. Given correct adjustment of the compressor, its output intensity varies only to
second order in the fiber polarization state; polarization drift in the fiber then results in first-order variationsof intensity with polarization, and thus excess noise. An interim solution has been thermal stabilization of

the fiber to suppress polarization drift.
Given adequate suppression of phase noise, Raman scattering, and polarization noise, the remaining noise

is shot noise and laser low-frequency amplitude noise. To suppress the laser amplitude noise, we chop the
input signal to the IC at 10 MHz, translating the measurement to a frequency above the laser I/f noise corner
frequency, where it is detected by a narrowband 10 MHz receiver, the resulting shot-noise-limited sensitivity
is sufficient to acquire low-noise measurements at scan rates of 10-100 Hz. For sequential digital circuits,
which will not operate correctly with chopped excitation, we use a small-deviation 10 MHz phase modulator;
the received signal, proportional to the derivative of the sampled waveform, is integrated in software [7).

Circuit Applications

The sampler can be configured to emulate either a sampling oscilloscope, for waveform measurements, or
a network analyzer, for transfer function measurements. Sign timing, risetimes, and propagation delays on
a number of digital circuits have been measured [,71. On an 8-bit multiplexer, signals on interconnects as
narrow as 2 psm were measured, including the serial output of the MUX and the timing of the 8-phase clock.
A test structure consisting of a string of 20 bufered-FET-logic inverters was probed, permitting measurement
of delays between inverters and between the FET's internal to individual inverters. The system has been
applied to the extensive characterization of microwave amplifiers [8), including small-signal internal transfer
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functions (fig. 4), and large-signal saturation behavior (fig. 5). In the network analyzer mode, measurements
of transmission line standing wave ratio and field distribution have been made at frequencies as high as 40
GHz [91.

do
5

-2.5.

-2.5 2

44

-25  5 to Is 20 16 ps/div.
Frequency, GI~z

Figure 4: Small-signal gate voltages Vs. fre-. Figure 5: Saturation waveforms at drains 4
quency in a 5-FET 2-18 GHz distributed am- and 5 of the distributed amplifier at 10 GHz
plifier. and 1 dB gain compression

Conclusions

With an 80 GHz bandwidth, a 3 um spatial resolution, and a noise floor of 300 MV (1 Hz), the electrooptic
sampling system is suitable for characterization of ultrafast digital and millimeter-wave analog GaAs IC's.
With improvements in the optical pulse generation, the bandwidth can be extended past the millimeter-wave
range (30-300 GHz); future use of this system will concentrate on the study of new picosecond/millimeter-

* wave GaAs structures and devices.
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PICOSECOND ELECTRICAL PULSES FOR
VLSI ELECTRONICS CHARACTERIZATION.

J-M. Halbout, P.G. May, M.B. Ketchen, G.P. Li, C.C. Chi,
M. Scheuermann and M. Smyth.

IBM Watson Research Center, Yorktown Heights, NY 10598.

Opto-electronics techniques allow us to take full advantage of the
subpicosecond laser technology to generate and characterize picosecond p

electrical pulses. (1) These pulses have frequency components extending
into the terahertz region and are ideally suited to the characterization
of ultrafast transistors. Because of the intrinsic nonlinearities in the
response of a fast switching transistor, it is most desirable to study the
device directly in the time domain and to characterize it in an electrical
environment as close as possible to its working environment. Further-
more, it is most urgent to characterize the very environment where these
ultrafast signals are generated and must propagate, i.e. transmission
lines with micron design rules fabricated on materials compatible with
tomorrow's semiconductor technology.

In this presentation, we describe the technology employed to generate
and measure picosecond electrical pulses. The fabrication of
photoconductive switches used as F.lse generators and samplers is re-
viewed. Excellent results obtained with polysilicon as the photoconducting
material show the possibility of full integration of this technology with
either bipolar or MOS silicon devices for in situ characterization.

The laser source in our experiments is a pulse compressed, frequency
doubled Nd-YAG laser which gives very reliably pulses of autocorrelated
width 2 ps and average power in excess of 350 mW at 532 nm.

With these optical pulses, we generate photoconductively picosecond
electrical pulses of 2 psec width, limited by the laser pulse. (2) We study
the propagation of these very fast pulses on coplanar transmission lines
of dimensions compatible with microelectronics applications. It is exper-
imentally proven that the small dimensions of these transmission lines (1
to 2 um lines separated by 2 to 4 Vm) are essential for preserving the
integrity of high speed signals. Measurements on structures fabricated
on diverse substrates of different conductivity show dispersion compatible
with VLSI applications, even for such very high speed signals.

Moreover, we show that pulses as short as 2 psec and a few hundred
millivolts can be generated and propagated through tapers in these
transmission lines as well as through short sections of wire bonds, up
to 1 mm in length. This is most important for the use of these techniques
in device characterization, and it emphasizes that, with a little care, very
fast signals can be sent onto or out of a chip, thereby putting stringent
requirements on packaging parts.

10
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We also have implemented a measurement technique for high speed W,

true differential sampling of waveforms on coplanar transmission lines. (3)
It is an extension to the detection of signals of the "sliding contact" mode
of excitation which has the advantage of a very balanced excitation of
the line. We have shown experimentally in cross-talk measurements the I
importance of a true differential sampling, as provided by this "sliding
contact" technique. These results are depicted in fig. 1 where the signals
recovered by the two sampling techniques are displayed. For both cases,
the bottom line is excited and we want to characterize the waveform
coupled onto the top line. We see that, whereas the side-gap sampling
gives us a measure of the "common-mode" coupled onto the line, the
"sliding contact" measurement selects the "differential mode" between the
two lines forming the transmission line. These results were confirmed
by modelling these situations with a transient circuit analysis program
(ASTAP). (4) This simple technique alleviates the need for predesigned
sampling gaps along the line and makes the photoconductive measurement
technique most attractive.
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Electro-Optic Sampling of High-Speed, InP-Based t

Integrated Circuits

J. M. Wiesenfeld, R. S. Tucker, A. Antreasyan,*
C. A. Burrus, and A. J. Taylor** P

AT&T Bell Laboratories

Crawford Hill Laboratory r
Holmdel, N.J. 07733

We report the application of electro-optic sampling[1-3] to measurements of waveforms
internal to a high-speed InP integrated circuit. This is possible because lnP is an electro-optic
material with electro-optic coefficient comparable to that of GaAs. Waveforms and
propagation delays through a two stage InGaAs/InP metal-insulator-semiconductor FET
(MISFET) inverter circuit[4,5] have been measured. The observed propagation delay through
an individual FET is 21±7 ps. The measurement uses an electro-optic sampling system based
on a 1.3 /m InGaAsP injection laser[3] that is gain-switched. This work extends to InP-based
circuits previously developed techniques for non-invasive sampling using the electro-optic
effect in GaAs[2].

The experimental arrangement is shown in Fig. 1. Two microwave frequency -

synthesizers are phase-locked and offset in frequency by an amount Af . One synthesizer
drives the integrated circuit, and the other is used to gain-switch an InGaAsP double-channcl
planar buried heterostructure (DCPBH) laser. The 1.3 pm radiation from this laser is below..

MICROWAVE MICROWAVE
SYNTHESIZER SYNTHESIZERfo - A f  fo ;

CLOCK IN
InGoAsP ,.INJECTION
LASER J MXE

ISOLATOR Af InP IC".'

a, .
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Figure 1: Experimental schematic. QWP is a quarter-wave plate.
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the bandgap of lnP. For thcse "xpcr ints. hc teslt frequcnc\ [,, is varied between I and 5
GHz, and the DCPBtJ laser ~rocduCcs l)tes,1: (1' duration 15 20 ps. The beam from the
injection laser is made circularly polarized, impinges_ from the back side of the InP chip, and
is reflected from the active side of the chip. t he back side of the chip is chemically polished
to reduce scattering. The polarization of the Optical beam is changed by the longitudinal
clectro-optic effect in InP, and the change in p flariiation, which is proportional to the electric
field at the sampling point, is measured b\ a scnsiti\e optical receiver placed after the
analyzer. Since the laser and the circuit arc dri'cn at tfrequcncies offset by Af, the laser
pulses sample the waveform on the circuit at lhis ratc. [hc oll',ct frecqucncy was chosen to be
4 kHz. A "real time" reconstruction of the sampled wJacform is displayed on an oscilloscope
triggered at the offset frequency A f(, using a signal generated by a microwave mixer. This
trigger arrangement permits measurement Of' absolute propogation delays between various
points in the circuit. The timing resolution of the aimplng system is limited by the 15 - 20 ps
optical pulsewidth from the gain-switched laser. I lovcer. it is possible to measure peak -
positions of pulses, and hence pulse propagation dclays, to within 10 ps. The ohmic contacts
in the present circuit scatter the rellected light, :ind reduce the voltage scnsitivtv of the
present experiment to 20 mVv/1- .''

The circuit used in the present cxpciments is an lnGaAs InP enhancement mode
MISFET two-stage inverter[5]. with the drain Of the irst FET connected to the gate of the
second FET. The MISFETs have integrated 500 12 load resistors. The bias voltage was 1.5 V.
We sample at the input (gate) of the first FII. the Output (drain) of the first FET, and the
output of the second FET.

The First measurements wc rcpo rt uscd a 5 (;llz sinusoidal input waveform of'
amplitude 1.5 V p-p with a dc offset of I V. 1 he input and output waveforms of the first stage
are shown in Fig. 2. The waveform at the output is inserted and shows approximately 20 ps
delay with respect to the input. The voltagc swing at the output (0.8 V) is close to the
maximum possible swing for this device with a 1.5 V bias voltage.

1

Figure 2: AMeasured wavel/n fn , a / (,Ii: i , !t,/, is sampled (a the input of the first
FET, hottont Is sanmpled (a tt'ptt of t/c fit,,t -I" I 't, ,alc is 0.4 I div and hori:ontal
scale us 4( ps, diI.
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For measurement of pulse propagation delay!, a comb generator which produces 2 V,

43 ps FWHM pulses[3] is inserted between the frequency synthesizer and the input of the first
stage of the InP circuit. Fig. 3 shows waveforms for the pulse input from the comb generator.
The upper curve is the input to the first FET, the middle curve is the output of the first FET,
and the lower curve is the output of the second FET. No significant broadening of the rulsc
occurs in the MISFETs, but there is significant propagation delay in each stage. From th
measurement we determine the propagation delay time through each MISFET to be 21±7 ps.
The negative voltage swings at the output of the second inverter, just before and after the
main pulse, may be due to capacitive coupling.

4.-

.4"

4%%

Figure 3. Measured waveforms for the comb generator. Traces are input to the first FET (top).
output of the first FET (middle). and ouptut of the second FET (bottom). Hori:ontal scale is 50
ps/div. Vertical scale is 0.8V/div (top), 0.08 V/div (middle) and 0.04 V/div (hottom-).

In summary, we have extended the application of non-invasive characterization of
integrated circuits by electro-optic sampling to InP-bascd circuits. We have measured
waveforms internal to an lnGaAs/lnP MISFET inverter circuit, and have measured
propagation delays through individual MISFETs.
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Molecular Beam Epitaxy (MBE) for High Speed Devices

A. Y. Cho
AT&T Bell Laboratories

Murray Hill, New Jersey 07974

Recent development in molecular beam epitaxy (MBE)(1) is to broaden the scope of the technology to

cover a wider range of materials from semiconductors to metals ard insulators. For Ill-V compounds,

gas source molecular beam epitaxy (GS MBE, MO MBE or CBE) is used to grow compounds

containing phosphorous (2 -
6

) . Precisely controlled electron-gun evaporation is used for Si-,MBE( 7
) and

metal-MBE0s1 . Fast loading of Hg source is used for II-VI compounds(1 . The impact of MBE does

not only contribute to new discoveries in quantum physics(l"-") but also to technology for generating

a whole new generation of microwave {' 21 and optical (13 ) devices. The capability of MBE to engineer

the band structure by superlattices and spatially varying the composition of semiconductors to create

a specific gradient at the conduction and valence band edge or to accurately and abruptly control the

layer growth to atomic dimensions pushes the frontier of devices to the ultimate imagination of device "p.

physicists and engineers.

The main concerns of MBE for production are large-area uniformity, defect levels, and through-put.

MBE has made major advances in all three areas in recent years. For uniformity, variation in

thickness of less than 1% over a 3-inch GaAs wafer has been achieved (14 ). Oval defects as low as 100

cm-2 (Ref. 15), and multi-wafer deposition or automated wafer handling up to three 3-inch wafers or

seven 2-inch wafers were reportedt1 6 .

High purity GaAs with Hall mobility of 163,000 cm3 /vs at 77 K with a peak value as high as 216,000

czn2 /vs at 46 K has been achievedt"). Interface smoothness to one atomic layer is accomplished by

interrupted growth or periodic high substrate temperature pulses between the heterostructuresl s 19).

The precision in switching from one compound to another upon the completion of a full atomic layer

(phase-locked epitaxy) may be monitored by reflection high energy electron diffraction (RHEED)

intensity oscillation (2 ).

High speed devices require size reduction in lateral and vertical dimensions. The effect of lateral

variation, such as the gate-length of an FET on speed of operation, has been investigated 21
). A

record propagation delay time of 5.8 ps/gate was measured for a 0.35 um gate 19-stage ring oscillator

at 77 K, with a power of 1.76 mw/gate, and a bias voltage of 0.88 V. The maximum switching speed

at room temperature was 10.2 ps/gate with 1.03 mw/gate and 0.8 V bias voltage 2K

Low noise GaAs/AIGaAs modulation doped FET's with 0.25 pm gate length were operated over 40

GHz with 2.1 dB noise figure and 7dB associated gain (21 . More recently,

Ino.I5 GaomAs/Ao. 5 Gao0,aAs pseudomorphic modulation doped FET's with 0.25 ,m length gates were

16
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operated at 62 GHz with a noise figure of 2.4 dB and an associated gain of 4.4 dB(23) . Large lattice

mismatched strained (InAs),,(GaAs),, superlattice has been grown with MBE(24). A proposal was

made for a high-speed 1no 2AIA.4sAs/InozGao. 47 As modulation doped FET with a (IlnAs), (GaAs),.

superlattice channel with m < 4 where the electrons in the active channel do not suffer any alloy

scattering and thus result in an increase in mobility of about an order of magnitude at 77 K(25,20

Monolithic integration of GaAs/AIGaAs MODFET's and N-metal-oxide-semiconductor (N-MOS)

silicon circuits was reported earlier(2 7 ) . Fully monolithic integration of interconnected GaAs/AlGaAs

double-heterostructure light emitting diodes (LED's) and Si MOSFET's is demonstrated for the first
time(2s ) . The GaAs/AIGaAs layers were grown on a Si substrate with MBE. LED modulation rates up

to 27 mb/s have been achieved by applying a stream of voltage pulses to the MOSFET gate. The

modulation rate is limited by the speed of the MOSFET for this preliminary demonstration. GaAs on

Si substrates opened a new direction of development where Si VLSI circuits can be complemented by

III-V optoelectronic components and high-speed electronic circuits.

The most significant development in telecommunications in recent years has been the evolution

toward digital transmission and switching. Optical communications promises high capacity and high

reliability because of its immunity to the electromagnetic radiation effects. As the capacity increases

and the speed of lightwave transmission begins to exceed the processing capability of the fastest

electronic circuits, we need a device technology capable of switching and processing lightwave signals

in their photonic form. A recent development is to use a superlattice structure or multi-quantum well

device. Bistability can be observed with 18 nW of incident power or with 30 ns switching time at 1.6

mW with a reciprocal relation between switching power and speed ( '). Electroabsorption in an

InGaAs/GaAs strained-layer multiple quantum well structure has been observed('T . The novel .

quantum-confined stark effect modulator with 6.4% transmission modulation was obtained at 0.95 t~m,

with 2 V reverse bias(3o).

New avalanche multiplication phenomenon in quantum well superlattices(1), ultra sensitive

photodetectors with effective mass filterl' ) , and novel transistors with resonant tunneling(t " 6 ) have

opened new directions in device fabrication.
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Multigigahertz Logic Based on InP-MISFET's Exhibiting
Extremely High Transconductance

A. Antreasyan
P. A. Garbinski

V. D. Mattera, Jr.
H. Temkin

AT&T Bell Laboratories
Murray Hill, NJ 07974

(201) 582-5106

InP metal-insulator-semiconductor field-effect transistors (MISFET) offer significant potential
in high-speed digital circuits' and high-frequency power devices'. This is due to the high

saturation velocity and mobility of electrons in InP. In addition, metal-semiconductor field-
effect transistors cannot be realized on Gao.47 noz3As as a result of the low Schottky barrier.
The fabrication of InP MISFET's has turned out to be difficult in the past, due to the
formation of surface defects at the dielectric-semiconductor interface. In this paper we report
a novel, high-speed, ultra high transconductance Gao.4lnoMAs/InP MISFET. The devices
exhibit a propagation delay of 25 ps/stage and extrinsic dc transconductances as high as 320
mS/mm for a gate length of 1 pum. These are to our knowledge the highest transconductance
and the lowest propagation delay measured with an FET on an InP substrate. High-speed
digital circuits based on these MISFET's are capable of operating at 5 GHz. ,

A cross-sectional view of the MISFET structure is shown in Fig. l(a) (not to scale). The
epitaxial layers for this structure consist of an undoped InP buffer layer, an undoped
Ga0A4 7 n0zAs layer, an n-type GaInAs layer (5xl0 7 cm -') and an n+-GaInAs (108 cm')
contact layer grown by chloride vapor phase epitaxy on semi-insulating InP substrate. The
undoped layers are characterized by an extremely low impurity level of n-,,5x lO"cm- . The
MISFET's are fabricated by etching mesa structures on the substrate. After the definition of
the source-drain metallization through lift-off, grooves are etched between source and drain
contacts through a photoresist mask utilizing a selective etchant until the InP buffer layer is
exposed. Subsequently, a 500 A thick layer of Si02 and gate metals are deposited in an
electron beam evaporator and the gate is defined by lift-off. Figure 2 shows the drain-source
I-V characteristic of a MISFET at room temperature having a transconductance of 80 mS for a
gate length of 1 pm and a gate width of 250 pm, corresponding to a g,,. of 320 mS/mm.

For these MISFET's we have measured saturation drift velocities as high as 3x iO7 cm/s and
channel mobilities of 2800 cm 2 /Vs. Two important features of the MISFET structure need to
be emphasized. First, an undoped GaInAs layer is grown between the highly doped n-GaInAs
layer and the undoped InP buffer layer to prevent dopant back-diffusion into the undoped InP
layer. Gate etching can be then performed utilizing a non-critical selective etchant. Second,
the gate dielectric is deposited in an electron beam evaporator with a process that we believe
results in a significant reduction of surface defects. In fact, we have obtained extremely low .J.

gate-to-source leakage currents of 10-7 A for a gate voltage of 1.5 volts. Excellent switching
properties of these transistors have allowed us to prepare monolithically integrated inverters,
each consisting of three MISFET's and three integrated resistors as illustrated in Fig. 3. Such
inverters are basic building blocks of digital circuits. A cross-sectional view of a MISFET and
an integrated resistor structure is illustrated in Fig. l(b). The etching process of load resistors
is monitored to obtain load resistances of about 500 ohms. Figure 4 shows a typical
characteristic for a two-stage inverter where the inverter output is plotted as a function of gate
voltage, the bias voltage being a parameter. It can be deduced from Fig. 4 that the inverters
provide sufficiently high noise margins of 200 mV at a bias of 1.6 volts. Measurements by
electro-optic sampling reveal the capability of these inverters to operate at frequencies of 5
GHz, and having a propagation delay as small as 25 ps/stage at room temperature.

19

€ , .,,.',, .. .. .... '.;.°.'. ..-. %.''''.. -...... J . %% ' '?'.. % % % % .. F % %..- ..- ;--....' 2.;...'.. - ' 5 . '



7WM~rW YWIZ "Wr VTNT~wWWI

WB2-2

The achievement of the highest transconductance ever measured with an FET made on InP

substrate, demonstration of 5 GHz logic, and a propagation delay of 25 ps/stage as well as
excellent inverter characteristics make this InP MISFET suitable for high speed electronics on
InP.
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Electron. Lett. 22, 61 (1986).
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.4Figure 1 (a) Cross sectional view of the MISFET structure;
(b) Cross sectional view of MISFET and integrated load resistors. Both figures
not to scale.

Figure 2 Drain-source INV characteristic of a MISFET at room temperature having a gate
length and gate width of I pmn and 250 um, respectively. Vertical scale is 10
mA/div, horizontal scale is 200 mV/div, gate voltage is increased in steps of 200
mV.
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Figure 3 Top view of a monolithically integrated inverter circuit, consisting of 3
,., MISFET's and 3 resistors.

Figure 4 A plot of voltage transfer characteristics for an inverter whose output is linked to
the gate of a second MIISFET. Two separate traces are obtained by plotting VouT
vs. VIN and repeating the plot after interchanging the axis. Both horizontal and
vertical axis extend linearly from 0 volt to 2.0 volts, while VDD is a parameter --
varying from 0 to 1.6 volts in steps of 0.4 volt. | SS is connected to ground.,-
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An Optically Strobed Sample and Hold Circuit* I

Chuck McConaghy
Lawrence Livermore National Laboratory

7000 East Avenue
Livermore, California 94550

Introduction
Radiation damaged photoconductors have been shown to be useiful devices for sampling repetitve
electrical signals with time resolution to less than a PicoSecond t , . However, the sampling of
low repetition rate or single shot events with these photoconductors has not been possible due to
the need for lock in detection methods to observe the sampled signal. In this paper, a radiation
damaged photoconductor serves as the sampling element in a sample and hold circuit. It has been
possible to sample single shot electrical signals with about a 10 picosecond aperture time. Once
sampled the signal can be held for about 1 microsecond by an on-chip holding amplifier.

Circuit Description 5.-

The circuit shown in Figure 1 was fabricated in Lec GaAs. The circuit consists of a 50 ohm
microstrip transmission line which propagates the fast electrical signal onto and back off of the
chip. Two sets of 25 micron gap photoconductors border the main microstrip transmission line.
Photoconductor I is connected to the input of a MesFet Source Follower with an active load. The
dimensions of the Mesfets in the amplifier are I um gate lengths with 30 um width for the source
follower and 10 um width for the active load. The input of the source follower has an additional
.3 pf polyimide storage capacitor which can be bonded into use. It turned out that parisitic
capacitance was enough to give a hold time of 1 microsecond, so this capacitor was not utilized.
Photoconductor 3 and 4 were for electrical autocorrelation testing of the basic photoconductor
response times. Photoconductor 2 is not radiation damaged and can be utilized as an optically -'
strobed stepgeneator. The radiation damaging was accomplished with 200 Kev protons at a
dose of 10 -/cm.L A thick (3 microns) layer of photoresist was utilized to protect the undamaged
switch as well as the MesFets during the proton implant. The radiation damaged photoconductors
were independently measured by electrical autocorrelation to have a li/e time of 10 picoseconds
including the effect of the finite 5 picosecond wide laser pulse.

Circuit Performance
The experimental setup is shown in Figure 2. The Laser utilized as the strobe generator is a mode
locked Nd:Yag laser which has been pulse compressed to provide 5 PicoSecond 1.06 um pulses.
One of these pulses is switched out of the continuous train by a Pockel cell at a maximum rate of
10 per second. The pulse is then frequency doubled to 532 nm and focussed onto the 2 -m
sample gap with a 5X microscope objective. The energy in the laser pulse at the gap is about I
nanoJoule. The electrical test pulse was generated with an Avtech AVM-C pulse generator that
was synchronized to the Laser pulse. The timing between the optical strobe pulse and the
electrical test pulse was variable by means of a voltage controlled delay generator. This allowed
the single sample and hold circuit to sample through an entire waveform rather than just one point
on the waveform.

* This work performed under the auspices of the U.S. Department of Energy by Lawrence
Livermore National Laboratory under contract No. W-7405-Eng-48.
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Prior to radiation damaging, the circuit had a sensitivity of 270 mv/Volt of input signal. After
radiation damaging the circuit had a sensitivity of 2.7 my/Volt of input signal. Although the
output level is quite low for input signals in the volt range, the circuit is quite useable if care is
taken in processing the output. For the data presented in Figure 3, the output of the GaAs circuit
was resampled with a slower(10 Ns aperture) sampler and held for at least 100 milliseconds
which was the interpulse time of the laser set by the Pockel cell.

Figure 3a shows a series of about 50 single shots at a rate of 10/second with about 80
picoseconds time shift of the input waveform per shot (400 ps/division). The data is not
averaged and the noise in the waveform is primarily due to laser amplitude fluctuation from shot
to shot. In addition to laser amplitude variation there was a significant amount of jitter between
the electrical pulse and optical pulse due to the requirement for tens of nanoseconds in the internal
delays in the pulse generator and electronic delay. Figure 3b shows an expanded view of the
electrical pulse rise time at 160 ps/division. Figure 3b has been slightly averaged by a factor of 5
to enhance the signal to noise. Figure 3c shows the same rise time displayed on a Tektronix S4
sampling head. The electrical pulse was rep rated at about 100 khz for the picture in 3c.

Conclusions
An optically strobed sample and hold has been fabricated and utilized to sample a 200 picosecond
risetime electrical signal in a single shot manner. The ultimate response time of the circuit may be
as fast as 10 picoseconds. Present testing has been limited by the available electical test signal.

1. P.M. Downey,"Subpicosecond Response Times From Ion Bombarded lnP," Picosecond
Elect. and Optoelect. Conference,Incline Village, 1985

2.R.B. Hammond,N.G. Paulter,R.S. Wagner,Appl. Phys.Lett.45(3),l Aug 1984 .7.

5 PS 1.06 um Pockel Frequencylaser Cell .oubl.i
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Figure 1: GaAs Optical Strobed Figure 2: Experimental Setup
Sample and Hold circuit
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Figure3A: 50 Single shots of an electrical
transient with an 80ps time shift of the
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HIGH-SPEED OPTICAL LOGIC USING GaAs

H. M. Gibbs,' N. Peyghambarian,' Y. H. Lee,' J.L. Jewell,2

A. Migus.' A. Antonetti.3 D. Hulin,4 and A. MysyrowicZ4

'Optical Sciences Center, University of Arizona, Tucson, Arizona 85721; 2AT&T
Bell Laboratories, Holmdel, NJ 07733; 'Laboratoire d'Optique Applique, Ecole
Polytechnique-ENSTA, F-91120 Palaiseau, France; 4Groupe de Physique des Sol-
ides, Ecole Normale Superieure, 2 Place Jussieu - Tour 13. F-75005 Paris,
France"

The status of bulk-GaAs etalons and their application to high-speed optical
logic will be summarized. Several characteristics are of particular importance:
time to make a logic decision ("switch-on time', time required for the device to . -

recover and be ready to make the next decision (recovery time), energy required .4.-

per logic decision (switching energy), ability to switch the next device (cascada-
bility) or perhaps several devices (fanout), etc.

Recently, research has centered on the use of a nonlinear etalon as a logic
gate with the inputs at a wavelength having good absorption leading to index
changes at a second probe wavelength.' With an appropriate initial detuning
between the Fabry-Perot transmission peak and the probe wavelength, each of
the logic operations can be performed. Several logic gates have been demon-
strated using a high-finesse etalon containing GaAs-AIGaAs multiple quantum
wells at room temperature.' Input pulses with energies less than 3 pJ focused to
5 to 10 pm on the device produced contrasts greater than 5:1 in the NOR gate.
A recovery time of 5 ns permitted 82-MHz continuous operation. Thermal sta-
bility was demonstrated in the NOR gate even though the device was poorly
heat sunk. And the NOR gate has been operated using diode laser sources.'

Because the physical mechanisms leading to refractive index changes are
extremely rapid, one expects a very short switch-on time. A Fabry-Perot pea,
was shifted in j to 3 ps; the etalon consisted of alternating layers of 152-A
GaAs and 104-A AIGaAs with a total GaAs thickness of 2-1.5pm.' Less than
100 fJ/m 2 energy per unit area incident on the device was used for the logic
operation.

The recovery times of the first GaAs gates were typically 5 to 10 ns, deter- ,

mined by the lifetime of the carriers in the light beam. The recovery time was
greatly reduced by enhancing surface recombination by removing one or both of
the AIGaAs windows used to stop chemical etching and reduce surface recombi-
nation. A 1.5-pm-thick bulk-GaAs etalon without the top AIGaAs window and
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etched to form a 2 D array of 9pm x 9pn pixels with 20 pm center-to-center
spacing was shown to have a recovery time of less than 200 ps with resolution
limited by the input pulse duration.' Then 5- to 10-ps input pulses were used I,
to study etalons with no AIGaAs windows and with no etching of pixels.' A -,

thickness of 0.5 pm was found to be optimum for current etalon designs: com-
plete recovery in 150 ps with 16-pJ input-pulse energy. A 0.3-pmL-thick sample
showed even fast r recovery (down to about 40 ps) with 20-pJ input-pulse
energy. A 1350-A-thick sample of inferior quality showed recovery times as
fast as 30 ps but required much higher energies. Bombardment by 2-MeV pro-
tons was less effective. The most heavily bolnbarded sample (2xlO' 4 pro-
tons/cm) showed 2 7 0 -ps complete-recovery time, but the contrast was severely
degraded (2:1) even with more input-pulse energy (40-pJ).

These recovery times are probably quite adequate for parallel computations
where thermal considerations will limit the product of pixel densily and repeti-
tion rate. Answers emerging from one etalon can proceed to the next etalon,
etc., so that many etalons can be used to avoid using any one too often. Where
very high-speed response is needed, for example, in a waveguide directional
coupler encrypting o, multiplexing data in a pipeline mode, the newly discovered
AC Stark shift may be the answer.'," If the pump pulse is tuned far enough
below the exciton frequency, in the transparency region of the material, the car-
rier lifetime is no longer a limitation since carriers are not excited. A complete
shift/recovery cycle of the Fabry-Perot transmission peak has been accomplished
in 1.5 ps.9

The gates described herein utilize different wavelengths for inputs and
probe (output), making cascading difficult. Two-wavelength operation utilizing
an isolated resonance is one possibility. We are reassessing one-wavelength
operation (optical transistor or bistability operation) to see what price one must
pay for ease of cascadability,

We gratefully acknowledge support for the Arizona research by the Air
Force Office of Scientific Research, the Army Research Office, the National Sci-
ence Foundation (Grant Nos. 8317410 and 8610170), and the Optical Circuitry
Cooperative.
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Millimeter-Wave Intergrated Circuits h.
.

Barry E. Spielman
Naval Research Laboratory, Code 6850

Washington, DC 20375-5000

BACKGROUND

The opportunities offered by monolithic millimeter-wave technology span
radar, communications, electronic warfare, and missile seekers. These

opportunities relate to size, weight, and cost reduction advantages over
standard metal waveguide and hybrid integrated circuit implementations.

However, specific technical challenges remain in realizing some important
circuit building blocks.

CIRCUIT BUILDING BLOCKS

Circuit building blocks for monolithic millimeter-wave ICs encompass
semiconductor devices and transmission line media. Table I lists most of the
semiconductor device candidates for use in millimeter-wave source, mixer/
detector, and modulator circuit functions. Of these, the most well

established candidates are: the IMPATT, TED, and MESFET for sources; the
Schottky diode, Josephson junction diode, and MESFET for mixers/detectors; and

the PIN and MESFET as modulator elements. As is suggested by the multitude of
source candidates, current efforts are exploring new concepts to achieve
reasonably high output power levels (25 mW or higher) with reasonable gain and
efficiency (dc to RF) for above 60 GHz applications, especially in

three-terminal device configurations.

The transmission media most commonly considered for monolithic
millimeter-wave ICs are standard microstrip, coplanar waveguide, and fin line

or slot line. The unloaded Q value at 30 GHz for these (excluding fin line)
transmission lines range from about 100 to 200. Similar values for trapped
inverted microstrip, inverted microstrip, fin line, and suspended microstrip
lie in the range from 400 to 700, while those for image line and metal

rectangular waveguide fall in the 2500 to 3000 range. Other characteristics
for such media are also important. Table 2 qualitatively summarizes some of

the more significant circuit medium properties for monolithic-compatlble
media, hybrid IC compatible media, and metal waveguide. It is clear that
application-dependent tradeoffs must be made.

It is becoming increasingly apparent that for monolithic IC designs new
and more refined models are needed for semiconductor device representations
and for treatment of device to circuit-medium interfaces (e.g. parasitic

effect treatment), especially for these higher frequencies. Once such models P4

are developed and verified, it would be desirable to have such design
capability available in a mode which is widely accessible. Possibly CAD
workstation equipment could incorporate a software base for such a purpose. ".

In the area of testing there are at least two important needs. One is to
expand the commercial availability of error-correcting, automated network
analyzer equipment to at least 100 GHz. Also, a need exists for on-chip wafer
prober units to function accurately and reproducibly over the same frequency

range.
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RECENT/CURRENT MONOLITHIC EFFORTS

Monolithic efforts to date have focused primarily on non-transmitter
related functions. This trend is observed in the listing of representative
programs provided in Table 3. A notable exception in this list is the 32 GHz
transceiver program. This program employs an approach where the output of a
microwave source is frequency multiplied to provide a 32 GHz transmit signal. '...
Other activities await efforts either to refine and improve existing source
devices in planar format or to innovate devices for signal generation directly
at the millimeter wave frequency of interest.

To best illustrate the technology being pursued in the monolithic
receiver area, attention is drawn to the second entry in Table 3. This
program is to provide a technology base for receivers to operate
instantaneously over the full 75 to 110 GIz frequency range. The focus of
this development is the receiver front end configuration depicted in Figure 1.
This configuration requires: four mixers, four common IF amplifiers, four
local oscillators, and an RF multiplexer. One design in GaAs pursued for the
mixer is depicted in Figure 2. This mixer has provided 7 to 9 dB conversion
loss over the 75 to 110 GHz band for an IF band from 8.5 to 17.5 GHz.

i MIXER LNA

FRHEQUENCYt P,'

MULTIPLEXER 92- 101 GHz %
ANTENNA
75 - I TO GHz

101 ___ - 10 HSAME

LI Fig. 1 Four-Channel Receiver

Front-End

1 2 3 4
LOCAL OSCILLATORIS)

SOWAI CIVL ANAAq AREA OF

W A V ICLA DE A 6 II,

LOWPAS Fit TEN

MA tRIAL

COMAINAR /

WAVOl"D-I0 /

Fig. 2 Planar Balanced Monolithic nAO ...UC,,,

Mixer Circuit
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Table I DEVICE CANDIDATES Table 3

SOURCES: MILLIMTEF-WAVE ONOLITHIC IC EFFORTS *0

" IMPAIT * PDBT
a 32 CFz TRANSCEIVER k

" TED o CHIRP(superlattice)

o 75 TO 110 GHz RECEIVER TECHNOLOGY
" MESFET - QUANTUM-,ELL (QST)

o 35 TO 38 0Hz RECEIVER
* MODFET * DIMPATT °4

o 44 GHz RECEIVER
* HJBT o SSTWA

- 90 TO 100 0Hz RECEIVER
* CHINT o SS-OROTRON

* 110 GHZ QUASI-OPTICAL MIXER
. NERFET o SS-MACNETRON

a 215 GHz DETECTOR DIODE ARPAY .

* OGST - SS-GYROTRON
0 44 0Hz PIN PHASE SHIFTER

* PBT * SPACE-HARMONIC AMPLIFIER

a Ka-BAND PIN DIODE WINDOW COCPONENTS

MIXER/DETECTOR: MODULATORS: o 30 TO 50 0Hiz AND 75 TO 100 GHz SWITCHES

* SCHOTTKY DIODE - PIN

4*J J/SIS * MESFET "
-%* MESFET 

*M%

* MODFET

0 CHIRP 'a.

C QUANTUM-WELL I

Table 2 SUMNARY OF CIRCUIT MEDIM PROPERTIES

PROPERTY WAVEGUIDE HYBRID IC's MONOLITHIC IC's

APPLICABLE FREQUENCY I GHz TO 300 GHz I Cz TO APPROX 70 CHz 1 GIlz TO 100 GHz
+

RELATIVE COST HIGHEST MODERATE TO HIGH LOWEST

% SIZE LARGEST MEDIUM SMALLEST

% RF COMPONENT AVAILABILITY GREATEST EXTENSIVE I.1I TED

BANDWIDI i CAPABILITY LESS THAN OCTAVE GPFAER THAN OCTAVE CFATEST

CONNECTOR AVAILABILITY COMPLETE COMPLETE [ER OS D[VEIOPENT

SOLID-STATE DEVICE POOP EAIR(/COOO hEST
COMPATIBILITY

MODELINC DATA BASE COR'PREHENSIVE vllRAI' I Co'PLETE-

POWER HANDLING PEST 'OIJ T-AbI.AYS O'i}o D :1I['ST-AERAYS NEEDED

REPEATABILITY POOR FAIR 1 'O'7 TIALLY EXCEI.I.ENT

LOSSES LOW MODR RATE III;H -EST

VOLUME PROIICTION POOR t(,'t AlE FfPST
SUITABILITY

A,

Sol1
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Enhanced Performance Ultrabroadband Distributed Amplifiers

G. Zdasiuk, M. Riaziat, R. [PRue, C. Yuen and S. Bandy
Varian Research Center, Palo Alto, CA 94303

Distributed ampl if iers hoye bee uswd in recent years to achieve
amplification over multioctave bandwidths extending to millimeter-wave
frequencies [1]. The distributed (or trivelinq wave) amplifier topology
has been especially suitable to t,,,thi inte(jration using GaAs tech-
nology due to low sensitivitY Li ( owponent parameter variations and a
relatively high active/passive uior t ratio. A major drawback of the
approach has been the relatively low ,jain per stage (4-7 dB) and high
current consumption. This paper d(esribes the application of novel cir-
cuit approaches (such as cascode-<.rinected FETs and coplanar waveguide V
transmission lines) and advanced devices such as high electron mobility
transistors (HEMTs) to improve performance, simplify fabrication and
achieve over 10 dB of sinqle-stage (ain over the 2-20 GHz band. This
band is of significance for electronic countermeasures systems and micro-
wave measurement applications

A circuit diagram for the 2-20 GHz distributed amplifier is shown in
Fig. 1. Input and output capacitances of the FET devices are incorporated
into an artificial trancmission line structure, which have a low pass res-
ponse. A simplified gain expression, G(,.) [2], for the circuit is given by

gm2 Z [2 -A()n -Ad(W)n 2G(w ) - g (I) "

4 A (W ) 1 ("j)22 2

where gm is the FET transconductance, Zo is the input and output artificial
line impedance (assumed to be the same here), Ag, Ad are the gate and .
drain line losses (per section) respectively, and n is the number of sec-
tions. The frequency response of the amplifier is determined by the fre-
quency behavior of the input and output line attenuation, Ag(w), Ad(w).
The overall gain is determined by the active device gm"

The monolithic distributed amplifier circuit fabricated with MESFET
active devices on a semi-insulating GaAs substrate is shown in Fig. 2. A
novel feature of this circuit is the use of coplanar waveguide (CPW)
transmission lines (rather than microstrip) for forming the high impedance C

inductive sections of the input and output artificial transmission lines.
The use of coplanar waveguide eliminates the need for through-the-substrate
via holes which are difficult to fabricate. Gain is also improved, since
the residual inductance of the via posts can reduce the overall amplifier
gain by -l dB. CPW is also highly compatible with both high frequency
contacting on wafer measurements and contactless electro-optic wafer prob-
ing techniques [3].

The active devices are GaAs MESFETs with gate lengths of approxi-
mately 0.6 Wm, defined with optical lithography. The overall gain peri-
phery is 725 pm. Active layers are epitaxially grown using metalorganic
chemical vapor deposition. Figure 3 shows the gain versus frequency of

the amplifier. Approximately 9.5 dB of gain is achieved from 2-17 GHz.

3'
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If a wafer with slightly lower active layer doping is used, thereby lower-
ing the gate capacitance and increasing the cutoff freouency of
the transmission lines, useful gain can be obtained to above 20 GHz.
Decreasing the doping also reduces the device gm, so that the overall
gain is lowered to -7.5 dB.

By Fourier transforming the frequency domain data, the impulse res-
ponse is obtained. Typically, the circuits of Fig. 2 exhibit 75 psec of-._'-
pulse delay with 2100 psec of spreading.

An alternate approach to increasing distributed amplifier gain per
stage is to utilize 2 cascode-connected FETs in place of single FETs as
shown in Fig. 4. The output conductance of the "cascode block" of Fig.
4 is reduced by the factor (2 + gmrds)-I from a single FET, where rds
is the output resistance of an individual FET. This will reduce the
drain line attenuation and hence increase the overall amplifier gain.
Other advantages of the cascode configuration include higher output
power (due to the second FET being connected as a grounded gate stage), V..;
improved isolation, and the ability to use the second gate for automatic
gain control (AGC).

Figure 5 is a photomicrograph of a monolithic cascode distributed
amplifier. This circuit utilized 5 "cascode sections" consisting of 2
FETs each. In this case, the FET gates were written with E-beam litho-
graphy with an average gate length of 0.3 pm. The circuit was fabricated
on MOCVD-grown GaAs epitaxial material. Over 11 dB of gain was obtained
over the 2-18 GHz band from the amplifier. This is currently the highest
reported gain for a single-stage amplifier covering the 2-18 GHz band.

A final approach for increasing the gain and bandwidth of distributed
amplifiers is to use high-transconductance (gm) devices such as high
electron mobility transistors (HEMTs). HEMTs are especially suited to %

distributed amplifiers, since they have lower drain conductance than
MESFETs and the gate capacitance is less dependent upon gate voltage.
Other advantages include lower noise figures and higher associated gains e,.Z.
in a 50-ohm environment and higher noise bandwidths [4].

A monolithic HEMT amplifier has been fabricated using a "conven-
tional" topology (i.e., microstrip transmission lines, no cascode-
connected devices, etc.). A photomicrograph of the circuit is shown in
Fig. 6. The HEMT active layers are grown by MBE on a semi-insulating
GaAs substrate. Preliminary results indicate that approximately 10 dB
of gain is achieved from 2-20 GHz. These are the first reported results
for a distributed amplifier fabricated with HENT devices.

In summary, we have demonstrated enhanced performance ultrabroadband
distributed amplifiers by the use of: (1) novel circuit techniques such
as coplanar waveguide transmission lines and cascode-connected FETs; and
(2) high-performance heterostructure active devices such as HEMTs.
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Fig. 1 Distributed amplifier schematic.
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Fig. 2 2-20 Gfiz coplanar distributed amplifier.
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High Performance Quarter-Micron-Gate MODFETs*

John J. Berenz

TRW Electronic Systems Group

One Space Park

Redondo Beach, CA 90278

.,.

~~Modulation-doped FETs provide a significant performance advantage ..

over conventional GaAs FETs due to the superior transport properties

of the two-dimensional electrons which form the conductive channel in

these devices. Table I compares the material and device characteristics I-

of different FET devices. At TRW quarter-micron-gate AIGaAs/GaAs MODFETs •

have been fabricated with cut-off frequencies as high as 80 GHz.

These devices exhibit noise figures as low as 2.4 dB at 60 GHz with over

7 dB of associated gain. Power-added efficiencies as high as 42 percent .

have been achieved at 20 GHz. Figure 1 clearly shows the performance

advantage of MODFETs over MESFETs in these RF applications,.i

Further improvement in performance is expected for InGaAs MODFETs ".

due to their higher electron velocity, higher electron mobility, and .

lower thermal noise. Pseudo-morphic AlGaAs/InGaAs MODFETs made by ?!

the University of Illinois exhibit a noise figure of 0.9 dB at 18 GHz

~~~with 10.4 dB associated gain. This is comparable to the state-of-the-art..'

Q performance achieved with AIGaAs/GaAs MODFETs (Table 1). With further

improvement of the fabrication and material technology, performance better.,
than GaAs MODFETs will ultimately be achieved.

.4'

A] A so knowin as H igh ElIec tron 'lob ili ty Tra ns istors (HE,IT)

A37

.4

...- ,-" ,- ... .-... .. .'..'- -.' '-. > .>. .> .>.[ .>. .C . - . ..> " .">.. ....-.. " .- . .-.....-. .. . . ,-." -'.--.

. ¢ ¢ € ' .;.-' ,'.'o,-' ,.LZcZ& Z-.' .', .'' , 
-',

,. .- -' ._,,r, , -, . ".-I., >'. ,' •



WC3-2

i's
,:

Table 1. Comparison of Material and Device -

Characteristics

.... ..

ACTIVE LAYER MOBILITY VELOCITY FT NF (18 GHz)
cm 2 /Vs cm/s GHz dB

GaAs 3500 1 x 107  35 1.1

AIGaAs/GaAs 8000 2 x 107 80 0.9

AIGaAs/InGaAs 9500 3 x 107 80 0.9

V4,

38 .5
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A. LOWER NOISE

5
GaAs MESFET
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B. HIGHER EFFICIENCY
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Figure 1. Comparison of MESFET and HEMT Performance
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Picosecond Photoconductive Transcievers %

Alfred P. DeFonzo, Charles R. Lutz and Madhuri Jarwala

Department of Electrical and Computer Engineering
The University of Massachusetts, Amherst

Recent studies [1,2,3] of electromagnetic transients from
gap discontinuities in microstrip structures driven by picosecond
and subpicosecond photoconductive currents indicate a potential
for using optical means for generating and detecting milllimeter
waves. It has been demonstrated [ ]that short coherent burst of
radiation with wavelength components in the millimeter and
submillimeter range can be used to perform fundamental studies
of materials suitable for a variety of uses including:
electro-optic samplers, modulators and millimeter wave circuits. .
It is desirable to have more sophisticated antenna elements than
gap discontinuities that can provide a greater degree of control
of the space and time distribution of photoconductively generated
and detected radiation. To be of general use, it is also
desirable that such antennas be-of a size comparable to other
device elements found in integrated millimeter wave cicuits and
be fabricated on standard substrate materials using planar
technology.

In this paper we will present the results of a series of
measurements that compare the-picosecond transient response of

two photoconductive antenna elements in matched transmitting and
receiving pairs, that have the foregoing desirable features.
Each transcieving pair was similar in all respects (size,
sustrate etc.) except for the shape of the radiating/receiving
surface. They were fabricated on aluminized silicon on saphire
substrates ( substrate thickness= 425 microns , epilayer
thickness .5 microns) using standard photolithographic
techniques. The silicon epilayer was prebombarded with 100kev and
200 kev oxygen ions. One transcieving pair was an exponentially
tapered slot, "ETSA". A linear tapered slot antenna ,"LTSA", was
chosen for the other pair. The lengths,L, and apertures sizes,
Al and A2, were the same for both pairs (L=2.96mm , Al= 25
microns, A2= 1.9mm ). *

Shown schematically in Figure 1 is the antenna configuration
used in our measurements. Unlike previous configurations [1,2],
our configuration is completely planar and does not use apertures
between the transmitter and reciever in order to avoid unwanted
defraction,filtering or spurious radiation. The generation and
recieving elements were spaced 9mm apart with the antennas
operating in end fire. We used a picosecond pump-probe
autocorelation measurement scheme similar to that used by Auston
[1] and others [2] to study Hertzian dipoles.
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In Figure 2(a) we show a trace of the correlation for the
ETSA pair. Superimposed is a direct correlation of the
photoconductive transient measured directly on the same material
using a conventional microstrip correlator. The data clearly
demonstrates that the radiation correlation is the time
derivative of the microstrip correllation. Earlier work at much
longer time scales[4] indicates that the ETSA takes the
derivative of the generator signal on transmission. This leads
to the conclusion that the ETSA replicates the transmitted signal
on reception and detection. The secondary pulses are reflections
and arrive at the detector delayed by the time it takes the
radiation, propogating at the speed of light, to travel the
roundtrip distance, 18 mm, between the generator and detector.

In Figure 2 (b) we show a trace of the correlation for the
LTSA pair again superimposed on the directly correlated
photoconductive signal. The data clearly demonstrates that
apart from small modulation of the tails, the LTSA correlation
nearly replicates the overall time dependence of the
photoconductive generator signal. These results indicate that the
LSAT is very broadband and that the transmitter and reciever
response functions have similar

The reflected pulse is clearly resovled with neglible
spurious pulses. Since the pulses are decidedly shorter than the
transit time along the antenna length , this indicates that the
antennas radiate primarily in a traveling wave mode. The antennas
have matched loads only during a small time because they are
time gated by the short optical pulses. Thus for a given sampling
event most of the radiation is reflected . The relatively slow
rate of anttenuation of the reflected signal indicates good
confinement of the radiation in the endfire direction.

Experimental and theorectical studies are underway to
precisely characterize and model the transient gain of a variety
of antenna elements.

We conclude that picosecond photoconductivity can be used in
conjunction with appropiate antenna technology to achieve
practical generation, control and sensing of millimeter waves.
Our results indicate that these antennas can be readily scaled to
dimensions suitable for operation with femtosecond transients.

I.D.H. Auston, K.P. Cheung and P.R. Smith, "Picosecond
photoconducting HErtzian dipoles",Appl.Phys. Lett.,45,p 2 8 4-286
(1984)

2.J.R. Karin, P.M. Downey, and R.J. Martin,"Radiation from
picosecond photoconductors in microstrip transmission lines",
IEEE Journ.of Quantm. Electrns., OE-22,,p 677-681,(1986)

3. D.H. Auston, K.P. Cheung, J.A. Valdmanis, and D.A. Kleinmen,
Phys.Rev. Lett.,53,155(1984)
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4.R.Heidemann, Th. Pfeiffer,and D.Jager,Electrncs.
Lettrs.,19,p316 (1983)

Figure 1. Schematic of
experimental configuration -'

using matched picosecond
photoconductive planar ,I, ,.
antenna pairs. Solid lines
indicate exponentially [- "

-

tapered slot antennas (ETSA).
Dashed lines indicate L
linearly tapered slot
antennas (LTSA). The pump
pulse excites the transmitter
at time T and the probe pulse
samples the receiver at T+ t.

,''o

Figure 2. Traces of microstrip
and antenna autocorrelations:

upper trace measured for ETSA;.I
lower trace measured for LTSA. , , ..

l'rl | ,Ir !! -'."%
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Photoconductive Generation of Sub-Picosecond Electrical Pulses
and their Measurement Applications*

D. Grischkowsky, C-C. Chi, I.N. Duling III, W.J. Gallagher, N.J. Halas**
J-M. Halbout, and M.B. Ketchen

IBM Watson Research Center, Yorktown Heights, New York 10598

The generation of short electrical pulses via optical methods has
for some time been performed by driving Auston switches (photoconductive
gaps) with short laser pulses.(l) The shape of the electrical pulse de-
pends on the laser pulseshape, the material properties of the semicon-
ductor, the nature of the charge source, and the characteristics of the
associated electrical transmission line. The same techniques can also
measure the generated electrical pulses by sampling methods. An alter-
native measurement approach has been to use the electro-optic effect in
a nonlinear crystal.(2) In this case, the field of the electrical pulse
is sampled through the rotation of the polarization of the optical sam-
pling pulse. Because it has demonstrated 460 fsec time resolution,(3)
the electro-optic method is presently considered to be the fastest sam-
pling technique. However, recent work utilizing photo-conductive
switches has generated and measured subpicosecond electrical pulses.(4)
This order of magnitude reduction in the generated pulsewidth demon-
strates the ultrafast capability of the Auston switches and calls into
question the conventional wisdom that electro-optic methods must be used
to obtain ultrafast time resolution.

In the initial demonstration of subpsec electrical pulse generation
using photoconductive gaps, the sampling measurements gave a total meas-
ured pulsewidth of 1.1 psec.(4) When the response time of the sampling
gap was deconvolved from this value, the generated electrical pulse was
determined to be of the order of 0.6 psec. The data analysis followed
Auston's theory(l) and assigned capacitances of I fF to the "sliding
contact" generation site and 4 fF to the sampling gap. The carrier
lifetime was considered to be 250 fsec. Since this measurement, we have
generated and measured the electrical pulses using only sliding
contacts.(5) This improved technique reduced the capacitance at the op-
tical sampling site to approximately 1 fF and resulted in a total measured
pulsewidth of 0.85 psec. This value was significantly larger than ex-
pected in view of the assumed carrier lifetime of 250 fsec. Later direct
measurements of the carrier lifetime obtained a limiting value of 600 fsec
for ion-implanted silicon-on-sapphire(SOS).(6) Thus, the generated
pulsewidths are limited by the carrier lifetime to 600 fsec. These con-
clusions will be discussed in detail, measurements and supporting numer-
ical analysis will be presented.

The fact that we can now generate and propagate subpsec electrical
pulses with frequency bandwidths extending to beyond I THz allows us to
consider spectroscopic applications in this frequency range. In order
to make these measurements, the pulse reshaping must be determined only
by the dispersion and absorption properties of the transmission line ma-
terials, and not by spatial dispersion or multi-mode effects. We elimi-
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nated these complications, as follows: firstly, by reducing the
dimensions of our co-planar transmission line to 5 micron lines separated
by 10 microns, the spatial dispersion effects were eliminated; secondly,
by using the sliding contact method of pulse generation only the differ-
ential mode was excited. Ordinary side gap generation equally excites
both the differential mode and the common mode. Consequently, our initial
propagation studies with an Al coplanar transmission line showed less
dispersion than had been previously demonstrated. Via Fourier analysis .

of the input and propagated pulses we were able to characterize the
dielectric response of the transmission line to beyond 1 THz.(7) Our next
spectroscopic application was to study superconducting niobium lines.
Following the same methods, we were able to demonstrate that reshaping - -

of the propagating pulse was determined by the superconductor. Fourier
analysis of the propagated pulses allowed us to obtain the line absorption
as a function of frequency which showed an abrupt absorption increase at
a frequency corresponding to that of the superconducting gap.(8) Fur-
thermore, we were able to measure the temperature dependence of the gap
frequency. These techniques and applications will be discussed in detail -

and new results will be shown.

* This research was partially supported by the U.S. Office of Naval

Research.

**Bryn Mawr College, Bryn Mawr, Pennsylvania.
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Progress and Challenges in HEMT LSI Technology m
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Fujitsu Laboratories Ltd., Fujitsu Limited r

10-1 Morinosato-Wakamiya, Atsugi 243-01, Japan

I. Introduction
Six years have now passed since the announcement in 1980 of the High

Electron Mobility Transistor (HEMT)I ) , and HEMT technology has certainly
opened the door to new possibilities for ultra-high-speed LSI/VLSI
applications 2 ). Due to the supermobility GaAs/AlGaAs heterojunction
structure, the HEMT is especially attractive for low-temperature operations
at liquid nitrogen temperature. For LSI level complexity, HEMT technology
has made it possible to develop a 1.5 kgate gate array with an 8 x 8 bit
parallel multiplier3 ) for logic circuits, and 4 kbit static RAM for memory
circuits.

4 )

This paper presents the performance advantages of HEMT approaches, and

recent progress and future technical challenges for LSI/VLSI applications.

II. Performance Advantages and Self-Aligned Gate HEMT Structure
HEMT has performance advantages over conventional devices, because of the

superior electron dynamics of HEMT channels and unique electrical properties
of device structure. During switching, the speed of the device is limited by
both low-field mobility and saturated drift velocity. Low field mobility
routinely obtained is 8 000 cm2/V.s at 300K and 40 000 cm2 /V.s at 77K.
Saturated drift velocity measured with HEMT structures at room temperature
has been reported to be 1.5 to 1.9 x 107 cm/s. These superior transport
properties in HEMT channels would result in a high average
current-gain-cutoff frequency fT value. In Fig. 1, the current-gain-cutoff
frequency fT versus gate length summarizes for experimental HEMTs and GaAs
MESFETs reported so far. At room temperature, the values of fT were 38
GHz 5 ) and 80 GHz 6 ) for HEMTs with gate length of 0.5 pm and 0.25 lim, J
respectively, and about twice those for GaAs MESFETs. Goine to LSI circuits
with low power dissipation per gate, logic voltage swing should be
minimized. The smaller level of logic voltage swing requires more precisely
controlled threshold voltages with the smaller standard deviation.

Figure 2 is a cross-sectional view of a self-aligned gate structure ot
enhancement-mode (E) and depletion-mode (D) HEMTs. The basic epilayer
structure consists of a 600 nm undoped GaAs layer, a 30 nm Al0 .3Ga 0.7As
layer doped to 2 x 1018 cm- 3 with Si, and a 70 nm GaAs top layer with a
thin Al0 .3Ga0.7As layer, successively grown on a semi-insulating GaAs
substrate by MBE. The key technique to achieve stable fabrication of
self-aligned gate HEMTs is the selective dry etching of the GaAs/AlGaAs layer
using CCl2F2 + He discharges. A high selectivity ratio of more than 260
is achieved, where the etching rate of Al0 .3Gao 7As is as low as 2 nm/min
and that of GaAs is about 520 nm/min. State-of-the-art standard deviations
are 6 mV for E-HEMTs and 11 mV for D-HEMTs respectively, for 10 mm x 10 mm
area. 7 ) The ratio of 6 mV to the logic voltage swing (0.8 V for DCFL) is
0.7 %, indicating excellent controllability for realizing the ICs with
LSI/VLSI-level complexities.

The material problems in HEMT LSI fabrications have been greatly improved
to achieve high quality MBE wafer with large size and high throughput. 8 )
Selectively doped GaAs/n-AlGaAs heterostructures were grown on
semi-insulating GaAs substrates mounted on a substrate holder with a diameter N

190 mm. The variations of both the thickness and carrier concentration of
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Si-doped n-AlGaAs layer were less than +1% over a diameter of 180 mm. The w.

density of oval defects was also greatly reduced to achieve a density of less %
than 40 cm- 2 by optimizing the growth conditions.

III. HEMT LSI Implementations and Future Prospects
The current implementations and future prospects of HEMT logic and memory

LSis are reviewed and discussed.
For logic LSI circuits, a HEMT 1.5 kgate gate array with E/D type DCFL

circuits is designed and fabricated. 3) The chip size is 5.5 mm x 5.6 mm,
containing 6 656 devices with 1.2 Vim gate length and 2 pm line width and
spacing minimum. A microphotograph of the chip is shown in Fig. 3. For a
test vehicle an 8 x 8 bit parallel multiplier with a carry look ahead circuit
was designed. The multiplier consists ot 888 basic cells. Multiplication
times of 4.9 ns at 300K, and 3.1 ns at 77K, were achieved, where supply
voltages and total chip power consumption were 2.2V, 5.8W and 0.95V, 3.2W,
respectively, including a 5 stage 1/0 buffer delay.

Performance of HEMT VLSI for future high-speed computers is projected and
discussed. 9 ) Chip delay time is the sum of intrinsic gate delay, logic
layout delay on fan-out capability, and delay in the wiring on the chip.
Here we assume that fan-out is 3, logic voltage swing is 0.8 V, wiring
capacitance is 100 fF/mm, average line length is 1 mm in the chip, and heat
flux for liquid cooling is 20 W/cm 2 . Figure 4 shows chip delay as
functions of complexity, under 0.5 pm design rule HEMT technology. At 104

gates, the chip delays are 70 ps at 300K and 40 ps at 77K, and system delays
including external wiring delays for packaging are 100 ps at 300K and 70 ps
at 77K, sufficient for future high-speed computer requirements.

For memory LSI circuits, a HEMT 16K x 1 bit fully decoded static RAMI 0 ) -
has been successfully developed with the E/D-type DCFL circuit
configuration. As the result of the RAM layout design, the chip size is
4.3 mm x 5.5 mm, and the RAM cell size is 23 pm x 30 pm with the switching
devices having gate length of 1.2 pm. The RAM has a total device count of
107 519. The minimum address access time obtained was 3.4 ns, with a chip
dissipation power of 1.34 W at 77K. Figure 5 shows the address access time
and power dissipation of the HEMT static RAMs, compared to SiMOS, bipolar,
and GaAs MESFET static RAMs. The plots show the performances of the HEMT
1 kbit, 4 kbit and 16 kbit static RAMs at 77K. The shadow area shows the
projected performance assuming device technologies between 1 and 0.5 Vm. By
using 0.5 pm gate device technology, subnanosecond address access time can be
projected for the 64 kbit static RAM. - •

VI. Summary

Recent progress and future technological challenges in HEMT technology for
high-performance VLSI were reviewed and discussed.

HEMTs are very promising devices for VLSI, especially operating at liquid
nitrogen temperatures, because of their ultra-high speed and low power
dissipation. The performance described here will achieve speeds required for r

future large-scale computers.
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In this work we have followed our earlier attempts to apply the electro-optic sampler to
superconducting electronics, 1 and developed a fully cryogenic electro-optic sampler by
integrating and immersing in superfluid helittm both the photo-conductive switch and the
birefringent lithium tantalate sensor. The ultimate temporal response of the system 2 as
determined by measuring the transient onset of photoconductivity in a GaAs switch was
less than 400 fs. The system was arranged in to two different configurations and used to
probe the switching of a 30 x 30 ptm2 Josephson tunnel junction.

(a) A coplanar transmission line configuration was arrangcd in the same way as a typical
transfer function measurement in a two-port microwave network. For a fixed input
signal, we measured the signal waveform with a resistor substituted for the junction
and compared this with the waveform obtained with the junction included in the
transmission line. We attribute the observed (see Fig, 1) difference in the waveforms to
the different propagating conditions, caused by the junction switching from the zero-
voltage to the finite-voltage state.

(b) The voltmeter or "side sampling" configuration was designed to measure directly the
switching voltage across the junction. In this case the input pulse propagates in the
main transmission line on GaAs, while the junction signal is transmitted into the
LiTaO 3 coplanar waveguide.

.1*-

Cu

.0

3.4 ps

Figure 1. Junction voltage waveforms. l.pper curve corresponds to the "no junction" %
condition in the transmission line, and the lower curve in thc unbiaed junction rcsponsc.
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The difficulty of these measurements lied in discriminating between the junction
response of less than three millivolts, and much larger signals from the photoconductive
switch. In order to achieve the desired sensitivity, the lock-in reference frequency (switch 0-
bias) was chosen in the 2 - 4 MHz range, above the 1/f region of the CPM noise spectrum.
As in the previous low frequency arrangement, 1 a differential measurement was made
using the two polarizations from the final polarizer to increase the signal to noise ratio.

The time domain studies were supplemented by systematic measurements of the
current-voltage (I-V) characteristics of the junction. The junction I-N characteristics for two 4%
different excitation conditions (switch pulse amplitudes) are shown in Fig. 2. As can be
seen in Fig. 2a for small input pulses only the positive branch of the I-V curve is affected.
The negative branch in practically untouched (we noted only a small decrease in the
amplitude of Ic). This corresponds to the case where the switching pulse amplitude was
roughly equal to the critical current, and the switching events were completely independent.

A very different situation is shown in Fig. 2b. Based on the estimation made in the
former case, the input pulse amplitude is now about 31(?. The positive branch displays a
smooth curve, typical for quasiparticle tunneling, while oil the negative branch we observe
very rapid oscillations between the gap voltage state and some voltage around the midgap
value. The entire I-V curve shifts slightly along the positive current axis. Finally, we note
that the gap voltages for both positive and negative branches remain the same as for the
unperturbed junction. Thus, the entire behavior must be associated with the junction
response itself, because the DC superconductive properties of junction electrodes are
unchanged.

(a) 1 0-V switch bias (b) 3 0-V switch bias

E 
E T'

~TE

A.' -

.

500 PV 500 pV

Figure 2. Junction DC I-V curves for two different values of the amplitude of the input
pulse. Due to the corrected, two-wire measurements, the gap voltages displayed appear to
be slightly reduced.

We also performed extensive numerical simulations, based on the resistively and
capacitively shunted junction (RCSJ) model. A typical simulated junction response for a
picosecond input pulse with amplitude equal to 1.2IC is presented in Fig. 3. One notices
that despite the fact that the input pulse amplitude is larger than IC , the junction output
voltage peak reaches only about half of the value corresponding to the gap voltage. The
pulse exhibits a very short rise, followed by a substantial, exponential decay. The turn-on
delay time is negligible.
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.4'

50 A"

C -.a *lmm . -Il B ~ i .MJ ~ ~ i m &~ . . ' - _A - - A

%% %'. . . .



WD3-3

The physical mechanisms can be easily understood in terms of a simple model that
approximates the junction response as the charging of the junction capacitance. 3 The only
limiting factor in the junction response time is how fast the input pulse charge, Q, is
delivered to the junction capacitance. The switching voltage is just Q(tp)/Cj, and the
corresponding rise time is roughly the input pulse width itself. On the other hand the.4
junction decay is totally dominated by the properties of the dielectric layer and the
associated RC time constant. These features agree very well with the experimental
observations shown in Fig. 1.

For very high amplitude input pulses we noticed that when there is no DC bias to
maintain the switching conditions, the switching voltage is not the gap voltage itself, but
rather the point on the quasiparticle I-V curve characterized by the longest time constant.

RC model

LUI
0

.1.0

0.5

5 10 15 20 TIME (ps)

Figure 3. The simulated Josephson junction response (JJ curve) to a stepped input pulse
of amplitude 1.2IC and duration tp = 10 ps. The full solution of the RCSJ model is

compared to the prediction of the charging capacitance model. 3 Junction parameters are the
following: IC = 2.75 mA, Rj 0.6 Q, R, = 35 Q, Cj 16 pF.
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High Speed, High Repetition Rate, High Voltage Photoconductive
Switching J.

William R. Donaldson
Laboratory for Laser Energetics

University of Rochester
250 East River Road

Rochester, NY 14623
716/275-51O

We describe a method of producing robust silicon photconductive switches. These
switches are used in high power applications where it is necessary to switch high voltages
on the picosecond time scale. They have the advantage that they are activated by the bulk
absorption of light in a semiconductor.1 Thus avalanching and transit time effects normally
associated with high voltage switches are absent. As a result the switches have no jitter
with respect to the optical pulse and very little heating due to the joule energy deposited in
the switch as they turn on. 2 These qualities make these switches desirable in applications
which require parallelism or low thermal energy deposited in the switch. However, '
photoconductive switches cannot be used in practical applications until they can be proven
reliable.

The photoconductive switch is inherently a very simple and robust device consisting -",<
only of a block if intrinsic silicon. Silicon is the material of choise for these applications
because its long recombination time enables the the switch to stay on for long periods of
time which increases the amount of energy delivered to the load. It is possible to obtain
current densities as high as 13 kA/cm 2 .3 The difficulty of constructing a reliable
photoconductive switch comes from the external connections to the silicon. First, it is
necessary to produce an appropiate contact pad on the silicon itself. We have found that by
laser annealing evaporated gold or aluminium contacts we can produce a contact which is
ohmic and reduces the dark current leakage.4 However, the question still remains on how
to achieve a contact to the external circuit. Wirebonding is inadequate because of the high
voltages and current densities. Mechanical pressure contacts would be compatible with
these high current densities. However, contact must have a geometry which is compatible
with the frequency requirements of the external circuit. Typically, a photoconductive switch
is mounted in a transmission line to provide the cleanest electrical pulse with a mimium of
electrical reflections. Conductive epoxies provide a convenient method of attaching the
switch to th, circuit, but our experience is that the high electric fields in the off state cause
the epoxy to migrate. Eventually, this resulted in the switch shorting out. In high
repetition rate systems this was the dominate mode of failure and it limited the switch
lifetime to 10 shots. We have devised a simple method of soldering the silicon into the
circuit with low temperature indium solder which produces mechanically sound contacts
that blend smoothly into the transmission line geometry.

These switches were tested using a high repetition rate regenerative amplifier. With
the switch mounted in silicone oil, a 10 kV bias pulse was placed across a 2 mm wide
silicon switch and triggered at I kHz. The results were 10 ns wide pulses with a 100 ps
rise time. There was no degradetion in switch performance with over 108 shots applied.

In addition to the lifetime time test listed above we studied the persistance of the
photoconductivity as function of the time after the trigger pulse. This information is
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important for determining the amount of energy the switch can deliver to the load. The
photoconductivity decays exponentially with time. The time constant was found to increase
approximately linearly as the density of photogenerated carriers increased up to the
maximum density we observed of lxl0 18/cc. This behavior is shown in Fig. 1 for a bias of
100 v applied to the switch. The time constant of the decay was also found to to be related
to the applied electric field. As the voltage was increased the time constant decreased. This
seems to indicate that the charge carriers are being swept out of the silicon by the field. This A
effect can be at least partially compensated by increasing the initial carrier density.

- - 4 -. - -- ,, ,,,,
FIGURE I

4.500- DECAY CONSTANT OF A PHOTDCO XTT YE SWITCH BIASED AT 100V %

..-.

4.00-L

4%

7%

3.50- -%'.

.600~~+ .,0 100.2
% 4.

We have demonstrated a method of constructing silicon photoconductive switches i]
which yields robust high voltage switches whose performance has been shown not to
degrade in high repetition rate operation. Time dependence of the photconductive signal %'
has been studied and found to be dependent on the initial concentration of carriers and the
applied field.""-'
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Generation and Forming of Ultrashort High Voltage Pulses

Hrayr A. Sayadian, S. T. I'eng, J. Goldhar, and Chi H. Lee
Department of Electrical Engineering

University of Maryland
College Park, MD 20742

High voltage pulse forming techniques, utilizing spark gaps, is a mature field.
However, problems associated with synchronizing spark gap switching, in the pi-
cosecond regime, limit its application. A new approach, developed over the past
few years, is to use laser controlled photoconductive switches in generating ul-
trashort high voltage pulses.1 The use of photoconductive switches achieves pi-
cosecond synchronization and very long lifetimes. Furthermore such switches can
be readily incorporated into various types of pulse generating and forming struc-
tures. We report here on an investigation of the performance of various types of
high voltage generating structures with photoconductive switches. These include
Blumleins (with multiple switches), Marx banks, stacked lines and L.C. gener-
ators in coaxial, microstrip and coplanar geometries. High voltage pulses with
picosecond rise and fall times were generated and monitored using Pockels cells
monolithically integrated with the pulse forming structures. Using dc charged
voltage multiplication circuits, up to 5 kv was generated in nanosecond pulses.
Also, 5 kv of peak to peak RF single cycle pulses were generated using a similar
multiplication circuit. This type of RF pulses have important applications in high
resolution radar systems.2

Representative data is shown in Fig. 1. The pulse generator consisted of
5 mm microstrip structure, with composite GaAs-glass dielectric with GaAks as
the switch, whose effective round trip length is 100 picoseconds. The microstrip
is biased to 2 kv dc. The observation of the electrical pulse was made using a
miniature homemade longitudinal Pockels electro-optic modulator. The electro-
optic material used was KD*P. An active-passive mode-locked Nd:YAG laser was
used to generate 200 tJ of 0.53 jim radiation with 35 picoseconds pulsewidth.
Each optical pulse was split into two pulses, one going through the Pockels cell
so as to probe the electrical pulse, the other optical pulse was used to trigger the
GaAs photoconductive switch. By varying the optical delay between the probing
and switching pulses, we have monitored the generated electrical pulses. In Fig.1
we show the transmission of the 0.53 pim radiation through the Pockels cell as
a function of delay between the probe and switch pulses. The maximum trans-
mission is 10%, corresponding to - 1 kv pulse. This is consistant with the bias, 5"

on the microstrip. Note that the full width at half maximum is 100 picoseconds
corresponding to the electrical pulse width.
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Fig.1 Transmission of 35 ps 0.53jtm radiation through C
KD*P, corresponding to a 1 kv pulse of 100 ps width.

Maximum of transmission is - 10%.

A problem inherent in dc voltage holding switches is the necessity for gap
separation to increase with the magnitude of the voltage held off. Photoconductive
switches are prone to the same problem. On the other hand, practical design .5.

considerations, e.g. maintaining a matched impedance throughout the switch area V

and minimizing stray inductance and capacitance effects, become more difficult as .

the gap length increases. Furthermore, the energy in the optical pulse, required to
trigger the photoconductive switch, increases as the gap length squared. Hence,
there are practical limitations on the charging voltage, when dc biased. We are
examining multistage schemes of HV generation, where a high voltage of relatively

short pulse width, - 10 nanoseconds, is used to charge the pulse generating and
forming structures. Since the bias voltage remains for a short time, overbiasing the

photoconductive switches can be maintained without breakdown, thus avoiding '

the problems mentioned above. A single optical pulse, split into two, can be
used to trigger the voltage pulse so as to charge the HV generating structure,
which in turn is triggered by the optical pulse generating high voltage picoseconds
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pulses. This technique will also allow us to examine breakdown phenomena, as .

the photoconductive switches are biased to higher voltages.
The voltage multiplication structures use the principle of parallel charging

and series discharging of pulse forming lines.3 Marx banks require a switch per
stage, whereas only one switch may be used for the entire stacked line structure.-"
We have constructed 3 stage coaxial stacked line structures capable of generating
5 nanosecond pulses with GaAs as the photoconductive switch. With 2.5 kv dc
bias, up to 5 kv pulses were obtained. The efficiency is limited by the laser energy
and the short carrier lifetime of the GaAs switch ( - 1 nanosecond ). A modified
version of this circuit generates single cycle RF pulse with peak to peak voltage
of 5 kv.

In summary, we have discussed the generation, shaping, and monitoring of
high voltage picosecond pulses using pulse forming techniques in conjunction with
photoconductive switches integrated with electro-optic probes.

We acknowledge the assistance of Messrs. D. Butler, C.S. Chang, and G.S.
Krishnan during various stages of the project. This work is supported by AFOSR.
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Graphite as a Picosecond Laser Activated Opening Switch

E.A. Chauchard and Chi H. Lee
Department of Electrical Engineering

University of Maryland
College Park, MD 20742

C.Y. Huang
Los Alamos National Laboratory

Los Alamos, NM 87545 -

A.M. Malvezzi
Gordon McKay Laboratory

Harvard University
Cambridge, MA 02138

In a recent experiment, Malvezzi et al. have observed a large decrease N

in the reflectivity of a semimetallic sample of highly oriented pyrolytic .',
graphite (HOPG) as it is illuminated by an intense picosecond laser pulse
when the fluence is above the melting threshold. They have found that the
imaginary part of the refactive index reaches lower than =0.5 at 566 nm
[I]. This unexpected result indicates that a phase transformation occurs
and that the high temperature phase, which they believe to be liquid, is
non-metallic. This experimental observation is consistent with the result ".
of the recent pseudo-potential calculation that there is an energy gap in
"isotropic" carbon [21. The time resolved experiments [1] also show that
the phase transformation is completed in time scales as short as -10 ps.
In the work presented here, we directly assess the change of resistivity of
a HOPG sample used as a laser activated switch. We confirm the results
reported in [I] by observing a large increase in the sample's resistivity
under intense picosecond laser illumination. This unique property could
allow one to use graphite as an opening switch since it is a semi-metal.
Its conductivity in the dark state (=.25 105 (ohm.cm)- I) is almost as good
as that of pure copper. It could then be compared to semiconductor r
optoelectronic switches, noting that its operation is exactly inverse: it
is conductive in the dark and its resistance increases when illuminated
above the threshold. The main application of this type of switch is in the
pulse power technology where the recent interest for inductive storage
systems has created a need for an efficient, repetitive, jitter free
opening switch [3]. in [4,5], we proposed to use a semiconductor material
as opening switch and demonstrated that it is feasible. In this paper, we
demonstrate that graphite is a suitable alternate material for opening
switch applications with some advantages. To assess the possibility of .4. '

using HOPG as a practical device, it is of great importance to measure the ,.
speed of the phase transition as well as the speed of its recovery. The
technique used in [I] only allows to perform these measurements at the sur-
face of the sample. Here, we directly study the opening speed of the HOPG
switch which is equal to the response time for the phase transition and
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find the best opeaing speed to be less than one nanosecond.

To demonstrate the operation of HOPG as opening switch, a circuit con-
figuration of current charged transmission line as described in [4] was
used (Fig. 1). In this type of circuit, the energy is stored under magne-
tic form in a transmission line and a square pulse is generated when the
switch opens. The duration of the square pulse (30ns) is determined by the
length of the transmission line (3m). The rise and fall time of the square
pulse are equal to the switch opening time. A Q-switch mode-locked Nd:YAG,
providing 30ps pulses at 1.06m was used to illuminate the HOPG sample.
The waveforms shown in Fig. 2 indicate that the opening switch action was
obtained. It was found as in ;1] that a high laser fluence is necessary to
obtain this result (>140 mi/cm ). The opening time was not reproducible
from shot to shot; the fastest speed was less than 1 ns (oscilloscope
limited). The maximum DC current in the c-plane that the sample can
sustain was estimated to be 160 kA/cm2 . The switching efficiency was quite
high: 90%, corresponding to a resistance of the sample of 450 ohms after
illumination. The lack of reproducibility is attributed to the fact that j.
the laser intensity and mode pattern were fluctuating. One other dif-
ficulty was that the thickness of the HOPG sample was not controlled. This
is a determining factor since, for the opening action to be optimum, it is
necessary that the total sample cross-section illuminated by the laser
pulse undergoes the phase transformation. Although it is reported in fI] ,e-
that the new phase is probably liquid, these first experiments do not allow
to accurately identify its nature. A better understanding of the new phase
would certainly allow us to better determine the switching parameters.
Further research is necessary in this direction.

The subnanosecond opening speed, the fact that the switching effi-
ciency of this material is quite good, and the fact that it can sustain a
high current density make it a very promising candidate for opening switch
applications. From a more fundamental point of view, it is of particular
interest to note that HOPG is, to our knowledge, the only material exhi-
biting this type of behavior.

Acknowledgements

We are grateful to Professor N. Bloembergen for many stimulating ,,
discussions. One of us (CYH) is supported by the US Department of Energy.
This work was partially supported by the Air Force Office for Scientific
Research.

References

[I] A.M. Malvezzi, N. Bloembergen and C.Y. Huang, Phys. Rev. Lett., 57,
146-149, (1986).

[] S. Fahy, S.G. Louie and Martin L. Cohen, Private Communication.
3 K.H. Schoenbach, M. Kristiansen and Gerhard Shoefer, Proc. IEEE, 72,

8, (1984).
[4] E.A. Chauchard, M.J. Rhee and Chi H. Lee, Appl. Phys. Lett., 47, 12,

(1985).
[5] E.A. Chauchard, C.C. Kung, M.J. Rhee, Chi H. Lee and V. Diadiuk, Proc. 0

of the Conference on Lasers and Electrooptics, San Francisco, CA
(1986).

61

% %

> .. -,' -..



M TPRJ W AUT qLM Y X r L WWW W VV WUYV W WV V V v W :w vw vw.w - i .~ :w.~:w. .. w

WE3-3

~MODE LOCKED vr,..

Nd:YAG LASER .'.,

. %.

IIGRAPHITE 
TRANSMISSION LINE 

= -

, . ..
SWITCH Zo=50 OHMS".---

SCOPE

50 OHM
PLUG-IN

Fig. 1: Experimental set-up for the generation of square pulses using a
laser activated switch and a current charged transmission line.
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opens. Each trace is obtained with
a different laser pulse but the
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laser pulse energy is: a: 0.15 mJ,
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20 ns

-..

62



WE4-1

A Simple Technique to Generate or Gate Microwave
Pulses with Picosecond Speeds

W.Margulis - Dept.Appl.Phys. - KTH - Stockholm S10044 Sweden
V.Grivitskas - Semic. Phys. Dept., Vilnius State University,
Sauletekio 9, Vilnius 232055 , Lithuania, USSR.

E.Adomaitis, Z.Dobrovolskis, A.Krotkus - Inst. Semic. Phys.,
Lithuanian Academy of Sciences,Vilnius 232600,Lithuania,USSR.

A number of articles have recently been published (1-4) where
microwave signals are switched and controlled by means of a ps
photoconductor illuminated by a mode-locked laser pulse. The
advantages of such an approach over conventional electronic
circuitry include higher speeds, excellent timing and high
power capability. Here we describe a simple arrangement which
makes it possible to both switch an arbitrary number of cycles
from a microwave generator (case l),as well as to shape micro-
wave pulses from a dc bias source (case 2), with easily adjus-
table frequency and duration. To that end we use a ps photo-
conductor with a PEPS (5), which controls the pulse produced.

case I:
The experiments of gating a number of cycles from an RF source
were carried out at a frequency 7 GHz, and the peak voltage of
the sinusoidal input was 1.8 V. The results were recorded on a
Soviet made oscilloscope type C7-19 with a travelling wave
deflector, internal image intens. and a bandwidth 8 GHz. The
laser source was a passively m.l. Nd:YAG laser with a rep.rate
12 Hz. An intrinsic Si switch was used, in a conventional mi-
crostrip transmission line, with a gap length 200 jim. The sin-
gle pulses selected, used for the activation of the Si switch
had a duration 30 ps and energy 10 pJ. Initially the high
resistance of the Si material prevented the transmission of
the RF signal, but upon illumination the microwave bias was
gated on, with a risetime approximately equal to the pulse
duration. Typically a switching efficiency -60% was observed.
The top trace in fig.l shows the switch-on following illumina-
tion.Capacitive coupling across the gap is responsible for the

leakage preceeding excitation. In v
order to control the number of cy-
cles gated, the signal is switched
off by introducing a PEPS with short
circuited branches between the out-
put of the photoconductive element
and the load. In this configuration
the PEPS produces a 1800 phase shif-
ted reflected electrical signal,can-
celling the input after a delay
determined by the roundtrip time of
the branches, chosen to equal an
integral multiple of the RF period.
For the bottom trace a 3 cm (280 ps)
branch length was chosen. Both 150
and 450 ps lengths were also used,
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resulting in the switching of a single and of three cycles.
Since a continuously adjustable frequency generator was avai- ".'
lable,for the 1.5, 3.0 and 4.5 cm branch lengths used,the fre-
quencies chosen were 7.06, 7.12 and 7.09 GHz, respect. These
optimum values were determined by applying the RF directly to
the PEPS,and fine-tuning the frequency for minimum output sig-
nal. A particular frequency can also be selected, in which ca-
se the branch lenghts must be carefuly adjusted mechanically.
For 3 cm branches a lenght accuracy of 0.1 mm is possible (0.3
% at 7 GHz), corresponding in the frequency domain to a preci-
sion -23 MHz. The relatively limited S:N ratio observed in
fig.l is due to a construction problem in the fabrication of
the PEPS. This resulted in a mismatch producing -20% residual
leakage following the passage of the pulse. With the design
described in (5) square pulses with noise levels <5% have been
measured, and therefore the S:N ratio can be greatly improved.
case 2

A similar arrangement was used to
convert a dc bias into a microwave
pulse. This time, upon illumination
the photoconductor produced a step-
input signal, which was switched
off by the PEPS with short-circui-
ted (sc) ends after an adjustable
delay. The resulting signal is the
first half-cycle of the microwave
pulse. A whole cycle was shaped by
introducing another PEPS in series
with the first one, with equal
branch length, also sc at the ends.
Preliminary experiments were car-
ried out by producing microwave
pulses from a conventional step
pulse generator. Fig. 2-4 illustra-
te the shaping of microwave signals
starting from a half-cycle. A sin-
gle PEPS, which could accomodate
three crosses was built, and a sin-
gle sc cross (75 ps) was used for

__l-E the record shown in fig.2, two sc
- crosses (both 75 ps) for the one

illustrated in fig.3, and two 75 ps

sc and one 150 ps open-circuited
crosses were connected for the re-
sult displayed in fig 4.Fig.5 shows
on a 20 ps/major div. scale a sin-
gle cycle with period -76 ps (-13
GHz) shaped with the PEPS, limited

-* in duration by the step generator
and scope used for display (Tektro-
nix TDR, S4 sampling head).

The laser pulse used for the
record showed in fig.6 was relati-
vely long (120 ps), produced by a
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cw mode-locked Q-switched Nd:YAG ..
laser and the photoconductor was an
InP switch with Ni-Ge-Au electrodes
and a gap -250 pm. The PEPS branch
length was 100 ps. To increase the
number of cycles, additional PEPS
were used, with open circuited ends.
In order to extend this technique
into the KV range, a 400 pJ, 200 fs
dye laser pulse at 617 nm, with a
repetition rate 10 Hz was directed
to a 1.5 mm semi-insulating GaAs

semiconductor switch, dc biased to 2.5 KV*. A Tek 7834 with a
7A19 amplifier storage scope (risetime 600 ps) was used to

record the signals shaped. Figs 7-9
are oscillograms of the pulses pro-
duced. The time-scale is 1 ns/small
div. Although the spparent switching
efficiency is not 100% (when Vout .
Vbias/2), when the finite risetime
of the oscilloscope is taken into
account (6), a peak voltage -1KV is
inferred from fig. 7. Again, shaping
the double of the number of cycles
only required the additional connec-
tion of a single open-circuited
cross. To alter the period, various
sc branch lengths were selected.

In conclusion we described a
simple technique to generate or gate
microwave pulses with ps speeds. The
same arrangement: is used for con-
trolling the number of cycles swit-
ched with a microwave generator as a
bias source (case 1) and for shaping
a microwave pulse from a dc power
supply (case 2). A single light pul-
se and a single photoconductor are
used, and a wide range of recombina-
tion time (ns-ps) semiconductor ma-
terials can be employed. The versa-
tility of the technique (for example
the operation required to double the
number of cycles of the output pulse
takes -3 seconds to be performed),
and its simplicity should make it
useful in practical applications.
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A Proposed Quantum Well Injection Transit Time Device (QWITT)

Vijay P. Kesan, Dean P. Neikirk, and Ben G. Streetman
Microelectronics Research Center, Department of Electrical and Computer Engineering

University of Texas at Austin, Austin, Texas 78712 %.

Oscillators using resonant tunneling through a quantum well have been the focus of much
research recently [ 1-4]. Although they are potentially capable of very high frequency operation
with low noise, the output power is in the order of tens of microwatts. Transit time devices
like the IMPATT (impact ionization avalanche transit time) are capable of operating at 94 GIlz
and 140 GHz with 0.5 and 0.12 W power output respectively [5,6]. But collision effects in'
transit time devices seriously degrade the power and efficiency beyond 90 GHz and result in
poor noise characteristics. Tunneling in the TUNNETT (tunnel injection and transit time) was
proposed as a low noise alternative to the IMPATT, but poor injection phase delay lowers the
efficiency of operation [7,8].

We propose here a new transit time device which uses resonant tunneling through a single
quantum well to inject carriers into the drift region of the device. This device employs resonant
tunneling and hence would not be expected to suffer the conventional degradation of power and
efficiency associated with other transit time devices. Large injection phase delays can be ,".

obtained in the device, in contrast to the TUNNETI, where the current injection is nearly in r
phase with the applied voltage. Depending on the power-frequency requirements of a
particular application, the device can be biased to produce a r/2, t or 3nt/2 injection phase
delay. Further, the presence of a drift region increases the device impedance per unit area, and
hence higher output power when compared to quantum well oscillators can be expected. Since
this is a Quantum well injection Iransit lime effect device, we call it a QWITT.

The physical structure of this device, in keeping with a typical molecular beam epitaxy
growth sequence, is shown in Figure l(a). The device structure consists of a single GaAs
quantum well between two A1GaAs barriers, together with a region of undoped GaAs to form
the drift region. This structure is then placed between two n+-GaAs regions to form contacts.

The small-signal time dependent principle of operation of this device can be explained
using Figs. 1(c) and 2. The energy band diagram of the device when no d.c. bias is applied is
shown in Fig. 1(b). In order to achieve resonant tunneling of electrons at the correct instant of'
time, for any desired injection phase delay 0, the d.c. bias must be adjusted so that the
following expression is satisfied:

2El/e = Vsin + Vi .
where V is the amplitude of the a.c. voltage, Vi is the effective d.c. voltage drop across the
resonant tunneling injection region, and E1 is the energy level in the well. The impedance of 'A.,
he drift region is much greater than that of the injection region, and hence most of the d.c. bias .

will drop across the drift region. If an appropriate bias is applied to move the Fermi level in
the n+-GaAs in line with the energy level E1 in the well (see Fig. l(c)) and an a.c. signal is
superimposed on this d.c. bias, then resonant tunneling of electrons through the well will
occur only at a phase delay of nt in the a.c. cycle. From the instant n to 2n the electrons
traverse through the drift region at their saturation velocity, resulting in a dynamic negative
resistance. In this mode of operation, electrons will also be injected into the drift region at th,
instant 2n, giving rise to a small positive resistance. The d.c. bias can also be altered so that
the difference in voltage between 2El/e and the voltage drop across the injection region Vi is
equal to the amplitude of the a.c. signal V causing carriers to be injected at a phase delay of

This work was supported by the Texas Advanced Technology Research Project and the Joint Services Electronic."
Program under contract # AFOSR F 49620-86-C-0045.
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ic/2. This device, when operating with an injection delay of 7t/2 or 7t, has a small positive
resistance regime much like the IMPATT or TUNNEIT [8].

The QWITT can also be biased to move the Fermi level in the n+-GaAs above the energy
state in the GaAs well, so that current injection takes place at an instant 3nt/2 in the negative half
of the voltage cycle, as seen in Fig. 2. Current conduction then takes place for only a quarter of
the a.c. cycle, but in this mode of operation a pure negative conductance regime is obtained.
When current injection through the well is delayed by an angle greater than 7E, insufficient
current conduction and moderate voltage swing could lower the output power. However, by
increasing the current density and device impedance per unit area, the output power could be
increased. In addition, as current injection into the drift region is delayed, the length of the
drift region can be made correspondingly smaller, thus permitting operation at higher millimeter

, wave frequencies. As the length of the undoped GaAs drift region is reduced, the transit time
effect decreases, and one can envisage this device looking more like a resonant tunneling
oscillator [2,4,9].

At frequencies greater than 100 GHz several other factors must be considered in the design
of the device. For any transit time device the injected carriers may travel through a significant
fraction of the transit time region ballistically [ 101. This contributes an additional phase delay,
which must be accounted for in the determination of the necessary transit time layer thickness
for a given frequency of operation. In addition, for the QWITT, the finite amount of time it
takes for a resonant state to be established in a quantum well 111,121 will cause a
non-negligible time delay. This delay, which might account for a sizable fraction of the a.c.
voltage cycle, will also have to be considered in the analysis of the device.

'., In conclusion, when compared to other transit time devices and quantum well oscillators,
N the QWITT should have several advantages. Quantum mechanical tunneling in the QWITT is

essentially a collision free process that does not degrade the efficiency at high frequency.
*" Large electronic reactances, which cause detuning, thermal breakdown and burnout at high

frequencies in IMPATTs, are absent. The drift region need not be as long as in TUNNETTs,
and hence there will be less series resistance because of electrons traveling below the saturation
velocity. There is also no degradation of efficiency because of a phase delay of less than the
optimum 2n as in TUNNETTs [7]. The relative ease of fabrication of this device using
molecular beara epitaxy, when compared to other novel quantum well devices for microwave
applications, is another attractive feature. Thus, the QWITT should extend the normal ",
frequency limit associated with transit time devices into the submillimeter wave range, without
compromising on output power as in quantum well oscillators. -
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Fig. 2. Energy band diagram when the device is biased for conduction to occur at 3t/2.
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Modulation Efficiency Limited High Frequency Performance of the MODFET

M.C. Foisy, J.C. Huang*, P.J. Tasker, L.F. Eastman

School of Electrical Engineering and National Research and Resource Facility for Submicron
Structures, Cornell University, Phillips Hall, Ithaca, NY 14850

*Department of Applied Physics, Cornell University

Epilayer design for the MODFET is frequently performed using the depletion
approximation [1,2]. The work of authors such as Ponse et. al. and Stem and Das Sarma have
provided tools by which electron distributions and capacitances can be calculated without this
assumption [3,4]. They demonstrate that for two dimensional electron gas (2DEG) sheet
concentrations significantly below the saturation saturation value, free and bound electrons are
present in the supply layer. Because these electrons must be modulated with the 2DEG electrons,
the gate capacitance is increased while the transconductance is decreased [5]. The unity current
gain frequency, fT, is thus decreased.

In this work we take the above analysis a step further by introducing a figure of merit, the
modulation efficiency (ME), which gives an indication of the charge control limited fT as a
function of sheet density, no. In this paper, the effect of each epilayer design parameter on the
ME is studied via a numerical charge control model which incorporates Fermi-Dirac statistics and
Al composition dependent donor energies [6]. It is found that at room temperature, unlike 77K
where the depletion approximation is more valid, ME is very sensitive to epilayer design.

We define the modulation efficiency as the ratio of 2DEG capacitance to total capacitance
for the 1-D system extending from the gate to the buffer/substrate interface. The classical model
used to calculated electron densities was found to give excellent agreement with
quantum-mechanical calculations by Vinter [7] as predicted by Yoshida [8]. Agreement with
experimentally measured capacitance was also obtained [9]. Although two dimensional effects

such as the variation in channel potential and real space transfer are ignored by such an analysis,
the ME calculated by this procedure represents a best case result. If the electrons entering the
charge control region under the gate (i.e. those electrons at the source end of the gate) cannot be
modulated efficiently or are present in the supply layer in excess number, then the situation can . -

only be worsened as the carriers are heated. The correlation between fT and ME is best illustrated
by a using the short channel approximation, neglecting carrier heating, and assuming an electron
velocity that is independent of sheet concentration:

gm Veff 2DEG/g veff ME
fT - 2nt Cg 2 7 dQtot/dVg 2n IN

Obviously, these simplistic assumptions will not hold under all device operating conditions.
However, ME will always retain its degrading effect on fT and the therefore optimization of ME
is thus a minimum design objective.

Figure 1 shows the effect of the aluminum mole fraction on ME. Note that the curve
representing 77K operation is almost box-like. In the limit of zero temperature (an impossibility
due to carrier heating) the depletion approximation is accurate and the ME vs. ns curve would
have an exact box form. ME degradation increases as the difference between donor energy and
the GaAs conduction band energy at the interface (AEC-Ed), as measured in thermal volts, is
decreased. Since this quantity saturates near 30% Al composition, further improvement in ME
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cannot be obtained by varying this parameter. This plot also illustrates the ME consequences of
avoiding low temperature operation or reducing Al concentration in an attempt to avoid light
sensitivity. Figure 2 shows the effect of spacer layer thickness on ME. Thus it suggests that
variations in the designed spacer may be responsible for the wide range of fT values reported in
the literature for submicron gate MODFET's. For example, if the device is biased for a ns of
6xl0 11 cm 2 ,changing form a 15A spacer to a 45A spacer will reduce ME by more than a factor
of 2. The effect of varying other design parameters and the optimization of ME will be discussed
in the conference presentation.

We have shown that numerical simulation of the ME of the MODFET can be a powerful
tool for understanding the high frequency limitations due to charge control and optimizing the
device's epilayer design.
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Characteristics of Shielded Microstrip Lines
on GaAs-Si at Millimeter-Wave Frequencies

N.I. Aksun and II. Nlorko,

.j.

University of Illinois at Urbana Champaign
Coordinated Science I .aboratorv

1101 "W. Springfield Avenue --,e
Urbana. 11. 61801

The advantages of GaAs on Si technology have stimulated a great deal of interest [1]. [21.
Although Si was studied extensively as the substrate material for microwave monolithic integra-
tion because of its high thermal conductivity, well established technology, mechanical strength.
and availability in larger diameter [31 [5]. it lacks millimeter wave three terminal devices which is
now afforded with GaAs on Si [6]. Dielectric losses in GaAs on S.t however. must be small in order
for this composite technology to be practical. We have thus undertaken a theoretical study of the
shielded microstrip lines on GaAs on Si up to 100 (;llz for various parameters in Si and GaAs.

In order to show that GaAs layers grown on Si do not allect Lonsiderablv the insulating qual .
ity of high resistivity Si. the dielectric losses in Ga -\s. Si. and GaAs on Si materials have been
investigated and compared. In this study, they are used as substrates for the shielded microstrip
structure with 50 D characteristic impedance. Ihe results show an', loss is dominated by the GaAs
layer when high resistivity Si is used.

The characteristics of a shielded microstrip line with double liver substrate ,kere inestigated
by using the spectral domain analysis [7]. [8]. After having Iound the propagation constant and the
field components in each layer. lEq. 1 and q. 2 were used to Lakulate the characteristic impedance
and the dielectric loss, respectively [91.

2RefJ\nF a,ds
Z,, - % (1)

o(tan8 i r i 'ds

0= (2)NRe. f UU1 a'd -

This dielectric loss caiculation assumes that the loss tangents of the diele, trit materials being used
are sufficiently small. Data were obtained for dillerent thitknesses and resNstjjitles of( Ga-s o\.er
layers. and typiaal results are shown in I ig I and I ig 2, I rom Ihe figures, one an ionclude that
a) the resistivity of the substrate material ,. ill not be dferadted konsiderably if the resistik. ,i of
(;aAs overlay material is less than that of Si substrate pro,, idel that the thickness of the o'.erlay
material is relatively small. b) the equialent resistri'it of the entire structure can bw higher than
that of the Si substrate depending upon the (;aAs otverla'er t ikne.s when the high resisti . tv

* (;aAs overlay material is used.

-In conclusion, we have investigated the dielettrit loss in (;aAts on Si material as substrate for
microstrip line and we have found that (a..As oierlav material mntdilies the resist ivit ' of the entire
structure depending upon its thiLkness and resisti',, t relati'.e to those of Si material. As far as the

" dielectric loss is concerned. by using high resislit,, (aAs o\.erlaver on Si. the dielettrit. loss (,an be
reduced. So it may be concluded that this com bination oilers ex iting possibilities for monolithit
microwave and millimeter- wave integration
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Nonequilibrium Phonons and Disorder in A1xGa 1 _,As

J.A. Kash, J.C. Tsang, and S.S. Jha*

IBM Thomas J. Watson Research Center
Yorktown Heights, New York 10598

Despite alloy disorder, picosecond Raman measurements show significant nonequilibrium
phonon effects in Al Gaj_1 As. The virtual crystal approximation is demonstrated to apply.
Implications for heterojunction devices are considered.

In polar semiconductors like GaAs, the Frohlich interaction between hot carriers and
LO phonons is the dominant mechanism for carrier cooling'. Because of the long wave-
length character of the coupling, LO phonons of small wavevector are preferentially gener-
ated, resulting in a hot LO phonon distribution strongly peaked at small wavevectors. As a
result, a large excess phonon population can build up in these small wavevector modes,
leading to the so-called "hot phonon" effects 2 which may play an important role in carrier
cooling in high mobility devices.

The generation and decay of nonequilibrium phonons is well understood in GaAs.
However, heterojunction devices consisting of both binary semiconductors like GaAs and
ternary alloys like AGa._XAs are of considerable technological interest. The random sub-
stitution of aluminum and gallium on the crystal lattice can lead to important alloy disorder
effects in the phonon spectrum 3,4. First, instead of a single LO phonon mode, there are now
two modes. One is near the GaAs LO phonon frequency (the "GaAs-like" mode), while -'
the other is near the AlAs LO frequency (the "AlAs-like" mode). Compared to the binary
materials, the cw Raman spectrum of both LO phonon lines in the alloy are broader and
asymmetric. This observation has been interpreted as an uncertainty in wavevector for the
LO phonon caused by alloy disorder. The concept of a phonon correlation length L, has
been introduced, which is the inverse of the wavevector uncertainty. LC is typically 5 - 10
nm. The volume in k-space of the wavevector uncertainty in A[ Ga,_.As therefore exceeds
(by several orders of magnitude) the volume which is populated by nopequilibrium phonons
in GaAs. One might expect that the uncertainty would increase the k-spare populated by
nonequilibrium phonons, thus decreasing the peak mode occupancy An(k) of any given
phonon mode. Alternatively, the wavevector uncertainty might correspond to an inelastic ". '"
scattering mechanism which greatly shortens the lifetime TLO of the LO phonons. Either
of these effects would greatly reduce the role played by hot phonons in carrier cooling, and
thus would have important implications in devices containing semiconductor alloys. A re- 7',
lated question is the relative strength of the Frohlich interaction for the two LO modes in
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AlGa.,As. If there is substantial interaction between carriers and the AlAs-like mode, the
nonequilibrium population of GaAs-like LO phonons would be reduced, again reducing the
importance of hot phonon effects.

To investigate these questions, we have studied nonequilibrium phonon production in
AkGa.As by picosecond pump-probe Raman scattering5 ,6. We first compare nonequilib-
rium phonon production in GaAs to the GaAs-like LO phonon mode in Al.Ga 1.4 As. Sur-
prisingly, as shown in Fig. 1, both An(k) and T'LO are basically the same in AkGa .. As as in
GaAs. We typically find An(k) "- 0.05, while the room temperature phonon lifetime re-
mains at about 3.5 psec. Figure 2 compares the relative efficiency of nonequilibrium
phonon production for the AlAs-like mode compared to the GaAs-like mode. From such
curves, we are able to deduce that the lifetime of the AlAs-like mode is still about 3.5 psec,
even though the phonon linewidth has increased by a factor of two. We also find that less
than 20% of the nonequilibrium phonons are AJAs-like in A10.24Ga 0O7 6As. For smaller
values of x, still fewer AlAs-like phonons are produced.

These results suggest that nonequilibrium phonon dynamics in Al Ga 1.1 As are not sub-
stantially different than in GaAs. That is, the virtual crystal approximation is valid. To
understand why the wavevector broadening observed in cw Raman scattering has little ef-

fect on the hot phonon population, we have theoretically examined the Frthlich coupling
for the case of a semiconductor alloy. We calculate the Fr~hlich matrix elements for the

GaAs-like and AlAs-like modes, and find that the coupling for the AlAs-like mode is small
for small x. Furthermore, if the concept of the correlation length is carefully introduced
properly, one can account for both the observed broadening in cw Raman scattering and the

substantial hot phonon effects observed in our transient measurements.
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Figure 1. Room temperature nonequilibrium phonon kinetics for LO phonons in GaAs

(filled circles), and the GaAs-like LO phonon in Alo.24Gao.76As (open circles). Laser

wavelength is 580nm for GaAs, 567nm for Al0 .25Ga 0.76As. Pulse width in both cases is 0.7

psec (autocorrelation FWH1M). Risetime differences result from differences in bandgap.
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Figure 2. Picosecond Raman scattering from room temperature A.lGa,.XAs excited by
5 psec (autocorrelation FWHM) pulses at 567nm. Dashed curves are spectra from thermal
phonons, excited when the probe preceeds the pump by 10 psec. Solid curves are the ad-
ditional scattering (multiplied by 5) due to nonequilibrium phonons when the probe follows

the pump by 2 psec. The slight frequency shift between thermal and nonequilibrium

phonons is due to a slight LO phonon-plasmon coupling at our injected carrier concen-

tration of about 1017 cm - 3.
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Investigation of Photoconductive Picosecond Microstripline

Switches on Self-Implanted Silicon on Sapphire (SOS)
P. Polak-Dingels and G. Burdge
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Chi H. Lee
Department of Electrical Engineering
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A.C. Seabaugh, R.T. Brundage, M.I. Bell, and J. Albers
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Optoelectronic switches, fabricated on amorphous- and implantation-damaged
semiconductor thin films, have proven to be among the fastest of the picosecond photo-
conductors, with switching times less than 50 ps [1]. Ion implantation offers i systematic
way to vary the disorder of materials from partially damaged to amorphous. With such
materials, the relationship between implantation damage and carrier transport can be ex-
plored. Smith and Auston measured the dose dependence of the picosecond photoresponse
for oxygen implanted into SOS, reporting an excess carrier lifetime of less than 10 ps 12j.
Because oxygen itself may alter the material properties in addition to damaging the crys-
tal, we have studied the photoresponse of Si-implanted SOS. The transport properties as
a function of device gap length and bias voltage were measured. Raman scattering and
resistivity measurements were made to characterize the material and were compared with
the photoconductivity data.

The Monte Carlo code TRIM (TRansport of Ions in Matter) of Biersack and Hagg-
mark, modified by Albers [3] to estimate the damage distribution created by the implant,
was used in choosing the implant energy and doses. The critical amorphization dose, i.e.,
the dose at which the crystal transforms to an amorphous state, is estimated to occur
when the energy deposited in the lattice exceeds 6 x 1023 eV/cm3 [4]. For a 270-keV Si
self-implant, the critical amorphization dose in the 0.6-pim Si layer is 1.3 x 104 cm - .
Implant fluences were chosen to cover the range from above to below this value.

The device design, similar to that introduced by Auston [1], consisted of two
photoconductive switches. One switch, connected to the bias voltage, functions as a pulse 4-

generator, and the second switch, connected to the lock-in amplifier, acts as a sampling -4

gate. Planar 50-fl microstriplines, 450 gin wide, were deposited on a 0.6-jum Si layer with
a 0.457-mm (18-mil) thick sapphire substrate. The metallization for the striplines was :-
Ti/Au, formed by an oxide-enhanced lift-off process. Gold was then deposited on the back
surface of the wafer and the metaiiization sintered at 300'C for 30 minutes. Three different
device sets were fabricated with gap lengths of 2, 5, and 10 /Lm.

Implantation was performed at room temperature, after the metallization, with the
beam current kept below 3 uA to minimize sample heating. The implantation Pfuences were
1013, 1014, and 105 cm', a range predicted to produce naterial varying from damaged
to amorphous. To check for possible contamination by nitrogen or carbon monoxide,
which have the sar.ie mass as the usual implant species " 8Si, one device ( 1 0 13 cm 2)

was implanted with "Si. After implantation, the devices were mounted on brass blocks
using K connectors to minimize reflections. Using a network analyzer, we tested the rf '4.

performance of the packaged devices up to 20 Gliz. The packages were limited by the
frequency characteristics of the K connectors to about 20 Gliz. 4,,
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Picosecond photoconductivity measurements were made by the cross-correlation
technique developed by Auston [1. The laser system consisted of a dye ]aser synchronously
pumped by the frequency doubled output of a cw mode-locked Nd:YAG laser. The pulse
train had a repetition rate of 100 MHz, a pulse duration of 3 ps, and an average power
of 120 mW. The output of the dye laser was split into two beams; one illuminated the
sampling gate while the other passed through a variable delay line before illuminating the
pulse generator. A stepper motor varied the length of the delay line in steps of 0.4 Am over
a total travel distance of 5 cm. The optical pulse train illuminating the pulse generator
was chopped at 74 Hz, and the resultant signal from the sampling gate was fed to the
lock-in amplifier.

Picosecond cross-correlation measurements show no change in pulse width as the
bias voltage is varied. We conclude that the primary influence on the pulse width is the
excess carrier lifetime, with no measurable contribution from the transit time. There was
no difference between the response of the 28 Si- and 29Si-damaged samples; both samples
with implant fluences of 10'3 cm - ' have carrier lifetimes of 12 ps. At a higher fluence
level of 10 14 cm - 2 , the carrier lifetime decreases to 9 ps. Samples damaged with a fluence
of 101 5 cm - 2 showed no further decrease in carrier lifetime.

Raman scattering measurements were made using the 514.5-nm Ar+ laser line in a
back-scattering geometry. No variation between the spectra was observed at fluence levels
of 1013 and 101 cm - 2 for either the 28Si or 29Si implants. However, at 1015 cm- , the
optic phonon peak broadened somewhat, with increased scattering in the low frequency
wing, indicating the onset of a crystalline-to-amorphous transition.

The resistivity of samples damaged with 2 Si at fluences of 101 to 1015 cm - was
measured by the van der Pauw method. After implantation at a dose of 102 cm - 2 , the
resistivity increased from a 50 fl-cm unimplanted value to 104 nl-cm. The resistivity peaks
at a fluence of 1014 cm - 2 and then decreases with increasing fluence. This decrease in
resistivity with increasing implant dose is similar to that reported for amorphous Si with
an increase in dangling bond density [5]. The resistivity of the 2 9 Si sample is comparable
to that of the "Si sample.

In summary, we have measured picosecond photoconductivity on self-implanted
SOS over an implant fluence range of 1013 to 1015 cm - '. The photoconductive response
time decreases only slightly for implant fluences varying over three orders of magnitude.
There is no change in the Raman spectrum up to implant fluences of 1015 cm - 2 , where
th :e appears a small amorphous-like component to the optic phonon peak. The highest
resistivity occurred at an implant fluence of 10" cin - 2 Work is now in progress on
samples at a higher fluence level in order to determine the effect of aniorphization on the
photoccrnductive response.
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Hitherto optically activated switches consist of a gap between two metallic

contact pads on a semiconductor substrate (fig.la). To gain a low "On"-

resistance a focused laser beam of relatively high intensity has to be

applied.

.

a. ~-single-gap striictozre

-lnterdigitaited structure

Fig. I Detector structures

Aspiring a higher "On"-conductivitv without the use of an iocr.'i,,d Iiit

power leads to the development of an interdigitated str xture Sh,wii In

fig. Ib). That is necessary, beca ase Iinear condict ion ch,ar k-teri st i-. s

depend on the demand that only the carr ie-r I i fet Ime is det,.rM I IA tiv' . ',)-

cerning thle time behaviour. Therefore the length 1 should u, t tai h,, a-.

minimal value.

W,

active area"-,',,
EV

-- 4-

E "-"- L E.. .

A-.

contact pads

Fig.2: The detector and its dimensions

The calculation of the change in conductivity (6 G) for the single gap

structure (AGa) and the interdigitated structure (A Gb) results in: .-..
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(1) aLGa e(+) (1-R) E (1 12/1)

a

and 'p

b ~i ~ b

with the reflection coefficient R, lightpulse energy E, photon energy hv,

the mobilitles p  and the area of the detector not covered by fingers

A Resuming the same irradiated area it can be noticed that the inter- ..

dig tated structure is advantageous.

rig.3 The detcctor in a coplanar system.'4*J

Calculating & Ga and A Gb under the use of realisitic values (E= lOOpi,

6I5mm,p n+p = 100 cm2/Vs) leads to the concILusion that 6 Gb has a va'le

times higger than A Ga. Te small mobilities tland p p are caused ty tin.

implantation of protons to reduce the carrier lifetime. Up to now t. im.

constant of approximately 5ps has been achieved.
This is important because the parasitic capacitances of the n.'v''

conductive detector are of a low value so that the switchilng 1m,
of both structures remain comparable. The pulse widthi of t!i;. Vt-,,
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function shown in fig.4 and measured in an arrangement described in fig.5

is clearly determinatea by the carrier lifetime. 'V

nA

101

20 40 60 Ps

Fig.4 : cross-correlation function i(It)

U4

S(z)

Fig.5: Schematic arrangement for measuring i('-C

The advantage of the f inger structure is obvious: the achievement of a 4-"

higher sensitivity does not influence the switching time. That is interes-

ting concerning the use of semiconductor lasers instead of dye lasers.

Furthermore our aim is to optimize the implantation of the substrate and

thereby the temporal behaviour, whereof an account will be given in the

paper.

% 8%



WEll-1

Carrier Lifetime vs. Ion-Implantation Dose in Silicon on
Sapphire

F. E. Doany, D. Grischkowsky, and C.-C. Chi

IBM T.J.Watson Research Center, P.O.Box 218, Yorktown Heights, NY 10598

The generation of subpicosecond electrical pulses has recently been demonstrated using
fast photoconductive switches driven by short laser pulses [1]. In these measurements V.
electrical pulses on the order of 0.6 ps were obtained by shorting a charged transmission
line fabricated on an ion-implanted silicon-on-sapphire (SOS) wafer. The major factors
determining the shape and duration of these electrical pulses were the laser pulsewidths,
the circuit characteristics of the photoconductive gaps and the transmission line, and the
carrier lifetime of the semiconductor [2]. Since laser pulses shorter than 100 fs are rou-
tinely obtained from colliding-pulse-modelocked dye lasers, the laser pulsewidth can be
made negligible compared to the generated electrical pulse. In addition, the limiting fac- %
tors on the time response due to the circuit reactance may be eliminated if the capacitance
of the generation site is reduced to negligible amounts. Under these conditions the dura-
tion of the electrical pulse would be mainly determined by the carrier lifetime in the ion-
implanted SOS. However, no systematic measurements of this lifetime are available.

In this paper we present measurements of the carrier lifetimes of a systematic series of
SOS samples with increasing amounts of ion implantation. The samples consist of 0.5
jum silicon on sapphire wafers that were implanted with 0 ions of doses ranging from 1.0
x l0'2/cm 2 to 7.5 x 10 1/crn2 at 200 keV (and 100 keV in some cases). The carrier life-
times are measured by time-resolved reflectivity and transmission measurements follow-
ing excitation with femtosecond optical pulses.

The laser source is a compensated colliding-pulse-modelocked dye laser producing 70 fs
pulses at 625 nm (2.0 eV) at a repetition rate of 100 MHz. These pulses are split into two
beams to provide the pump and probe pulses. The average power of the pump beam was
2 mW (20 p1/pulse) and is focused to a diameter of about 10 tm. The probe beam is at-
tenuated to < 0.2 mW and is focused to a diameter of about 5 gm. The polarization of
the probe beam is rotated by 900 to suppress interferences between the two beams on the
sample surface. The pump is incident on the sample at an angle of 300 relative to the
normal while the probe is incident on the opposite side of the normal at an angle of 600.
The pump beam is chopped at 1.0 kHz. Before reaching the sample, the probe beam is
additionally split into two beams: one is reflected off the sample onto a photodiode de-
tector and the second, incident directly onto a matched photodiode, is used as a reference.
The reflection signal is derived as the difference of these two photocurrents and is de-
tected, using a lock-in amplifier, as a function of time delay between the pump and probe
pulses. The sensitivity of our apparatus to changes in the probe beam reflectance is ap-
proximately 1 part in 106.

Without pumping, the reflectivity at normal incidence of the samples used in this study
at 625 nm is relatively constant at a value of 0.2 and increases only slightly at the highest
implantation dose. The absorption, however, increases monotonically from 0.3 at a dose
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1.0 X l012/cm 2 to 0.65 at the highest dose of 7.5 x ltr1C. For the unimplanted SOS

sample the reflectivity and absorption are 0.2 and 0.25 respectively.

Excitation of the silicon with 625 nm optical pulses generates an electron-hole plasma.
The associated index change results in a reflectivity/absorption change. Because the
pump intensities used in this study are 4 to 5 orders of magnitude below the melting
threshold of silicon (ca. 0.1 J/cm 2 ), lattice heating effects are ne-li.ible. Thus,
reflectivity and transmission measurements are representative of carrier recombination
rates.

The change in reflectivity following photoexcitation of two representatise samples is
shown in Figure 1. Figure la was obtained for SOS sample ion-implanted at a dose of 2.0
x 10 5 /cM 2. The smooth curve also shown in Figure la is a convolution of our 0.14 ps
pump/probe instrument response function with a 0.65 ps exponential decay. Figure lb ""
shows similar data obtained at a dose of 1.0 x l0' 3 /ctn ' which is closely simulated by an
exponential decay of 4.8 ps.

Femtosecond resolved reflectivity data was obtained for a series of SOS samples with a
range of implantation doses covering 4 orders of magnitude and also for uniMplanted SOS.
In attempting to interpret these data, each curve was fit to a single exponential decay
time, which varied from >300ps for the unimplanted SOS wafer down to about 600 fs for
the highly implanted samples. These results are summarized in Figure 2. There are two
major regions of interest: the variation of the lifetime at low ion-implantation doses, <
3.0 x 101/cm2, and the lack of dependence at the higher doses, > 1.0 x 1014/ct?2.

At low implant levels, the lifetime decreases linearly with the ion-implantation dose. This
is clearly demonstrated by the fit of the low dose data points in Figure 2 to a slope of
unity. The linear dependence in this region is consistent with recombination rates pro-
portional to the density of "traps" introduced by the ion-implantation. In this case, the
trap density and therefore the carrier lifetime will vary linearly with ion-implantation
level.

The variation of lifetime with implantation dosage saturates at a level 3.0 x 10'4/cm2 ".
Above this dose, the lifetime reaches a limit of 600-700 fs. This lifetime does not vary
even as the implantation dose is increased by more than a factor of 20. These lifetimes
are clearly resolvable by our experimental resolution as evidenced by the <150 fs
risetimes of the data presented in Figure 1. The approximate 000 fs limit is themeforc due
to the response of the semiconductor itself. Possible interpretations of this lack of de-
pendence on ion-implantation level include saturation of effective trap densities and hot
carrier relaxation. Further data, including transmission, power and temperature depend-
ences, will also be presented to clarify the mechanism of the lifetime saturation.

This research was partially supported by the U. S. Office of Naval Research.

1. M.B.Ketchen, D.Grischkowsky, T.C.Chen, C-C.Chi. I.N l)uling, N.1 I ltlas,
I-M.llalbout, J.A.Kash, and G.P.Li, Appl. Phys. lett. 48, 24 (Pl)Sh).
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Picosecond Optoelectronic Switches Using Composite Fleetr,,ni M;latriall
.1
4
*

E.A. Chauchard anti Chi Ii. Lee
Department of Electrical Engineering

University ot Maryland
College Park, MD 20742

V. l)iadiuk and ;.W. Turner

MIT-Lincoln Laboratory
Lexington, MA 02173-0173

Since the discovery of picosecond photoconduct iv i Lv, o 1t) ,l ec t ro i%

switches made from a variety of materials have been stidicd I •.% *Xreat
number of applications have already been recognized and inany,' new teh,1nihqus
depend on the availability of ultrafast (picosecond) devices. The two
switches using composite electronic materials studied in this work are Fe-
doped InGaAs grown on InP substrates and (aAs on a silicon-on-sapphire
(SOS) substrate. The semi-insulating character of the Fe: [n(,o-As; epilay- r
makes it very attractive for fabrication of integrated devices such as PIN
photodetectors and FETs [2 j. This material also exhibits a very high mobi l-
ity (10000 cm2 /Vs) and a photosensitivity extending tp to 1.0S In. The
GaAs on SOS is of interest for the monolithic integration of (;aAs and sili-
con devices where, for example, a GaAs FET could be integrated on a silicon
wafer. This process takes advantage of the mature Si technology and the
availability of low cost, high quality silicon wafers [3 J. There is also
interest for SOS as substrate because it provides better isolation and it

is transparent. The interface silicon-sapphire exhibits a high density of
defects, allowing faster devices to be fabricated. In our experimeunt., the
sapphire substrate was used for mechanical strength. Whatever the
material, the fabrication of a switch by deposition of metal lic electrodes
makes it possible to determine the switch characteristics and possible
applications as well as to test the material optical propertLies.

The study of device speed often reveals several iieiiomn wiicih can
appear as distinct time constants in the observed time wavotnrm. 'ItI,,
a ttribut ion of each of these different t ime constants to a part icil or ;I
is difficult and often inaccurate. One can classify the )hen,;m,,, , ,tt rib-
uting to the speed of the device iii two main categories: Varriot-
bination times (bulk recombinat ion, surface recombi nat ion, Au,i, ,r
recombinat ion, etc.) and effects rel ated to the ,ippli ed e I ect r i,- i ji
(carrier sweep-out). in addition, two other effects can coutributo to t he
observed time waveform: contact fabrication which piva atv I ] br'in ol ttl-"

formation of a Schottky barrier at the metal-semic (l-tct or inr a d
optical intensity which can saturate the switch and lead to siowr lospolse'

times.

This paper presents a study of the effect of applied e lectrir tlld ,n
the speed of the device. We point out the distinction htw, en the t t-1 ue
carrier recombination time, which is independent of tht ticfi, ,ind tli,
carrier sweep-out effect due to the field-induced movemeit of the
carriers. Measurement of the sweep-out t ine a I lows us toa r I ,1 .- t t he
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effective field in the material. Because of the carrier screening of the

field [4], the effective field is much smaller than the field expected from

the applied voltage.

The light source used in this work was a synchronously pumped CW mode-
locked dye laser producing 3 ps pulses at a repetition rate of 100 MHz. The
observations were done with a Tektronix sampling scope and/or using a cross-
correlation technique for waveform sampling.

For Fe:InGaAs, the time response of three switches of different gap
size (3 pm, 10 pm, 20 [an) were studied for an applied voltage varying between
0.2 V and 10 V. Figure I is a plot of the observed decay time constants
which were found to be slower at lower fields. We interpret this fact as
follows. When the applied voltage decreases, the decay time tends towards
the true carrier recombination time. At high fields, the sweep-out of the
carriers in the field accelerates the decay. The true carrier recom-
bination time could be observed at low field for the 2?( tm gap switch and

was found to be 4.5 ns. At I) V bias voltage, the response time of the
switch is decreased to 20) ps. Knowing the mobilities of the carriers as a
function of the electric field and asstiming that the response time
corresponds to the time needed by the carriers to cross the gap, we can
estimate the effective field seen by the carriers. With 1) V bias in the
3 u switch, we find this field to be 27u tines smal11r than the expected

field from the applied voltage. The eftect of the screening of the field
by the carriers is thus very important at this relatively high injection
level. A dependence of the waveform on the type of electrodes deposited on
the switch was also observed.

The GaAs on SOS switch was designed in a cross-shape with two 4 in gaps
in order to be studied by cross-correlation technique. The cross-
correlation result indicates a response time of 19 ps. No dependence on the
applied voltage was observed, showing that the device response time can be
attributed to carrier recombination time only. As the light intensity
illuminating the switch was increased, the device response became slower.
This saturation phenomenon has been explained in 1"

In conclusion, the sweep-out effect can be very important in determining
the speed of a devict, if the carrier recombination time is in the hundreds of
picoseconds range. By applying sufficient field on a slower device, its
response time can be drastically decreased. Other factors such as Light
level and electrode composition Iso have to be taken into account. The
screening of the field by the carriers can be estimated by the method pre-
sented here and was found to decrease the ef fect ive field in the switch by
a factor of up to 270). The fastest switch studied here was the GaAs on
SOS; it exhibits a 19 ps response time.
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Fig. 1: Decay time constant as a function of applied voltage for ;hrem

Fe:lnGaAs switches of different gap size.
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COMPARISON OF SAMPLING
OSCILLOSCOPES WITH < 35 PS

TRANSITION DURATIONS

James R. Andrews, Ph.D.
Picosecond Pulse Labs, Inc.

P.O. Box 44
Boulder, Colorado 80306

U.S.A.

The purpose of this paper is to compare transient responses of
all of the various ultrafast sampling oscilloscopes. This study
was limited to the fastest samplers with transition durations
(10-90% risetimes) of <35 ps and corresponding bandwidths of >10
GHz. It is very important for users of these instruments to
realize that none of them will give the correct answer when
measuring picosecond domain signals. The same pulse signal '-

measured with different samplers will result in different pulse
waveforms as displayed on the CRT's.

Six samplers from four manufacturers were comparod. The
manufacturers were: Hewlett-Packard, Colorado Springs, Colorado;
Tektronix, Beaverton, Oregon; Picosecond Pulse Labs, Boulder,
Colorado and Iwatsu, Tokyo, Japan. The HP samplers were the
Models 1430A and 1430C used with both the 140 series (1411A & A C4
1424A plug-ins) and 180 series (1811A plug-in) oscilloscopes.
The Tek samplers were the S4 and S6 used with the 7000 series
oscilloscopes and the 7S11/7TII or 7S12 plug-ins. The S4 and S6
could also be used with the older 560 series scopes. The PSPL
sampler was a Model S-1430D. PSPL does not manufacture a
complete sampling oscilloscope. The S-1430D sampler is designed
to be used interchangeably with either the HP 140 or 180 series
or Tek 560 or 7000 series sampling oscilloscopes. The Iwatsu
sampler was the SH-4B used with their new SAS-8130 digital
sampling oscilloscope. It can also be used with their SAS-601B ..
oscilloscope.

Two different pulse generators were used. The first was the
fastest tunnel diode we could find. It was an HP1106A powered
by a PSPL TD-1105 Bias Supply. It was specified by HP to have a
nominal 20 ps transition duraton. We estimate that the
particular unit used had a 17 ps transition duration. For the
nanosecond domain comparisons a PSPL 6100 Reference Flat Pulse -.

Generator (RFPG) was used. It produces a very flat, clean step
from 500 mV to 0 V with a 400 ps transition duration. The 6100
RFPG is based upon an NBS RJ:G design.

The collection of photographs in Fig. 1, shows the picosecond
domain transient responses of all of these samplers when driven
by the same HPI106A tunnel diode. The vertical scale is 50
mV/div. The horizontal scale is 20 ps/div. for the top two rows
and 200 ps/div. for the bottom two rows. Fig. 2 shows the
nanosecond domain step responses of the samplers when driven by

92

a..~~~~~~~ %~a .'§N M--,



Hk' 143 -,*

rot-



77177U7IT7 -7 r

4NE-

.44

* usmBomn



WE14-1
A Technique for Wing Suppressed IR Sampling

John Nees and Steve Williamson
Laboratory for Laser Energetics

University of Rochester 1'.

250 East River Road
Rochester, NY 14623

716/275-5101

Short pulses in infrared are useful as in situ probes for devices fabricated on electro-
optic semiconductors like GaAs. 1 Sources of such pulses are under development with
wavelengths extending to 1.6 lam.2 The most prominent technique currently used to
achieve picosecond pulses in the IR is compression of Nd:YAG 1.064 gin in a fiber-
grating pair.3 ,4 It has been shown that propagation of short (100 ps) pulses through long "p

(2 km) lengths of monomode fiber can lead to picosecond pulses with very low energy
outside the central intensity spike. This method of compression makes use of the positive
dispersion available in glass fibers at 1.064 gam. In an effort to extend in situ electro-optic
sampling far below the bandgap of GaAs or to the sample in InP wavelengths longer than
1.35 pam are necessary, but the dispersion in glass fibers also begins to change sign. At
color-center wavelengths from 1.4 to 2.3 lm there is no existing technique for such wing
suppression.

This paper describes experiments demonstrating the feasibility of using optical
frequency doubling as a tool for wing suppression in sampling experiments. The theory is
that short compressed pulses at subbandgap energies which have a significant fraction of
their energy outside the control spike can be used to sample electro-optic semiconductors
provided the energy in the wings is removed before the averaging that occurs in the
photodetectors. This can be accomplished by the intensity dependence of second harmonic

generation (SHG). Since the conversion efficiency, I Iis proportional to I, the energy in the .-

energy in the picosecond intensity spike is efficiently converted to the second harmonic,
while that in the lower intensity wings is left mainly in the fundamental. By detecting the
second harmonic, only the information sampled by the shortest part of the compressed
pulse is averaged by the detectors. Using differential detection, the linearity of the
sampling method can be maintained for small signals.

Using this technique of wing suppresion in a Nd:YAG system with a short (200 m)
fiber a sensitivity of 250 mV in GaAs with 135 p.W of green from 150 mW of IR in 5 mm
KTP is achieved.

Experiments are proceeding to show the actual improvement of temporal resolution "
and to investigate adaptation to a color-center system.

9J
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fIGH sPEm OPT(-IoLATOR FOR RADAR APPLICATIONS

J.P. Anthes and P. Garcia, Sandia National Laboratories

P.O. Box 5800 Alb~uquerque, N@4 87185
K.Y. La and I. Ury, Ortel Corporation

2015 W. Chestnut St., Alhambra, CA 91803

We have designed, fabricated and tested a high speed opto-isolator utilizing
state-of-the-art optoelectronic components operating at frequencies up to 6 GHz.
This opto-isolator will be an indispensible component in modern radar systems and
is used for preventing frequency-pulling of a low power oscillation due to
reflected signals.

The present prototype design incorporated a directly modulated buried

heterostructure GaAlAs laser diodel coupled to a GaAs photodiode detector using a
very short length (1 an) of optical fiber. The key to the design is to maximize
the forward transmission loss (from laser to photodiode) and minimize backward
leakage. The former can be maximized by choosing a highly efficient laser and
detector, a large NA and large core size fiber and appropriately lensing the tips
of the optical fiber, while the latter can be minimized by placing the laser and
photodiode and their associating circuitries into two .separate compartments of a
metallic enclosure. Ideally, the electromagnetic leakage between the two .%
compartments can be made to approach zero if they were placed far apart. But for
reasons of size optical reflection effects on laser characteristics as described
below, they must be placed as close as possible. A conpromise was made such that
the physical separation between the laser and the photodiode is I cm, separated
by a metallic wall 0.3 m thick. A 1 cm fiber of NA 1.5, core size 100 um and

O.D. 140 um guides the laser light into the p*hotodetector. A 250 um hole in the
partition wall allowis the fiber to link the comoets and the hole Is sled bye(,

conductive epoxy after the fiber is in place. The completed assembly is shown in
Figure 1. The laser diode compartment is equipped with a thermistor and a
thermoelectric cooler for temperature stabilization of the laser. The photodiode

sensitive area is 60 um in diameter. Since the fiber core size is 100 urm, a
microlens was formed on the tip of the fiber to focus the light onto the detector
surface.

The laser diode dc injection current versus photod lode output current is shown in
Figure 2. The corresponding photocurrent outlpt signal, when biased at 15 volts,
varied between 0.3 - 2.5 mA. The forvard dc signal transmission was -19.0 dB.
Typical values for quantum efficiency of the laser diode and the photodiode

indicated that the overall optical fiber coupling efficiency was _62%. Also
shown is the effect of changing the photodlode dc bias level. Switching action

was produced based upon the detector-bias dependance of the photodiode '.

sensitivity. When biased at a forward voltage of higher than 1.16 V, the
micr"Mve ,hotocurrent generated by the lamer light was switched off.

Shown in Figure 3 are the typical micitveW scattering (S-parameter) data when
the optical isolator was operated at O-dfm input modulation power. Forward
transmission losses, in the present prototyr, were predominantly due to wide
bandwidth (resistive) impedance matching circuits and intrinsic quantum
efficlencies of the optoelectronic components. These losses can be minimized by
Impedance matching both the laser and the detector at the frequency band of
operation. With the photodiode switched off in the manner described above, the
formard transmission drops to within 5 dB of the reverse leakage over the active :J

frequency bend

A sharp feature Is evident in Figure 3 near 9.3 GHz. This characteristic
frequency is the time reqi uIred for laser light to travel to the fiber end near
the pphtodlode receiver and then back again to the laser diode. A dielectric
entlreflectlon coating on the photodiode surface would reduce the retroreflected
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light intensity by _15 dB and would therefore reduce the effects of optical
resonance. Evidence of a harmonic signature, rear 5 GHz, ws also visible. It ,
is therefore very important that, for operation up to a frequency of x GHz, the
length of the fiber in this optoisolator mist be
<< C/nx where C is the velocity of light and n is the refractive index of
glass. This explains the necessity to brirj the ccnywwnets as close together as

Unwanted rf signals can leak through improperly sealed cracks or holes that
connect the compartments of the optical isolator. The rf power W radiated into
the laser diode compartment through the hole which the fiber passes can be
computed using standard electromagnetic analysis. The results illustrate three
relevant trends: attenuation for present aperture dimensicns was very high (< -

80 dB), small changes in aperture dimensions strongly influence microwave
transmission, and higher microwave frequencies produce higher reverse
tranission. The third point confirms the trend of S data for increasing

freqency shown in Figure 3.

CONCLUSI0 : Overall, the potential for significant device improvements seem
likely. Techniques to improve the value of the forward rf transmission pcr ,'
will focus on improved microwave circuits designed to decrease opto-electronic
losses. It can be even theoretically configured (in an optimized narrow
bandwidth) to exhibit modest rf power gain by carefully matching electrical %
impedances with signal transformers, biasing the receiver photodiode, and
minimizing optical losses at all interfaces. An extended response opto-isolator %
could conceivably operate in the 20-3Kz frequency regime.
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Fig. I Schematic
top view of the
high speed opto-
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Energy Variations in Optical Pulses from
Gain-Switched AIGaAs Diode Lasers

R. T. Hawkins
Tektronix, Inc., P.O. Box 500, Beaverton, OR 97077

J. H. Goll
Tektronix, Inc., P.O. Box 500, Beaverton, OR 97077

N. A. Anheier*
Tektronix, Inc., P.O. Box 500, Beaverton, OR 97077

One method for producing optical pulses as short as <20 ps FWHM with a diode laser is by
gain switching. For such a laser, gain switching is readily achieved by applying an electrical (for-
ward bias) pulse excitation to the diode. The average duration of the resulting optical pulses
depend on the detailed shape of the electrical drive pulse and the dynamic response of the laser
diode (in its package) to that drive pulse. Streak camera measurementsl -2 have demonstrated that
significant temporal substructure is present on the optical pulse, with subpulses of duration below %
10 ps. This substructure changes dramatically from pulse to pulse. Previously reported work on
gain switching of laser diodes has been almost exclusively confined to minimizing the time-
averaged optical pulse duration, spectral width, and time-bandwidth product. An important addi-
tional consideration for ultrafast electro-optical sampling applications is the energy contained in
the optical pulse, which should ideally be large and constant to minimize both shot noise and
averaging time in the optical detection system. Little work has been done heretofore to quantify <-'
the variation in energy of diode laser optical pulses. We present here the results of a series of
measurements of this energy variance in pulses produced by gain switching commercially avail-
able gain guided double heterostructure AIGaAs laser diodes.-%

The measurement apparatus is shown schematically in Figure 1. The gain-switched laser
output was split to allow observation of the temporal structure with a fast photodetector and elec- .- ,

tronic sampling system while simultaneously measuring pulse energy with a charge-coupled de-
vice (CCD). Monitoring the pulse temporal structure was necessary to ensure that only a single
relaxation oscillation was generated by the laser under test. The optical pulses were focussed onto ...

the Tektronix four phase, 96 element linear array CCD to maximize the illumination of a single "-"
well (to minimize the effects of shot noise). The CCD was always operated well below satura-
tion. Individual CCD waveforms were digitized to 10-bit accuracy (no internal averaging) with a
digitizing oscilloscope under computer control. The CCD reset Pulse train was used to provide a
synchronous trigger for the pulse generator and the oscilloscopes. This triggering scheme ninim
ized the timing jitter in the measurement system. It also ensured that charge generated by one
optical pulse could be clocked out of the illuminated region of the CCD before the arrival of the
next pulse. The optical pulse is triggered when no charge is being transferred within the CCD.
Noise due to CCD dark current was found to be less than the digitization noise of the digitizing
oscilloscope. To examine the dependence of variation in laser diode optical pulse energy on vai-
ation in drive pulse energy, a system was added, as shown, to digitize the energy of each electi-
cal drive pulse. .

* Summer Intern, 1985. Present address: Student, Department of Physics and Astronomy, Western Washington
University, Bellingham, WA 98225
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Typical optical pulse energy variation is seen in Figure 2(a), which is a multiple exposure of
the output wavefonn from the illuminated portion of the CCD for nine separate optical pulse
energies. The voltage corresponding to the charge in each well appears as a negative-going
square pulse of -20 pts duration. (Other voltage levels corresponding to CCD charge transfers are
not relevant to this discussion and are not seen above the top of the figure.) The sixth well in the
figure is the target well for the optical pulses. The camera shutter speed was chosen so that there
are -1000 CCD output waveforms for each exposure. Figure 2(b) shows the high speed photo-
detector output that corresponds to the energies labeled '1'-'3' in Figure 2(a). Note the progres-
sion from a single optical pulse ('1') to two optical pulses ('3') in Figure 2(b). The width of the
trace in Figure 2(a) labeled '2', which corresponds to operation at or slightly above threshold for
the second relaxation oscillation, is significantly greater than the width of any other trace. This
shows a local maximum in the variation of the optical pulse energy. Furthermore, at an optical
output energy just below that associated with the initial appearance of the second pulse, a local
minimum in the optical energy variation is seen in the width of the trace between those labeled
'1' and '2' in Figure 2(a). This energy variation behavior was observed for all the diode lasers
tested.

The observed minimum in optical pulse energy variations is well defined. The fast photo-
detector measurements show that this minimum energy fluctuation point occurs just below the
energy at which a second pulse is detectable. Therefore, we define the optical pulse energy at this
minimum variation point as the maximum single pulse energy, and refer to its variation as the
optical pulse energy variation.

In general, lowest energy variation was found to correlate with minimum pulse duration.
Total variation in pulse energy lay in the 2-4% range for all of the lasers tested, with rms energy
variation below 1% for pulses with duration < 60 ps FWHM. No correlation was observed
between variation in the energy of the electronic drive pulse to the laser and variation in optical
pulse energy.

We will discuss the significant increase in the optical pulse energy variation near threshold
for a second relaxation oscillation. In addition, we will discuss the implications of this work on .-.

the production of gain-switched optical pulses with the lowest possible energy variation.
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Characteristics, Packaging and Physics of Ultra
High Speed Diode Lasers and Detectors "

J. E. Bowers and C. A. Burrus
AT&T Bell Laboratories

lHolmdel, New Jersey 07733

Vp

Recently high speed, high power semiconductor lasers with impulse responses ot 13 ps, peak powers
of tens of milliwatts, and modulation capabilities to 40 (ilz have been demonstrated. These small,
efficient sources are useful for fiber optic communications, microwave signal transmission for
instrument, satellite and military applications, and they can serve as convenient benchtop sources for

physics experiments and optical device characterization.

High speed photoconductive detectors and Schottky photodiodes with impulse responses under 5 ps

have been demonstrated. More recently, high speed PIN detectors have been made for use at 1.1 to
1.6 1.m and 1.8 to 2.5 Lm wavelengths, regions important for optical communications using silica
fibers and fluoride glass fibers, respectively. InGaAs detectors have an impulse response under
10 ps and are reasonably efficient (35 percent), making them useful in optical communications,
microwave signal transmission, and the measurement of very low level (0.1 fJ) repetitive signals with

ps time resolution.

Semiconductor lasers can be modulated at rates many orders of magnitude faster than other lasers
because the cavity length (It) 4m) is so short, and the photon lifetime in the cavity is corresponding
short (I I ps). Consequently, the relaxation oscillation frequency

V, -1
"T ph T,,.

can be several tens of GIlz for a photon lifetime (T,) of I ps and an electron lifetime under lasing

conditions (T,', g 'S) Of 100 ps. This has resulted in modulation at rates to 8 Gb/s and 3 clB
bandwidths as high as 31 (Illz in cooled lasers.1 Because of these large modulation bandwidths,
mode locking at rates up to 20 GlIz has been demonstrated. The pulse widths of active and passive
mode locked semiconductor lasers are longer than have been achieved with other lasers. This is not
because the gain bandwidth is narrow; in fact it is 500-1000A in quaternary laser,.. Rather, it is
largely due to the strong gain-phase coupling in the active layer waveguide. This phase distortion
limits the minimum pulse ssidth.

Quaternary semiconductor lasers with output powers of 2W )mW have been demonstrait-d.2 This
power translates to a stimulated e!ectron lifetime of 60 ps and a calculated relaxation (oscillation
frequency of 20 (ill/, although the actual relaxation oscillation frequency may be less due to gain
compression. This effect of gain compression has been inferred from damping of the intensity
modulation response and from measurements of transient chirping in lasers. The same value
(f = 1. - I) m' for 1I 1 m In (YaAsP for a differential gain dependence on photon densit oif

g,' , (I - t-)) is inferred f r1m both measurements, and recent subpicosecond measurements o!
carrier d ,na.,s in (aAs hi, t)nl irmcd it 4.5 |lov%, ver, furlher mtasL rements a reteeded,
prticularl, on InCiaAs' , ate ttl -1his gain compression results in an ultimate maximum relaxaliOn
oscilation frequetncv, given h,,
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For single longitudinal mode GaAs and InGaAsP lasers, this limit is on the order ol 20 GIllz

(maximum 3 dB bandwidth -\IV + V2 x 20 Gl Iz = 30 GIlz).

Achieving such bandwidths requires optimization of the laser structure to provide a high photon
density with low parasitics, namely a low series resistance and a low parasitic capacitance due to
bonding pads and current confinement. Several structures have been demonstrated with at
capacitance of 3 pF or less, and these structures will be compared. It is obviously important to
package the device with low parasitic connections. Coaxial K connector (over moded at 46 (;1 ilz) and
microwave waveguide packages will be described.

GaAs Schottkv diodes6 and InGaAs p-i-n detectors 7 '8 with bandwidths of 100 and 67 (iiiz,
respectively, have been demonstrated. The main limitations to the speed are (1) the transit time
across the depleted region, (2) the capacitance of the diode, (3) diffusion of carriers out of absorbing
but undepleted regions and (4) charge trapping at hctLrojunction interfaces. The capacitance can be
reduced by making detectors with small area (which, even for the highest speed detectors, is still
comparable in size to the output of a single mode fiber). Diffusion current can be reduced by the use '
of high doping outside the depleted region or larger bandgap cladding layers (to make the undepleted
region transparent). Charge trapping can be reduced by grading the heterojunctions. The transit
time limitation forces the depleted layer to be thin, which causes a reduced quantum efficiency. The .
bandwidth efficiency product of detectors in this limit (uL<< 1) is

fjd11l : 0.44 a v,

's here oIs the ;thsmiltimi~ coefficient and v, is the satuirated carrier velocity. This limit is
theorctical, 40( il I,/r ln I;TaAs detectors at 1.3 tim. The measured bandwidth effici ncy products
for the Ga,,s ScI ttkv hiodC and In( aAs pin described above are 5 and 27 (31 z. "

The bandx idth efficiency limit occur,, because the light absorption and current coilection directions
are parallel. Vhe use of edge absorbing or waveguide detectors, where the light propagation
direction and carrier transit direction are perpendicular, allows simultaneous short transit times and
long absorption lengths. We will describe such waveguide devices in InGaAsP that have high speed
and high efficiency, even at zero bias, since the absorbing layer is fully depleted at zero bias.

The packaging of high speed detectors often limits the response time. Parasitic capacitance is more
detrimental to detectors than to scmiconnector lasers, because the impedance of a laser is only a few
ohms while the effective load seen by the detector is typically 501 - and can be even higher in
microwave waveguide circuits. We will describe coaxial K-connector nmounting, microwave
waveguide mounting (K and U bands) and coplanar waveguide connections

Much of this work was done in collaboration with P. M. Downey, 13. R Ilemen,*way, W. J. Jan,
R. S. Tucker and I). P. Wilt.
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Frequency Chirping in Pulse Modulated Gain and Real
Index Guided Single Quantum Well Lasers

A. Larsson and P. Andersson
Department of Electrical Measurements

Chalmers University of Technology
S-412 96 Gothenburg, Sweden 1

A. Yariv
Department of Applied Physics

California Institute of Techrnolog,
Pasadena, CA 91125, USA

Directly modulated semiconductor lasers exhiLit a dynamic
frequency shift (chirp) which limits the performance of
fiber-optical systems using dispersive fibers. This chirp is
due to a carrier induced change in the refractive index.
Both theoretical [1] and experimental [2] investigations
show that the change in refractive index of the guided mode
varies linearly with the optical confinement factor. It has
also been shown [3] that the time-bandwidth product (TBP' ,
which we use us a measure of the frequency chirp, of a
linearly chirped Gaussian pulse is given by

.4.P
T BP : t" f = 0 .4 4 /I + 211 ,

ef f

where c(e  is the effective linewidth enhancement factor as
seton by He propagating mode. Consequently the TPP is
directly related to (S. These considerations suggest that
semiconductor lasers aving single quantum well (SQW) active
layers would exhibit a small frequency chirp since these
lasers have a small optical confinement factor and a
predicted small c( of the active layer [4].

In this paper we present results from an experimental inves-
tigation of the frequency chirping in pulse modulated gain
and real index guided SQW lasers.

The lasers used are graded index waveguide separate confine-
ment heterostructure single quantum well (GRIN-SCH SQW)
GaAs/AlGaAs lasers. The real index guided laser is a ridae
waveguide laser fabricated by us from a low threshold
current density (300 A/cm 2 for a 500 pm long cavity) MBE-
grown wafer with an active layer thickness of 60 A. The gain
guided laser is a commercial GRIN-SCH SQW laser (Thomson
CSF, SE-1000) with a narrow stripe defined by shallow proton
implantation and an active layer thickness of 100 A. Both
lasers have a 0.4 pm thick waveguide region and similar Al-
mole fractions.

The TBP:s are measured using an interferometric technique
[5]. The experimental setup is shown in Fig. 1. The modula-
tion consists of short electrical pulss with a repetition .4

frequency of 1 G~lz, superimposed on a bias current around
threshold. The fringe pattern from the interferometer gives
the field autocorrelation function kACF) of the radiation.
From this ACF the frequency power spectrum can be obtained
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by Fourier transformation. The pulsewidth is measured using
second harmonic generation. Finally, the TBP is obtained by
multiplying the power spectrum and the pulsewidth FWHM. As
an example, we show in Fig. 2a a measured modulus of the ACF
for a pulsed ridge waveguide SQW laser. The corresponding .
power spectrum, calculated by FFT, is shown in Fig. 2b.

In Fig. 3 we present results from the TBP-measurements for
different bias and modulation conditions. Results from meas-
urements on other lasers are also indicated for comparison
(6]. Here we notice a significant difference in the chirping
behavior between gain and real index guided SQW lasers. we
also notice a comparably small chirp in the real index
guided SW laser. The estimated effective d-parameters using e%

eq. (1) for the SQW lasers are 4.2 and 16 for the real index
guided and the gain guided laser, respectively. The latter
is the highest value yet observed for semiconductor lasers.
A notable feature of the gain guided SQW laser is that for
high modulation amplitudes, the total chirp exceeds the
longitudinal mode spacing. Consequently, the chirp bandwidth
can only be assigned a minimum value equal to the mode spac-
ing as indicated in Fig. 3a.

Our results support the theoretically predicted laser struc-
ture dependence of d% [7]. Here it was suggested tiat in real
index guided lasers the effective c(, C(f6, is close to the
intrinsic c( of the active laIer ca. In gain guided lasers,
however Cf can be substanlav larger than a. The car-
rier induc change in the refrac ive modal index, which
determines the complex propagation constant of the optical
mode, is therefore larger in gain guided lasers than in real .,.

index guided lasers. We conclude that the guiding mechanism
is of primary importance for designing lasers with small
dynamic frequency shifts. The effect of modifying the active
layer, using quantum wells (small intrinsic c), becomes
apparent only when real index guiding is present.
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InP/GaInAs/InP PIN Photodiode with FWII1 J_8 ps

S.Y. Wang, K.W. (Carey aid .iL. Koljiw:
Hewlett-Packard Laboratories, 1651 Page Mil I?(ad

Palo Alto, (Ca. 9.1301

iritroduct ion:
High speed optical detectors iii the 1.3-1.55 ui wavelengtli range are required ftor a new
generation of microwave-optical instruments to characterize high data rate systeiis, nili
crowave transmission via lightwave, and other applications requiring true replication of the
modulation signal. Front-side illuminated photodiodes have an advantage ovei bac k-side
illuminated devices in simplicity of packaging. In addition, thl transit tine of the photo
carriers is determined by electrons rather t hau l)y holes as for backside ill, inii,,1,. d(,vid ,ey .,
fabricated on n-type substrates. The speed of response of the double hieterostrcture plio-
todiode is wavelength independent since photocarriers call only be gei-crated in the t-layef
which is fully depleted. For single heterostructure backside illmijated phiotodiodes wit '
p-GalnAs, the speed response degrades as the wavelength increases since pfhotm arriers
can be generated in the low field p-layer resulting in carrier diffussion . Ior high speed
operation of the device, the i-layer thickness is selected such that the device is tralnsit t]lle
limited and is of the order of one absorption length. However one l)oteiltial ,ibstaclc exists,
that could degrade the speed of a front-s :  illuminated device, ai(l that i.s the t rapping
of holes at the discontinuity in the valance .nd between tlie fill' and (GaI.As. 'I'lie etfec t "
of hole trapping was not evident in the result of Susa et alil which utilized a separate
absorption and multiplication (SAM) structure for a front-side illuninated avalan ifi plo-
todiode. This suggests that the quality of interface could play a doninant, role in the
transit time at heterojunction interfaces.

Stlct-tictre:
The potodiod is a 1) - N mesa structure whose cross-section is shwn iii Iii ) rei I . ().'
aii N1 (100) S-doped InP substrate, an undoped GaInAs lattice niatclid la\ er 1.5 pm Illhii k
an] then a Zn doped InP window layer 1.0 pm thick are grown by organ'o nntallic vapor
phase epitaxy (OMVPE). The photosensitive area is circular iil geot net ry wit h a diatiti et er
of 25 pt ini contact with a 25 jon bond pad. T11.., 1-cofntact etallizat iri i. 'l'i A i ,n the
fiont surface and the n-contact is Ni (r-(,e-Au/li-Au on tie back surff,i(c . S ,) \ as u e',-
as an antireflection filmn. The mesa edges were left un pa.ssivatcd. 'hi'. ,,wratin v,,I , .ags
for our devices were less than 1 volts reverse bias. )ark ciurrevit dciisi t wa i , .\ i. W A
at-1 V.

( rowth techique:
The epitaxial layers were growii using (M VPiE at atmosphieric presstire il hi , I tw.!--.
reactor. Trirnethylgalliuin (TMN( ;a) and trirnethylindiuii (Tm IIn) were tIlic >Oi((5 for t lie
group Ill elements, 10% AslI3 iii hydrogei was used as the As smiir< ' iil 1)"i P113 inl ii-
drogen as the P source. lI'he 1-tyte) dopant source was (diethyziic (I)1iZn) aihd t lie arrir
gas was hydrogen. The growtli rates for GalinAs and In]) wer, 1.5 pinh arid (S 1,'11ih,

' respectively.. Other details of the growth of atmosphieric pressure )MNVI'th ( a,,.tIin, A.s.
can be found in puh)lictions by (Carey 121 and Kulo (t alj3j. 'h(, (arrier, .,oieiltrat iou ill '-
lnP is approximately i 101cn ', and the n-(;aliiAs was noniinall\ li d witIi residual
carrier concentrations of •.t i l'cin '. IIsiig high resohltion rr i'.i ,)i electron li-
croscopy the Inl)(subst rate) i; Ili As transil ion is determiiiied to he ahmit 4,iV,) 1ii(44114.i\ rs
(5.8 angst.roins) and tlie transit ion from (;ahlnA.s 'fll' is found to l, e i iti ili(,iiiila',e.,

4• .
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(< 15 angstroms)

High-Speed Measurement Technique and Results:
A pulsed diode laser was used to excite the photodiode whose transient response was mea-
sured on a sampling oscilloscope.
A 1.3 pm diode laser (Hitachi HLP5400) driven by a step recovery diode at 100 MHz was .

used as the optical impulse source. The laser pulses were passed through a low pass filter
to eliminate internally generated second harmonic radiation and were attenuated to less
than 15 microwatts average power before illuminating the photodiode. The photodiode %
output was connected to a Tektronix S-4 sampling head via a short microwave cable (Gor-
tex) for the time domain analysis. The measured temporal response is shown in Figure 2
where the pulse width at full width half maximum is 29 ps. The impulse response of the
S-4 sampling head is 23 ps ; using Gaussian approximation a combined photodiode and
laser pulse width of 17.7 ps is calculated. The photodiode response is therefore < 17.7 ps
or correspondingly - 18 GHz.

Discussion:
We- ave developed front-side illuminated double heterostructure P-1-N mesa
InP/GalnAs/lnP photodiodes with bandwidth in excess of 18 GHz or a FHWM of less
than 18 ps at 1.3 pm wavelength. The device has an external quantum efficiency of greater
than 85% and a dark current density of 6. 10- A cm- 2 at the operating bias of -4 volts.
The bandwidth predicted for our device with the given geometries is 20 GHz taking into
account only the RC time and transit time which agrees well with our observation. The
measured fall time of the photodiode is 31 ps, the slight hump at the trailing edge Figure 2,
may be due to ringing in the laser, reflection, carrier diffusion due to dopant redistribution, ",
or hole trap)ing. This is under further investigation.
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Figure 1: :
Layer structure of the InP/GaInAs/InP front-side illuminated photodiode; the absorbinglayer GalnAs is 1.5 um thick, and the window layer P-InP is 1 ta thick. 1000 A SiO, was
used as antireflection. Photosensitive area is 25 jim in diameter in contact with a 25 , nr-
diameter bondpad.
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Picosecond measurements of gain-switching in a semiconductor laser
driven by ultrashort electrical pulses

P. M. Downey, J. E. Bowers, R. S. Tucker and J. M. Wiesenfeld
AT&T Bell Laboratories, Iolmdel, NJ 07733,.

We report on the temporal profile of optical pulses emitted by a semiconductor laser Ahen
driven by 17 ps electrical pulses. These optical pulses are detected with subpicosecond r
resolution by optical up-conversion sampling[1,2]. The short duration of our electrical pulses
distinguishes this work from previously published reports on gain- switching experiments.
The short electrical pulses enable us to operate in a regime where the optical pulse widths are
limited only by the laser, even when it is biased at threshold. We have investigated how the ',,

risetime, falltime, FWI-M, amplitude and delay time of the gain-switched pulses vary with -

the semiconductor laser's operating conditions (e.g. dc bias current, the width and amplitude
of the driving pulse, and temperature).

A schematic of the experimental configuration is shown in Fig. 1. The timing for the
experiment is established with a CPM ring dye laser which produces a synchronous pair of
beams of 0.3 ps pulses at a wavelength of 0.625 pLm and a pulse repetition rate of 120 Mtlz.
One of the CPM beams is used to trigger the photoconductor circuit which drives the
semiconductor laser. The second CPM beam, which can be delayed with respect to the first.
is mixed with the output of the 1.3 pLm InGaAsP laser by sum-frequency generation in a
U0iIO crystal. The temporal profile of the gain-switched pulses is obtained by monitoring the
resuliing 0.42 pLm light intensity vs. the time delay between the CPM beams. .

......... .... ..
> ..........

CPM DYE LASER > VARIABLE DELAY

_SIX" ' AV.ERG-J.

.LASER DC BIAS CURRENT "SGA A ER Ej

LDAIT

PHOTOCONDUCTOR ........ l P.M

(DRIVING)

CIRCUIT CHOPPER LOCKIN AMPLIFIER

...-...

Figure 1. Schematic diagram of the experimental configuration for measuring gain-
switched pulses.
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The semiconductor laser used was an InGaAsP constricted-mesa laser[3] chosen for its low
capacitance (1 pF), low inductance (.2 nil), short cavity length (110 pLm) and high resonance
frequency (9 GHz at 20 0 C). it is mounted on a cooled copper block containing a Wiltron-
K-connector. The driving circuit consists of a dc biased, radiation-dinmaged InP
photoconductor[4] mounted between the center conductors of a Wiltron coaxial cable. A
cross-correlation measurement of the output electrical pulse of this circuit sampled by a
second picosecond InP photoconductor is shown in Fig. 2, and is characterized by a FWHM
of 17 ps. The duration of this circuit's output pulse is limited by the diameter (and hence the
bandwidth) of the coaxial cable; the photoconductors respond several times faster when
tested with smaller coax. The charge contained in this driving pulse can be deduced from
sampling oscilloscope measurements which indicate 3.0 volt pulses with a FWHM of -50ps.
The waveform of Fig. 2, then, would appear as a 9 volt pulse to a high speed, 50fl load. A e-

low frequency lead is also connected to the output of the driving circuit, allowing us to .-.

independently adjust the amplitudes of the driving pulse and dc bias current through the .
laser.

o6 0,% P5

0 20ps

0
I-

0

~C. -...-.

TIME DELAY

Figure 2. The temporal profile of the electrical pulse used to drive the laser.

A representative set of gain-switched pulse profiles observed for a range of dc bias levels
(both above and below threshold) is shown in Fig. 3. Like all the gain-switched pulses which
we have observed to date, the profiles are asymmetric, with the 10-90% falltime typically %
being 1.5-2 times longer than the 10-90% risetime. The injected carrier density is so large
near threshold that risetimes as short as 10 ps are realized. For a given drive pulse there is
an optimum dc bias level for which the FW11M is minimized; a minimum pulsewidth of 15 ps
was observed for the data set of Fig. 3, at a bias current of 28 mA (the laser's cw threshold
current). When the laser is biased below this current level the laser pulse amplitude
decreases linearly with dc bias, while the pulses broaden and are emitted at progressively
longer delay times. As the dc bias is increased above the threshold current we see a e.
transition from this chiracteristic gain-switching behavior. A few mA above the threshold
current the optical pulses become very insensitive to the dc bias level; the pulse amplitude
decreases by 10%, the FWIIM increases by one ps, and the delay time stays fixed as the bias
current is increased from 32 to 35 mA. For all bias currents studied, the gain-switched pulses
are limited by the dynamics of the semiconductor laser and are inscnsitive to the shape of the
drive pulse.
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28 mA

20 ps
32 mA

L 24 mA

z 22 mA
0 ,...

z . ~ ~2 mA -,:.

*,

TIME DELAY
Figure 3. Temporal profiles of the optical pulses from the laser diode operated at 16 °C
and driven by 360 mA, 17 ps electrical pulses. The curves are labeled with the dc bias level.

Our drive pulses are sufficiently short that their effect on the laser is approxiriately a step
increment in the injected carrier density N. Depending on the dc bias level, the photon
population increases due to spontaneous and/or stimulated emission; this explains the striking
dependence of pulse arrival time on bias below threshold. The risetime on the leading edge
of the pulse is inversely proportional to the difference between the rate of stimulated
emission (which is proportional to N) and the loss rate. During the trailing edge of the
optical pulse, however, this difference is smaller and of opposite sign so the falltime is
correspondingly slower. This qualitative picture explains the asymmetry of the gain-switched
pulses, as well as the dramatic improvement in temporal response (below threshold) with
increasing bias current. Above threshold, stimulated emission immediately diminishes the *'.

step increment in the injected carrier density so the width of the gain-switched pulse slowly
increases and the amplitude decreases with increasing bias current. Computer simulations of
the gain-switched laser show general agreement with the experimental data.
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MESFET Compatible IMSM Detectors 4-

D. L. Rogers

IBM 1.J. Watson Research Center
P.O. Box 21h

Yorktown Heights, NY 1050 r.

Introduction
One of the challenges in using high speed fibei optic links in computer coinrrnicatifir is the re-
covery of the low level, high speed, electrical signals generated in the photoli,)dc. Not linly is high
frequency, low noise amplification needed but a very stnall coupling Iocp between the detector
and amplifier is required to reduce the noise coupled inductively from ncaibV cicuits. Indeed. as
the data rate goes up this noise increases as the square of the frequency.

The monolithic integration of the photo-detector with it's companion amplification .-ii cuits on the
same GaAs chip can greatly reduce these problems creating microscopic coupling loops I he
interdigitated Metal-Semiconductor-Metal detector ' (IMSN1) is an attractivc candidite for use in
such integration due to it's potential compatibility with most GaAs circuit processes and it's po-
tential high performance 2. Indeed previous workers have demonstrated that high performance
detectors of this type can be fabricated on high purity epitaxial buflfer layers alon, with Ni ES1E r .,
preamplifiers 3 but only with the use of a relatively low temperature, non-self -aligncd NIESFElI'
process. On the other hand, detectors fabricated directly on semi-insulating substrates using a
high temperature, self-aligned process have suffered from an undesirable low trequcney gain ..
that would require subsequent equalization for use in any data transmission system. In this paper
we demonstrate the large dark currents and low frequency gain can be greatly reduccd using a
shallow implant under the active area of the detector.

Theory
A number of mechanisms have been offered to explain the gain obsurcd in the: INISNI detector.
These are typically based on a photo-induced carrier injection ot either clectrinri. At the ct thodc
or holes at the anode . Since at first sight the intrinsic nature of the ,ubstrate W(11111 Ipp.l to .".
preclude a sufficient charging of the substrate to account for the fields nccdcd to miduct trnlii g.

several mechanism have been proposed to account for an accumulatioin of charge. Wc ha e 1, 'nd
however that such large fields can be generated simply due to the chrging (it a low densitv (t)
traps by the photo-generated carriers without resort to such mcc-hanisms.

We have calcuated the charging of the su bstrate duIe to rap cha ging and have (ttMid tht char irig .
sufficient to substantually alter the tunneling barrier seen by the electrons and holes. Av.;rning
the photo-generated carriers are trapped at ,a rate detrmined by the ('xpe mic-ntally observed
cross-section for the EL2 trap and assuming that the dctrappmg time is duterminci thermal
excitation and recombination with other holes and elcctrons we have calcullted the trap charging
due to the carriers generated by an incident radiation field. In (,rder ti, do this calculition the sit-
uation in the gap between the fingers of the detector was approximatcd by the gap between two

i semi-infinite conducting planes and the potential anti Greens function lotr this simpler geonitty ...

were calculated using a conformal mapping. 1lransforining to the coordinate system de ind by
these conformal mappings it was possible to reduce the continuity cquations to one dimension en- '

abling their solution. Figure I shows the induced charge density for ;in incident irtliittion flux of
0.005 W/crn2 , and a trap density of I x l",m I which are co)nditionis in which gain has been ob-
served in these detectors. Figure 2 shows thif potential C.iallated using this cham' density Ilor
several different radiation fluxes along a line pmarallel to the sut face () the scinic lii iLt . Notice

. <, ,.+, >-:,.. .: .. *. . - * ** , , . .. .- ,- .. ,
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that the tunneling length at 0.1 eV below the top of the barrier is reduced by a factor of 2 thus
confirming that the trap charging alone can give rise to a modulation of the tunneling barrier.

The degree of substrate charging and band bending illustrated in these calculations would not be
possible in the more conventional type of detector in which the junctions are parallel to the sur-
face. The large amount of tunneling in the IMSM detector is due not only to the large electric
fields near the electrode edges but also to the fact tha t the crowding of field lines at these points
increases the carrier density and thus the trap charging where it has the most etlect on the

tunneling barrier.

Although the bulk trap density can be kept quite low by using high purity substrates and epitaxial
layers, the carriers still suffer the possibility of being trapped at the surface where, c,;peciallv in
GaAs. there is a large density of surface states. Whether the photo-induccd carriers will be
trapped there depends of the details of the electric field in the direction perpendicular to the sur-
face. One way to prevent the attraction of the photo-generated carriers to the surfacc is to create
a thin n doped layer at the surface of the semiconductor with the doping density and thickness
chosen such that the semiconductor remains depleted. As shown in Figure 3, which shows the
effect of such a layer on the band structure perpendicular to the surface, the electrons will be
repelled from the surface in the doped region. On the other hand although the holes will be at-
tracted to the surface in this region they will be repelled from the surface deeper within the
substrate. If the doped layer is kept very thin compared to the absorption depth of the radiation
not only the electrons but all but a small fraction ol the photo-induced holes will be Aso repelled
from the surface. In what follows we will present results on detectors fabricated in this manner.

-'-

Fabrication and Design
The photodetectors described below were fabricated on semi-insukiting GaAs substrates using the
same process that we use to fabricate enhance/deplete IMESFET circuits5 . T[he regions under the
implanted detectors was first implanted with 100 KcV SiF inns with a dose of I .3% l0-m I and
annealed at 850'C for 20 minutes. The surface was then sputter etch cleaned and approximately

2000 Angstroms of Jf'Si0 11 was then deposited and delineated using a subtractive icu.tive ion
etch. Subsequent to these steps the detectors were further subjected to a 800"( anncl ho tO
minutes to activate the contact implants used in the IC process. Detectors were l; t i( ltcd aId pr-
cent to each other on the substrate both with and without the implant. The detctorls dcrTibe.d
below have I micron finger widths with a 2.25 micron space between fingers Tlhvt'I hLt tIMi S' "k-

square and 100 microns on a side. Z

I!

Results
The photodiodes were characteri ed using a probe station cquipped with a fibr (,pt it phi I he
dark current for the detectors was measured at 7 locations oin a 2 inch w:;ltr I ho' ,I k cur rents

were 88 na. with a standard deviation of 40 na. for the un-imnplanteu tclects tlld I I na. with
a standard deviation of 7 na. for the iplanted detectors. Figure 4 iows IV ('iit s tirndel illu-
mination for typical implanted and un-implanted detectors. Ihe optical power incident ,n the
detector is 140 microwatts and the horizontal line labeled I0 in this tigur e r epi "snts the ideal
photocurrent coresponding to an internal quantum efficiency of one, taking into atiunt the light
masked by the metal fingers and the reflection c(cticient at the GaAs-air intcrlace. Clearly the
implanted detectors are demonstrate an internal quantum efficiency %cry d-hoc t(, ten and only

begin to show low frequency gain at bias voltages abmc 7 O h:. ()n the other h.irid the un-

implanted detector shows large amounts of gain above a,,)ut 1 v3
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Conclusion
We have shown that a simple trap induced tunneling mechanism can account for the gainl ob-

served in IMSM detectors and demonstrated that a shallow implanted iegion can be used to

greatly reduce these effects.
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Effects of a Surface Implant
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PICOSECOND OPTICAL AUTOCORRELATION EXPERIMENTS ON FAST PHOTODETECTORS -.

T. F. Carruthers and J. F. Weller
Naval Research Laboratory

Washinqton, D. C. 20375-5000

The nonlinear component of the photoresponse of many optoelectronic
devices can be used to determine their response speeds. The technique is of
value because measurements are performed upon a sinqle device rather than
upon two interconnected devices. Transmission line problems, includinq
bandwidth limitations and spurious siqnals due to reflections and radiated
transients, are therefore avoided, and intrinsic response time measurements are
possible on devices that cannot be paired with a hiqh-speed photodetector in a
larqe-bandwidth circuit.

An experiment consists of delavinq one beam of picosecond optical pulses a time
T with respect to another and choppinq the two beams at different frequencies
f] and f2 ; the beams are focused onto the device beinq studied, and the nonlinear
component of the devices's electrical response at f]-f 2 is detected. The
maqnitude of this response varies with the interval T between the pulses,
ranqing from a maximum mutual effect for T=O to no effect for pulses widely .

separated in time. In the simplest experimental cases such a measurement yields
directly the autocorrelation function of the time response of the device. If
the output of a photodetector is assumed to depend on the instantaneous number
N(t) of photoqenerated carriers, the detected siqnal O(T) at f1 +f2 has been
shown to be

d2 T/ 2 '
Q0t) d(,2 f dt fI(t) I(t+T) (1)(dT/dN)

2  
00 

'

to lowest, order, where I1 and 12 are the siqnals qenerated by the two pulse
trains. dI/dN and d21/dN 2 are coefficients in the Taylor expansion of 1(N)
and are assumed to contribute no time dependence of their own. A response
faster than 2.5 ps has been measured in this manner for a hiqh-speed
photodiode l,2.

Fiqure I compares the two-qap cross correlation and sinqle qap nonlinear
autocorrelation responses of a planar photoconductive correlation circuit
consistinq of qaps In microstrip lines on an ion-bombarded InP substrate: the
circuit confiqurations are sketched in the insets in the fiqure. The response
speeds of about 20 ps measured with the two techniques are essentially equal.
The two-qap measurement exhibits a peak at a relative time delay of 70 ps due to
the reflection of the initial transient from the end of the microstrip line; the
reflected siqnal is not visible in the sinqle-qap experiment. A slowly varyinq
backqround Is observed with all planar photoconductors and is tentatively
attributed to the trappinq of charqe in the semiconductor.

Similar experiments were performed on a hiqher speed ion-bombarded InP
correlation circuit; the results of a sinqle-qap measurement are presented In
Fiq. 2. This device has been demonstrated to possess a subpicosecond free 0
carrier lifetime, but its siqnal in a two-qap cross-correlation measurement is -
broadened by circuit capacitance and is obscured by reflections of and
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electromagnetic radiation from the initial transient3.

The measured FWHM of 8.0 ps is slower than the known device speed, but the
trace is completely free of spurious signals and exhibits an excellent
signal-to-noise ratio. The reason for the broadeninq of the autocorrelation
signal is not immediately apparent, since faster responses have been observed
in other systems.

The single qap measurements are free from spurious signals simply because
the bias across the qap is much greater than any reflected or radiated ',-V
transient. In the two-qap sampling process the unbiased second qap samples thp
propagating pulse transient generated by the first. qap: the spurious signals
can easily be of the same order of maqnitude as the initial transient.

Deviations from the simple behavior described by Eq. (1) have been observed
in more complicated physical systems. Figure 3 presents the nonlinear response
of a nominally 20 GHz GaAs epitaxiallv qrown Schottky-barrier photodiode 4 at a
series of incident optical energies Wont; the scale of the vertical axis
increases proportionately with Wop t. The central peak corresponds to a
mutually attenuating effect of the pulses upon one another and is attributed
to a lower charge collection efficiency due to decreased fields in the active
region of the device. A delayed change in sign, indicatinq that an optical
pulse eventually enhances the device's response to a subsequent pulse.
increases strongly with the number of injected carriers. We now attribute
this phenomenon to the storage of minority carriers in the diode's epilaver5 and
a consequent time-dependent change in the operating characteristics of the
device.

The authors are indebted to P. M. Downey for providing thp subDicosecond
InP autocorrelator circuit. The GaAs photodiode is on loan to us from
Hewlett-Packard Laboratories.

1. T. F. Carruthers and J. F. Weller, Appl. Phys. Lett. 48, 460 (1986).
2. T. F. Carruthers and J. F. Weller, in tltrafast Phenomena V -

(Sprinqer-Verlaq, New York, 1986), to be published.
3. J. R. Karin, P. M. Downey, and R. J. Martin. IEEE J. Quantum Electron.

OE-22, 677 (1986).
4. S. Y. Wang and 0. M. Bloom, Electron. Lett. 19, 554 (19831).
5. 0. L. Scharfetter, Solid-State Electron. 8. 299 (1965). 'N4%
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Direct Subpicosecond Measurement of Carrier Mobility
of Photoexcited Electrons in GaAs

M.C. Nuss and D.H. Auston
A T&T Bell Laboratories, 600 Mountain .A venue, Murray 1Hll, AV 07974

The dynamics of hot photoexcited or injected carriers in semiconductors has heen
studied extensively with picosecond and femtosecond optical pulses[l]. On :"
subpicosecond time scale, both absorption saturation[21 and photoluminesren --
techniques[3] were employed to trace the relaxation of the initial nonequilibriu.iin
distribution of carriers after their injection. These techniques have in common, that
they probe the carrier distribution in the bands, but not the actual time depenlent.
transport properties like mobility or drift velocity. These in turn are the import :,.it
parameters for high speed devices like hot electron transistors. On the other hand. No -
electron transport in semiconductors has been investigated by microwave conductivity ''
measurements and microwave time-of-flight techniques. However, the time resolution
of the existing microwave sources is not high enough to observe transient transport
phenomena on a picosecond or even femtosecond time scale.

We have developed a technique using both femtosecond optical and electrical pukese to ,
study the transport parameters of photoinjected carriers in Gaoks. The technique ,,an.
be regarded as an extension of the microwave conductivity method into the
subpicosecond time domain, but now, carriers can be injected in synchronism with the
electrical probing pulse and hot carrier relaxation and transport phenomena can he
studied with subpicosecond time resolution. The measurement technique is non-
contacting and does not require electrodes on the sample. Thus, for the first tin. we
can measure the conductivity of a hot electron gas for the first few picoseconds after
carrier injection.

Our technique uses femtosecond electrical pu!ses generated by optical rectification of
femtosecond laser pulses in the electro-optic crystal LiTaO3 . These pulses consist of
only a single cycle of radiation with a duration of as low as 300 fsec and a spectrum
that peaks in the far-infrared range of the electromagnetic spectrum (- 1 TI-lz)[.I]. .k
schematic of the experimental setup is depicted in Fig.1. Two femtosecond laser beams
(X = 625nm) out of a colliding pulse modelocking laser which have been amplified by a-
copper vapor laser amplifier are focussed to a 10 /Am spot size into the 200 Am thick e%..

crystal, separated by 20 jAm. The first beam is used to create the femtosecond
electrical pulse. The electromagnetic transient evolves in form of a Cherenkov shock
wave from the propagating ultrashort optical pulse, as indica ed in Fig.1 and described 1%
in Ref.[.]1. The second, much weaker, probe beam serves to measure the propagating
electrical pulse via the electro-optic sampling technique. The complete waveform can
be mapped out by changing the delay time between generating and probing beams. On
one side of the LiTaO3 crystal, an extremely high quality GaAs crystal (n = 1010 ctn -  3

residual doping, mobility it = 4200 cm 2 /Vs at 300 K) is optically contacted without
cement to the polished crystal face. The electrical pulse, as it travels through the
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iI I I II

optical
excitation Q .

LiTa0 3  -"

'I'

generating beam

probing beam
Fig.1. The experimental setup -.

LiTaO3 crystal, is eventually reflected off the GaAs crystal and crosses the probe beam
again after a certain delay time, where it can be detected. From the other side face of
the electro-optic crystal, a third femtosecond laser beam (--- 200 nJ per pulse)

illuminates the GaAs crystal, thereby creating carriers with a surface density of
5X1014 cm- 2 and a excess energy of - 500meV in the conduction band. By varying
the delay of the optical excitation pulses with respect to the pulses generating the
electrical pulses, the reflected electrical pulse can be traced as a function of time after
the injection of the hot carriers. The time resolution is presently limited to 1 psec due
to the fact, that the optical wave is not synchronized to the wavefront of the electrical
pulse. Experiments with a wedged optical wavefront are currently under way and will
improve the time resolution significantly.

To derive an expression for the time dependent reflectivity of the optically excited
semiconductor plasma, we assume a simple balance equation for the drift velocity v of
the electrons:

d *d m e dE -E 0  (
(in v)+ -=eE -=eEv- -

dt I'm dt 7'(

where rm, r, are momentum and energy relaxation times, respectively, e is the mean
energy of the electron gas, e0 is the equilibrium energy, e is the electronic charge and E
the applied field. Then the boundary conditions at the interface between LiTaO 3 and
GaAs with a thin layer of injected carriers lead to an analytical expression for the
reflected electric field Er(t) as a function of the incident field Ei(t):

E,(t)= pE, (t)- (1 + p)f dt' -- E, (t')e t') - t) (2)
mY

Here, n, is the sheet carrier density, p is the reflectivity given by the Fresnel equations
for the insulating GaAs and Y is an inverse impedance dependent on angle of incidence
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of the electric pulse and the static dielectric constants of both materials. 't(t) is a

generalized energydependent momentum relaxation rate of the semiconductor plasma.
Eq.2 visualizes how the pulse shape is distorted by the semiconductor plasma. The
plasma introduces essentially a convolution with a decaying exponential. Thus for fast '

relaxation (-y high), the convolution doesn't change the waveform appreciably.
However, when the relaxation is slow (low '), the reflected signal is proportional to the
integral of the incident waveform, or 1800 out of phase of the incoming wave.

3 "-."-

2 -

%

0 °
Fig.2. Incident (left) and reflected ..

(right) electrical pulses. The delay time
I after the injection of the carriers .

0 2 4 6 increases by .33 ps from trace to trace

Time Delay, i(ps) from bottom to top.

Fig.2 shows our experimental results. Each trace displays the incident electrical pulse
(on the left) and the reflected wave (on the right side) for different delay times after
the optical injection of carriers. The time increments in steps of 0.33 psec from trace to
trace. The lowest trace is recorded just before carriers are injected into the GaAs.
Dramatic amplitude as well as phase changes are observed in the course of time after
the carrier injection. The phase changes by 180 as expected when going from a
nonconducting state to a state of high mobility. At a fixed delay time, the change of
the amplitude of the reflected electrical pulse as a function of the delay of the optical
pulse reflects the change of the relaxation rate -/ from a high value (low mobility) to a
low value (high mobility). We find the rise time for the appearance of the conducting
state after the injection of carriers to be - 2.2 psec. This time constant can be
identified with the energy relaxation time of the hot electron plasma.

Our current experiments are centered on improving the time resolution of the system
to less than 200 fsec and to investigate, how long a state of low mobility in the
semiconductor persists even after the injection of the carriers. These results should.
have significance for present and future hot electron devices.

1. for a recent review, see for example C.V.Shank, Science, 233, 1276 (1986)

2. J.L.Oudar, D.Ilulin, AMigus, A.Antonetti and F.Alexandre, Phvs.Rev.Lett. 55. 207-1 (1985)

3. D.Block, J.Shah and A.C.Gossard, Solid State Comm. 59, 527 (1986)

4. D.H.Auston, K.P.Cheung, J.A.Valdmanis and D.A.Kleinman, Phys.Rev.Lett. 53, 1555 (198-)
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Non-Stationary Transport in MODFET's and Heterojuction Devices

K. Hess

Coordinated Science Laboratory and
Department of Electrical and Computer Engineering

University of Illinois
Urbana, Illinois 61801

New horizons have opened up in semiconductor research with the possibility of "band gap

engineering" and the combination of signal transport by photons as well as electrons in new forms

of ultra thin III-V compound layers. %

In this presentation I will report self-consistent simulations of transient transport processes in

single layer and single quantum-well modulation doped structures. The availability of vector and

parallel computers has given enormous opportunities in recent years for the detailed understanding

of these complicated nonlinear transport problems. Detailed Monte Carlo simulations which have

been too computer-time consuming in the past can now be accomplished with ease. Also. complex

two dimensional physical processes can be transformed into color coded moving pictures. Compu-

tation therefore complements conventional theory and experimental research in new ways. This

will be demonstrated on the basis of a movie showing the two dimensional dynamics of a high elec-

tron mobility single heterolayer structure. As time permits our simulations of picosecond and

femtosecond thermalization after optical excitation will also be reported and a comparison of our

results with the experiments of Knox et al.1) will be given.

1. W. Ht. Knox. C. Hirlimann, D. A. B. Miller. J. Shah. D. S. Chemla and C. V. Shank: Phys.
Rev. Lett. 56 1191 (1986).
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Monte Carlo Investigation of Hot Photoexcited Electron
Relaxation in GaAs*

M. A. Osman, M. J. Kann, and D. K. Ferry
Center for Solid State Electronics Research,
Arizona State University, Tempe, AZ 85281 %,. #

P. Lugli

Dipartimento di Fisica e Centro Interuniversitario di Struttura della Materia

della Universita, Modena, Italy.

Recently, several authers [1-3] have investigated the dynamics of

electron-hole plasma generated by picosecond and sub-picosecond laser pulses

in GaAs. In one of these experiments [11 the electron-LO phonon dynamics was

directly observed at 77 K by means of a pump-probe Raman scattering
experiment using a 600 fs, 588nm laser pulse. They observed an increase in

the LO phonon population at 2 ps, which was attributed to the phonons emitted

during the cascade of electrons to edge of the band. We have investigated

the cooling of carriers excited by a 588nm laser pulse using ensemble Monte
Carlo approach. The model takes into account the carrier-carrier and

carrier-phonon interactions using a band model which consists of three

nonparabolic valleys for the conduction band and two parabolic valance bands.

Since the excitation levels used in the above experiment were less or equal

to I017 cm-3 and the holes were neglected in their theoretical model, we have

investigated first a simple model, where only carrier-phonon interactions

were active and the presence of the heavy holes was considered, to account
for the energy gained by the holes.

The fraction of the photoexcited-electrons in the central valley is

shown in Fig. I as function of time after application of a 588nm laser pulse

which is a delta function in time. From fig. 1, it is obvious that the
simple picture of electrons cascading down the central valley by emitting LO

optical phonons is not complete. The electrons rather transfer to the upper
valleys and cool down in these valleys by emitting phonons through polar-

optical and deformation potential interactions. Subsequently, the electrons

return to the central valley as indicated by the increase in the population

of the electrons in the central valley at later times in Fig. 1. The energy .,:,:

of the electrons in the central valley (curve 1 in Fig. 2) remains above 100

meV up to 3 ps after the excitation and an increase in the average energy

occurs at 2 ps due to the return of the electrons to the central valley. The -...

initial rapid drop in the average kinetic energy of the electron ensemble

(curve 2 in Fig. 2) is due to the transfer of a large fraction of the

electrons to the upper valleys as can be seen in Fig. 1. Curve 3 in Fig. 2

indicates that the cooling of the electron in the L-valley is not negligible.

However, in [1] the electron-phonon scattering time was determined to be
165fs, by assuming that each electron emits an average of 12 phonons by the

time the optically induced Raman signal reaches its maximum, which occurs

when the electrons are within 100 meV of the band edge. This model also

%,'
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Ignores the presence of the upper valleys in GaAs to which electrons are more
likely to transfer when their energies exceed .30 eV. . ..

The situation where a very high density of electron-hole plasma is
* generated is of interest from fundamental physics point-of-view. Under these

conditions the roles of electron-electron and electron-hole interactions and
hot phonon effect become very important [4,5]. The EMC approach will be used

17 -3
to investigate a range of excitation levels above 10 cm Because the
phonon distribution is disturbed under high excitation levels, the time
evolution of the LO-phonon distribution is calculated as a function of the

" wavevector q from the Monte Carlo process. The results indicate a
considerable increase of the phonon population over a time scale of a few
picoseconds in the absence of electron-hole interaction. The phonon
distribution returns back to equilibrium at later times after the excitation
pulse through phonon-phonon interaction. We will present the results of the
investigation and discuss the roles of electron-hole interaction and the hot *"

phonons on the relaxation of the hot photoexcited electrons.

* Supported by the Office of Naval Research.
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Longitudinally Localized Optical Carrier Injection for
Febitosecond Transport Studies

M.C. Downer, D.H. Reitze, and T.R, Zhang"'-"

Physics Department, University of Texas at Austin, Austin, TX 78712

A new generation of microelectronic devices will be based on ballistic and quantum
tunneling transport processes, which involve transit times on a femtosecond scale across
submicron semiconductor layers. Fundamental experimental studies of these phenomena will
require the use of femtosecond optical techniques to inject and probe carriers locally, just as
analogous picosecond techniques have been used in studying slower transport processes in
thicker layers1, . However, because optical absorption (and therefore carrier injection) depths
at near band gap wavelengths (typically ~l1 tm.) greatly exceed the thickness of the
semiconductor layers in which most femntosecond transport phenomena occur (typically .01 to
0.1 gm.), adequate spatial resolution to observe these processes directly has not been
achievable. We introduce a new technique for optically injecting carriers of any desired energy
within the first few hundred angstroms of the surface of a semiconductor layer with
femtosecond time resolution, so that the evolution of femtosecond transport processes can be
resolved. ,.

Our technique is based upon internal reflection (see Fig. 1). A light pulse passes through a
"." high index (n) dielectric to the interface with a lower index (n') semiconductor sample at an

incident angle 0 greater than the critical angle sin-(n'/n). Since the lower index semiconductor
is slightly lossy, energy is absorbed from the evanescent wave in the form of photo-excited

Fig. 1 -- Schematic experimental arrangementTransparent High for time-resolved transport measurement using
Index Material internal reflection carrier excitation.

Pump ,..
I,, ""

GaAs".
Sa.j

Probe

carriers. Note that this absorption occurs within the penetration depth (approximately X/2itn')
of the evanescent wave, typically only a few hundred angstroms for semiconductor materials
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and wavelengths of interest. The extremely small penetration depth of evanescent waves has
been used extensively in the past as a tool in cw infrared spectroscopy of thin films and
surfaces. 3 Actual contact is not necessary in order to apply the internal reflection method. The
presence of a small air, or other low index, gap between the two materials, as shown in Fig. 1,
alters neither the critical angle nor the penetration depth of the evanescent wave into the
semiconductor, although the amount of absorption depends on the size of this gap, as shown in
more detail below.

We have calculated absorption depths and absorbances for two practical cases of potential
interest in experimental transport studies. These calculations use the thin film optics equations 4

with variable incident angle and complex refractive index. The solid curve in Fig. 2 assumes an
excitation wavelength of 0.83 .m. (1.5 eV.), slightly above the room temperature band gap of
undoped GaAs. The excitation pulse enters through a prism of trigonal selenium, as shown iII
Fig. 1, which has a band gap at 1.7 eV., and an extraordinary index higher by approximately
0.1 than GaAs in the 1.5 to 1.7 eV. spectral region5. The evanescent wave is therefore
absorbed by local electron-hole pair creation. Note that the penetration depth above the critical
angle is twenty times smaller than the normal incidence absorption depth. The dashed curve
assumes an excitation pulse at 3.0 p.tm. (0.4 eV.), incident through germanium upon GaAs "

-~10-4------------------ -- -

w L "X (b) j :
0 10 "! 0 (c) \\\ (d) ' "

S02 m
z :h - Y _It '
0 0 .4

- 10 £fl
Z4
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1 -1 ....... . .'.,
10 I , 17' __o._o___ _-__,,_
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INCIDENT ANGLE (DEGREES) INCIDENT ANGLE (DEGREES)

Fig. 2 -- Extinction depth for 0.83 p.m. pulses incident Fig. 3 -- Absorbance of GaAs layer for Se
through trigonal selenium upon GaAs (solid curve) and internal reflection element, X = 0.83 jim., with
for 3.0 prm. pulses incident through Ge upon n-GaAs air gap a) 500 A and b) 100 A; and for Ge
(dashed curve). Note sharp decreases above critical an- internal reflection element, k = 3.0 pr., with
gles (750 for Se/GaAs, 550 for Ge/n-GaAs). air gap c) 500 A and d) 100 A (absorbance is

-10-4 above critical angle for curves c) and d)).

n-doped to approximately 1018 cm -3. Here the absorption mechanism is localized heating of
conduction band electrons through free carrier absorption. The evanescent wave absorption is
again localized within a few hundred angstroms, smaller by a factor of 105 than normal
incidence absorption. The absorption depths shown in Fig. 2 are independent of the size of the
air gap.

Fig. 3 shows the percent absorption which can be achieved in each of the above cases with .
an s-polarized incident pulse for 100 A and 500 A air gaps. Note that absorbances as high as -.
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30% are achievable even above the critical angle. We have calculated that tie phase changes
which occur upon internal reflection6 will broaden 50 fsec. excitation pulses by less than 5:(, in
each of the above cases. Thus carrier injection occurs essentially within the duration of the
optical pulse.

In order to conduct meaningful transport nasurements, the internal reflection injection
technique must be combined with optical probing methods possessing comparable depth
resolution. An example is shown in Fig. 1, where a probe beam monitors band edge '.
absorption, an appropriate technique for voltage-biased structurcs in which the Franz-Kcldvsh.
elfect is modulated as moving carriers screen tile applied electric field'. Optical rellectivily-'
provides an appropriate probe in other circumstances.

FLxpermental demonstration of the internal ref lection mclhod is in progress in our.
laboratory. Dynamics of surface states and absorbates can also be studied with this techniqute.

'his work is supported by the Joint Services Ilectronics Program and the Texas Advanced
lcChnology Research Pro.gram.
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Femtosecond Nonequilibrium Electronic
Heat Transport in Thin Gold Films %

S. D. Brorson, J. G. Fujimoto, and E. P. Ippen

Department of Electrical Engineering and Computer Science and
Research Laboratory of Electronics

Massachusetts Institute of Technology, Cambridge, MA 02139

With the advent of femtosecond lasers has come the promise of directly measuring
ultrafast electron transport effects in technologically important materials. Using a front
pump/back probe' measurement of transient reflectivity changes, we have observed ultra-
fast electronic heat transport through thin films of gold. For film thicknesses of 500 - 2000
A, we find thermal transport occurs on a time scale of 40 - 200 fs. In this regime, the
transport of heat seems to be governed by electronic motion, since lattice heat diffusion
times are much slower.

Our experiment is a variation of the usual transient thermomodulation technique. In
the transient thermomodulation experiment, an ultriafast laser pulse pumps the surface of ' -
a noble metal. The temperature increase caused by the pump pulse smears the occupancy
of electronic states near the Fermi level. This causes the reflectivity of the metal to change
for frequencies near the d-band to Fermi level optical transition. Thus, monitoring the
reflectivity of the sample with a delayed probe pulse gives information about the electron
temperature as a function of time. Previous thermomodulation experiments demonstrated
that the electrons are out of equilibrium with the lattice for times less than - 1 ps. - The
decay of the reflectivity transient was identified with nonequilibrium electron temperature .5.-

relaxation via the electron-phonon interaction. By pumping the front of the sample and
probing reflectivity changes on the back (Fig. 1), we have used this technique to study the % -
propagation of heat through the sample.

probe
(front)\,

> probe Figure 1. Simplified schematic of
)-(bock) the thermomodulation experiment. In

(front)mP . the usual case, the sample is pumped
) I ) and probed on the front surface. By

probing the back, we are able to mea-
Heat sure the transport of heat across the
Flow

/ sample.

AuH sample
thickness . --

The experiments were performed on thin films of Au deposited on sapphire. Gold
thicknesses ranged from 500 to 2000 . All samples used were thicker than the optical
skin depth (- 150 A). The source was a colliding pulse mode-locked (CPM) dye laser
employing 4 prisms to control the cavity dispersion (A, = 630 nm, r - 50f s FWHM
assuming a sech' pulse shape). The pump and probe beams were derived from a standard
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~pump/probe set up. A 0.1 Amn resolution stepper stage was employed to vary the delay

between the pump and probe pulses. The pump beam was chopped and focused onto the

front surface of the sample with a 40x microscope objective, while the probe was similarly
focused onto the back of the sample. The reflected probe beam was monitered with a
photodiode. The thermomodulation signal was detected with a lock-in amplifier tuned to
the chopping frequency of the pump. The zero delay point was determined by reversing
the role of pump and probe beams and repeating the experiment.

Figure 2 shows the transient change in reflectance for samples 500, 1000, and 2000 A
thick. The delay between the pump and the arrival of the heat at the back of the sample
ranges from 40 to 200 fs, increasing with film thickness. For the thin films used here,
the time delay increases approximately linearly with film thickness, giving a propagation
velocity of - 108 cm/sec. This is of the same order of magnitude as the Fermi velocity in
Au, 1.4 x 108 cm/sec. The delays measured here are much shorter than those expected for
simple equilibrium heat diffusion. (In Au in equilibrium, the amount of time necessary for
heat to diffuse 1000 A is on the order of tens of picoseconds.) These results suggest that a?

the electrons are out of equilibrium with the lattice on this time scale, and that the heat
is carried by the nonequilibrium electrons.

Sample Thlckness(A) Delay(fsec)
a(O-. 50O0 4 0 ',

b. b I000 ? 0"

2000 200 Figure 2. Back surface re-

a: flectivity change versus time for
various thickness gold films. As

r the film thickness increases, the P ,
delay of the rising edge of the
signal also increases. An auto-
correlation of the laser pulse is
also plotted to indicate the zero
delay position. -.

-I0 I2
time (psecd'

This picture is corroborated by the results of front pump/front probe measurements
on films of varying thickness. Shown in Fig. 3 is thermomodulation data on samples %
of thickness 500, 800, and 1000 A. The relaxation time decreases with increasing film INA

thickness. This effect is consistant with transport of heat out of the optically active region
on a femtosecond time scale. For film thicknesses comparable to the optical skin depth,
the nonequilibrium electrons cannot move out of the optically probed region. In this case,
relaxation dominates over transport, and the reflectivity decay time is determined by the
relaxation process. For thicker films, both relaxation and nonequilibrium transport occur
simutaneously. Hence, the measured reflectivity transient decays more quickly. Since this
effect is noticeable even for the thicker films used here (1000 A), heat transport over this
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distance is apparently occurring on a femtosecond time sale.

.46

Sample Thickness(A) T(fsec)

a 500 873
b Boo 761

C 1 000 744
Figure 3. Front surface reflec- .4

oo tivit change versus time for various
thickness gold films. As the thickness
of the film increases, the decay time
constant decreases. This can be in-
terpreted as due to the effect of rapid
electronic heat transport.
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In summary, we have used the transient thermomodulation technique to study the
ultrafast transport of heat in thin gold films. Using a front pump/back probe technique,
we observed nonequilibrium heat transport occurring on the same time scale as electronic
motion. This rapid transport is confirmed by front pump/back probe measurements which
show that the reflectivity transient decay time depends on the gold film thickness. Exten-
sions of this technique to other structures may allow for ultrafast probing of transport in
materials and devices.

The authors would like to acknowledge helpful discussions with G. L. Eesley, C. A.
Paddock, R. W. Schoenlein, and W. Z. Lin. This work was supported in part by the
AFOSR Grant 85-0213 and the Joint Services Electronics Program under contract number
DAAL03-86-K-0002.
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BALLISTIC TRANSPORT AND HOT ELECTRON SPECTROSCOPY IN

TUNNELLING HOT ELECTRON TRANSFER AMPLIFIER (THETA) :

M. Heiblum

IBM, Thomas J. Watson Research Center

Yorktown Heights, N.Y., 10598

An important aspect of obtaining the fastest electronic devices is mini-

mizing the transit time of charge carriers from input to output. The shortest times

can be achieved by having the carriers move at the highest velocity allowed by the
band structure of the solid crystal. In present high speed devices collisions redi-

rect and slow down the moving carriers. To avoid this electron scattering, transit

regions have to be short enough to make collisions less probable. Such "ballistic

transport"'of fast carriers (hot carriers) moving at their maximum possible ye-
locity, should in principle allow the fastest device operation.

The family of hot electron devices'I promises such a fast operation, how-

ever, due to the immaturity of the field many stumbling blocks have yet to be

surmounted. Among them the most important ones are the relatively low current

gain and the small current density exhibited thus far in the devices. The high

current density is needed to charge up quickly the parasitic capacitances of the

devices so that the ultimate speed of the devices could be approached. Aside from

their potential speed hot electron devices serve as unique "omini-laboratories" for

studying hot electron transport, for example: the energy distributions of hot

electrons generated by different injectors, the ballistic mean free path, the transfer

of otherwise ballistic electrons into upper energy valleys, quantum size effects in

small structures, and more.
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Among the family of hot electron devices, the most notable member is the

THETA device 2 Most THETA devices fabricated so far utilized GaAs-AIGaAs

heterostructures and the charge carriers were electrons. In these devices quasi .'r.

monoenergetic hot electrons are injected via tunnelling through a thin AlGaAs

insulating layer (emitter) with the majority traversing ballistically a subsequent

thin n-type GaAs layer (base). Those electrons that maintain their energy and

direction surmount a barrier created by a thicker AIGaAs insulating layer at the %

end of the GaAs base. They are eventually collected in a final n-type GaAs

electrode (collector). By using an external bias voltage to vary the potential

height of the barrier that precedes the collector, one can map the distribution of

the arriving hot electrons as a function of their energy 3.4 , effectively doing energy

spectroscopy.

Such studies led, at the end of 1985 4 to an unambiguous demonstration

of ballistic electron transport through the combined structure of a 300 A thick .,.

GaAs layer doped to 1 x 101 cm- 3 and an undoped insulating AIGaAs layer 1000

A thick. Energy distributions as narrow as 60 meV had been measured for the

ballistic electrons. As the width of the doped GaAs layer or its doping level in-

creased, the traversing ballistic fraction decreased, however, the distribution

shapes remained invariant. In subsequent studies 1, at least 75 % of the injected

electrons had been measured to traverse similar regions of GaAs and AIGaAs

ballistically. Coupled modes of plasmons and phonons were proposed to be the

responsible mechanism 6.3 for thermalizing the hot electrons, however, a satisfac-

tory theory that is applicable to thin quantized regions is not yet available.

When injection energies exceeded the separation between the L satellite

valleys and the F central valley (about 0.3 eV in GaAs), a fraction of the ballistic

electrons were found to scatter via phonons and impurities into the satellite val-

leys. This resulted with a randomized motion and a reduced collection efficiency

in the devices '. Up to 25 'o of the electrons were estimated to transfer into the

4,. .
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L valleys in a 300 A thick base. The effect was verified by an application of

hydrostatic pressure on the devices causing a change in the L-F energy separation.

%.W*

As the base width was reduced to less than about 500 A, quantum size

effects began to be noticeable. Quasi two dimensional subbands were then formed

in the base, influencing the injected tunnelling current. The resultant transmission

coefficient through the device was thus modulated with peaks that indicate the

position of the subbands. A self consistent calculation of the potential distrib-
ution in the base (satisfying Poisson and Schrodinger equations simultaneously)

was needed explain the position of the peaks. Note that at high enough injection " "

energies, when a substantial transfer into the L valleys took place, the modulation

peaks vanished due to the reduction in the ballistic (coherent) fraction of the _,

current.

Work is now in progress to optimize the device performance and to check

its feasibility as a valiable high speed device.

1. A recent review of the subject is to appear in: M. Heiblum, proceedings of the

"High Speed Electronics" (RIFA) conference proceedings, Stockholm, Au-

gust 1986.'. ,

2. M. Heiblum, Solid St. Electron. 24, 343 (1981); N. Yokoyama et al., Techni- -

cal Digest of IEDM, San Francisco, 1984, p. 532.; M. Heiblum et al., Appl.

Phys Lett. 47, 1105 (1985); U. K. Reddy et al., ibid48, 1799 (1986).

3. A. F. J. Levi et al., Phys. Rev. Lett. 55, 2071 (1985).

4. M. Heiblum etal., ibid55, 2200 (1985).

5. M. Heiblum et al., Appl. Phys. Lett. 49, 207 (1986).

6. M. A. Hollis et al., Electron Dev. Lett. EDL-4, 440 (1983).

7. M. Heiblum et al., Phys. Rev. Lett. 56, 2854 (1986).
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Microwave and Millimeter-Wave Resonant Tunneling Diodes

T. C. L. Gerhard Sollner, Elliott R. Brown and W. D. Goodhue %_%
Lincoln Laboratory, Massachusetts Institute of Technology

Lexington, Massachusetts 02173

Resonant tunneling through double-barrier 15 resonators, respectively 14. A significant improve-
heterostructures has attracted increasing interest ment in the quality of the devices, especially the use .<

recently, largely because of the fast charge trans- of thin AlAs barriers in place of AIGaAs barriers,
port t  it provides. In addition, the negative resulted in oscillations near 56 GHz in the WR-15
differential resistance regions which exist in the resonator6. The oscillations between 104 and
current-voltage (I-V) curve (peak-to-valley ratios of 108 GHz were obtained with the same AlAs-barrier
3.5:1 at room temperature 2"4 and nearly 10:1 at 77 material in a WR-6 structure. We believe that this
K have been measured) suggest that high-speed dev- material is capable of oscillations approaching
ices based on the peculiarities of the I-V curve 200 GHz, and that optimized material should be
should be possible. For example, the negative capable of fundamental oscillations as high as
differential resistance region is capable of providing perhaps I THz. More details on material parame-
the gain necessary for high-frequency oscillations5 . ters can be found in Refs. 6 and 15.
In our laboratory we have been attempting to Since the resonant--tunneling I- curve is non-
increase the frequency and power of these oscilla- linear, especially near the negative differential resis- .
tors6 , and others have worked toward a better under- tance region, the same device can act as both a
standing of the equivalent circuit of the device 7 and mixer and an oscillator. Figure 2 shows the
the underlying processes responsible for the fre- difference frequency between two oscillators, one of
quency response - °10 . Three-terminal devices using which is a resonant-tunneling quantum-well oscilla-
resonant tunneling in various ways have also been tor. The oscillator output power of this early device
proposed and fabricated' 1 - 3 . In this paper we will operating at 20 K is rather low; nevertheless, it
describe our most recent results for oscillators as appears to be an efficient mixer as well as a com-
well as some new resonant-tunneling devices that pact oscillator. The best DC bias point for mixing
have application in the millimeter and
submillimeter-wave spectrum. ow-, , ow"

to SAMPLE .,o1, ,. .... .. ... .
2o
3 * (Fundamental) . . .. .

to 3012nd Harmonic)3V E

01 ...

% 0

20 40 60 80 100 110

FREQUENCY (GHz) -. A
t, a 10 Is ,.

Figure 1. Output power as a function of frequency for re- FREOUENCV (GH.)

- cent resonant-tunneling oscillators. The connected dots in- Figure 2. Measured power spectrum of a resonant tunnel- ..
dicate continuous tunability in a particular waveguide ing oscillator (marked QW) mixing with an injected signal
structure. All measurements were made at room tempera- (marked v) to produce a difference-frequency output
ture. (marked QW-v). This oscillator was cooled to 20 K.

Our recent room-temperature, millimeter-wave was found to be at either side of the negative N.
oscillator results are summarized in Fig. 1. The ini- differential resistance region, rather than in the ,
tial experiments at 20 GHz were performed in a center where the oscillator output power is maxim-
coaxial circuit, but the other resonators were made ized, to take advantage of the larger nonlinearity of
in waveguide. In particular, the oscillations around the IV curve there.
30 and 40 GHz were achieved in WR-22 and WR-

%..'
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If a resonant tunneling structure is appropri- which allows this device to be matched to a given
ately pumped at high frequency, a negative resis- circuit more easily. Finally, this phenomenon is %
tance can appear with no DC bias applied. The quite generally applicable to any material which has
dashed line in Fig. 3 shows a resonant-tunneling I-V a point symmetric I-V relation with negative
curve typical of our early structures at 20 K. Ordi- differential resistance. It could be useful with
narily, the negative differential resistance regions materials such as superlattices, which form domains ,.
occur at about :- 0.3 V. If an AC waveform (i.e., when biased into their regions of negative
the pump) were applied to the terminals with an differential resistance for long times; it may be pos-
amplitude of about 0.3 V, the negative differential sible to sweep them into that region for a time short
resistance region would be sampled for some frac- compared to their domain-formation time with a
tion of the pump period, resulting in a negative high-frequency pump, so that the negative resistance
resisance appearing near VDC = 0. The solid curve is retained. There may even be applications involv-
of Fig. 3 shows the DC I-V curve that results when ing bulk materials that show negative differential
a sinusoidal pump wave at 1 GHz with an amplitude conductivity, such as GaAs.
of about 0.4 V is applied. Note that the negative The undulations of the unpumped I-V curve of -
resistance is larger than that in the unpumped DC Fig. 3 also suggest that there should be large har-
curve and that the voltage region it spans is smaller. monic content to the current waveform, leading to -

This occurs because regions of positive differential an efficient harmonic multiplier. Figure 4 show. the
resistance are also sampled during a pump period. calculated voltage and current waveforms for this %

2 same device when driven by a 50 Q source with an ", -"
amplitude of about 0.5 V, and the power spectrum
of the current waveform is shown in Fig. 5.

x5

04 - 04, I 04.--..

0 -002 E
o- -

z0 0 -
tU % 0 D''''> .

02 0'

0 4 0)4 ,

|I I I-." -' -

4 2 0 2 .4 77 2 0 7 2

VOLTAGE (V) PHASE (rad)
Figure 3. Current-voltage curves for one of our early Figure 4. Calculated voltage and current wavefcrms for
resonant-tunneling structures operating at 20 K: dashed the DC I-V curve of Fig. 3 when driven by a pump ith a
line is measured DC characteristics; the full line results 50 Q source impedance.
when a I GHz pump with an amplitude of about 0.4 V
has been applied. The negative resistance in the region
near V = 0 can be varied by changing the amplitude of There are several interesting features of thi,
the pump. spectrum. One of the most difficult problems in

harmonic multiplier design is to terminate reactivels
Although such a negative resistance is possi- all the harmonics lower than the desired output.

bly only useful at frequencies below the pump fre- since these harmonics are usually of larger ampli-
quency, there are advantages. The fact that no DC tude than the higher-order ones. In the present cawe
connection need be made to the sample simplifies the even harmonics are entirely missing because (oi
the problem of stabilizing a two-terminal negative- the symmetry of the I-V curve, thus reducing by ,,
resistance device, because the low-frequency circuit factor of two the number of harmonics which need
at which unwanted oscillations could occur is elim- to be considered. Also, the largest component afier
inated. Also, the value of negative resistance can be the fundamental is the 5th harmonic, so even if the .

changed simply by varying the pump amplitude, power in the other harmonics is resistively ter-
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Quantum Transport Calculation of Resonant-Tunneling Response Time

William R. Frensley
Texas Instruments Incorporated

P.O. Box 655936, MS 154

Dallas, Texas 75265

A form of quantum transport theory has been developed to model the resonant-

tunneling diode and similar devices. The internal state of the device is represented

by the Wigner distribution function. The boundary conditions applied to the Wigner

function model the open-system nature of the device by coupling it to electron

reservoirs. This coupling introduces irreversibility into the model, permitting

meaningful calculations of the transient response.
.q.

The steady-state I(V) curves derived from this model show the expected negative

resistance. Figure 1 shows the I(V) curves derived from the Wigner function

calculation and from a more conventional scattering calculation, for the same device

structure. The peak-to-valley current ratio obtained from the Wigner function is

smaller than that obtained from the scattering calculation and is smaller than the

better experimental devices at low temperatures.

The transient response of a resonant-tunneling diode to sudden changes in bias

voltage is shown in Figure 2. Transitions across different parts of the I(V) curve

require varying times, but are generally of the order of 0.1 ps.

This work was supported in part by the Office of Naval Research and the Army

Research Office.
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Figure 1. '(V) characteristics derived from the Wigner

function calculation and from a conventional scattering

theory calculation. The assumed device structure had

2.8 nm barriers of Al0 3 Gao.7As around a 4.5 nm quantum

well. The temperature was 300 K.
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Figure 2. Transient response of the device structure of

Figure 1. The solid line shows the current density (in A

cm-2 ) averaged over the structure and the dashed line

shows the standard deviation from this average (to provide

a measure of the convergence to steady-state). In (a), the

voltage was switched from 0 to the peak value at t = 0. In

(b) it was switched from the peak to the valley. In (c) it :

was switched from the valley to the peak.
. .
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Resonant Tunneling Electron Spectroscopy

F. Capasso, S. Sen*, A. Y. Cho and A. L. Hutchinson

AT&T Bell Laboratories
Murray Hill, NJ 07974

In this paper we demonstrate a new electron spectroscopy technique based on
resonant tunneling. The key difference compared to conventional hot electron
spectroscopy' is the use of a resonant tunneling double barrier in the collector
of the structure (Fig. 1). The advantage of this new feature is that it allows one ''p
to obtain information on the electron momentum distribution n(p 1 ) (or energy
distribution n(E.1)) perpendicular to the layers directly from the measured
resonant tunneling collector current, without requiring the use of derivative
techniques. Figure 1 illustrates the band diagrams of two structures for
resonant tunneling electron spectroscopy. The first one (Fig. la), realized by us
in the present experiment, consists of a reverse biased pn heterojunction and
can be used to investigate hot minority carrier transport. Incident light is
strongly absorbed in the wide-gap p+ layer. Photo-generated minority carrier
electrons diffuse to an adjacent low-gap layer. Upon entering this region
electrons are ballistically accelerated by the abrupt potential step and gain a
kinetic energy Q AE, Collisions in the low gap layer tend to randomize the
injected, nearly mono-energetic distribution, making it "hot". Hot electrons
subsequently impinge on the double barrier in the collector. From simple
considerations of energy and lateral momentum p. in the tunneling process, it
can be shown that only those electrons with a perpendicular energy p-'/2m:
equal (within the resonance width) to the energy of the bottom of one of the .
subbands (i.e., a resonance) of the quantum well, resonantly tunnel through the
quantum well and give rise to a current. Thus by varying the applied bias (i.e.,
changing the energy difference between the resonance of the quantum well and
the bottom of the conduction band in the low gap p+ layer) and measuring the P%
current, one directly probes the electron energy distribution n(E 1 ) or %
equivalently the momentum distribution n(p 1 ) (Fig. 2). Thermionic currents
can be minimized by appropriate choice of the double barrier and low
temperature. Identical arguments apply to the unipolar transistor structure of
Fig. lb. The structures were grown by MBE and consist of p n
heterojunctions. Their band diagram is shown in Fig. la at a given reverse bias.

On leave from the Institute of Radio Physics and Electronics. University of Calcutta,
Calcutta-700009, India.
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The growth starts with a buffer layer followed by an undoped 5000 A GaAs
layer and an AlAs/GaAsALAs double barrier, with barrier and well thicknesses
20 A and 80 A respectively. The parameters of the double barrier were chosen
in such a way that over the applied voltage range (0-10V) the electron energy
distribution is probed by only one resonance at a time. In this way at any given
bias the current is due to resonant tunneling through a single resonance. For
our double barrier the first resonance is at E, = 60 meV from the well bottom
and the second at E2 = 260 meV. A 20 A undoped GaAs spacer layer separates
the double barrier from the p+ ( 3x101 cm-) GaAs layer. Different
thicknesses were used for this region (250 A , 500 A , 1000 A ) while keeping
everything else the same. The last layer consists of 2 pm thick AJ0 3 Ga0 .7As
doped to p = 3x10 8 cm-3 . Fig. 3 illustrates the measured photocurrent for a
p+ GaAs layer thickness of 500 A. Two distinct features are present at 1.2 V
and 7 V respectively. One can easily show that the first peak corresponds to
electrons with perpendicular energy of a few tens of meV (= 17 meV) that have
resonantly tunneled through the first resonance of the quantum well. The
second peak, clearly visible only at the lowest temperature, is much broader and
corresponds to incident electrons with energy E_ = 122 meV which have
resonantly tunneled through the second resonance of the well. It is therefore
clear that the energy distribution of the electrons in the p+ GaAs layer,
following high energy injection (0.233 eV, i.e. the conduction band discontinuity
between GaAs and the Al0 3 Ga07As) consists of two parts. One is strongly
thermalized, with energies close to the bottom of the conduction band, while
the other one is much hotter. Thus the distribution is strongly non-maxwellian
similar to what has been found, by conventional electron spectroscopy, in the
case of majority carrier electrons in the base of hot electron transistors1 .
Detailed analysis of the data for different p+ GaAs layer thickness also show
that the scattering time for energetic electrons (- 0.2 eV) injected in p+ :"-
(3xl0'8cm - ) GaAs is very short (- 10- '

4 sec). This implies that it will be
extremely difficult to implement a ballistic bipolar transistor.

REFERENCES

1. For a review see J. R. Hayes and A. F. J. Levi, IEEE J. Quantum
Electron. QE-22, 1744 (1986). ".jl
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High-Speed Phenomena in GaAs Multiple-Quantum-Wells

A. Mysyrowicz,* D. Hulin,* A. Migus and A. Antonetti V
ENSTA, LOA, Ecole Polytechnique

Palaiseau, France 91120

and d-% ..

H. N. Gibbs and N. Peyghambarian
Optical Sciences Center, University of Arizona

Tucson, Arizona 85721

and

H. Morkoc
Coordinated Science Laboratory

University of Illinois at Urbana-Champaign
Urbana, Illinois 61801

Type I quantum-well structures are promising candidates as active devices in

fast optoelectronics. Because of the forced confinement of electrons and holes in the

same layer, pronounced excitonic structures are observed up to room temperature,

even in materials with small bulk exciton binding energy. Optically induced changes

of such excitonic structures lead to the large and very rapid nonlinearities required

in device applications. We describe here some of the underlying physical processes.

The discussion is restricted to the case of GaAs quantum wells, with the accent put
on those effects affecting the lowest (heavy-hole) exciton resonance on a picosecond ,.

or subpicosecond time-scale.

In general, optical injection of electron-hole pairs can lead to a broadening.

a shift and a bleaching of the exciton line. Little is known about collision

broadening in quantum wells. Some information may be inferred from a recent -

study in bulk GaAs by Schultheis et al. 1  Large collision efficiencies

7Yx-l.6xl0 4 m 3sec "1 and "Yxehl.6 xl0"3cmsec "1 were found for exciton-exciton and

exciton-free carrier scattering, respectively, leading to relaxation times of the order
10-12 see at moderate electron-hole pair densities ntl015cm- s. Inhomogencous

broadening from localized excitons complicates the problem in GaAs quantum wells. A

dephasing time T2 "l0 " 1 - 1012 has been reported by Hegarty and Sturge,2 with
2" -..

indication of a rapid decrease of T2 under increasing excitation intensity.

Also at Ecole Normale Superieure, Paris, France

. - .
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A shift of the exciton resonance to higher energy induced by resonant

optical pumping has been observed in GaAs quantum wells.3 '4 This new effect ,- .

depends sensitively upon the well size, being clearly apparent only in wells with

thickness of d<IOOA .5 Its origin lies in the hard core repulsive interaction between

excitons at short distances, due to the Pauli principle acting on carriers of the same

charge. Since the exciton blue shift occurs in the presence of other excitons in a

high density regime, it allows one to monitor the dynamics of either electron-hole

pairing or dissociation. For example, injection of an initial hot distribution of free

carriers in a cold lattice leads to a delayed appearance of the blue shift signaling

that the plasma has reached the required conditions for a Mott-like transition.

Conversely, injection of an initial excess population of cold excitons in a warm

lattice leads to an instantaneous blue shift, which, however, lasts for less than 10-12

sec, corresponding to the exciton lifetime limited by thermal dissociation.

Exciton bleaching provides the most dramatic nonlinearity. Two distinct

physical processes can be responsible for it. The first is the usual screening of the

attractive Coulomb interaction in an electron-hole pair by charged carriers

(Debye-screening). This effect follows the injection of free carriers instantaneously

with a response time less than 50 fs and is relatively insensitive to the carrier energy

distribution.3,6 The other mechanism is the saturation of the Bloch valence and

conduction states available for exciton formation as well as the short range exchange .. .

interaction between electrons (holes). In quasi 2-dimensional structures, this second

process can become more important than the long-ranged Debye screening if the :'. '

electron-hole pairs have very low effective temperatures. 7 This leads to unusual

effects such as fast transient bleaching of excitons observed by Knox et al. 8 This

bleaching always accompanies the blue shift since both effects have their origin in

the Pauli exclusion principle. 5,7

Finally, by irradiating GaAs quantum wells with light falling in the

transparency region well below the lowest exciton, it is possible to induce an optical

Stark effect.9 , 10 This effect is particularly interesting for applications since it follows

the input pulse and, therefore leads to ultrafast switch-on and switch-off times. A

theoretical treatment has been developed recently which accounts well for the

observed behavior. 1 I
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PICOSECOND CARRIER TRANSPORT IN GaAs QUANTUM WF-I..S

Jagdeep Shah and R. A. Ilopfel* %''"
AT&T Bell Laboratories , d

lolmdel, N. J. 07733 7, J

U.S.A. 1
, . .- ,,

We review three recent experiments in which we have used picosecond optical techniques to .%.-

investigate quantities relevant to high field transport ia semi .tcnuuctrrs. V,'c ,i" ,dicus (1) .

measurement of the drift velocity of minority carriers in GaAs quantum wells by a time-of-
flight technique, (2) a simultaneous measurement of the luminescence spectra which allows us
to measure the carrier distribution function and investigate the energy exchange rate between
electrons and holes and (3) an optical imaging experiment which demonstrates the existence " "
of negative absolute mobility for the minority carrier in modulation-doped quantum wells.
The momentum scattering rate between electrons and holes is determined form this -.
experiment.

1. DRIPT VELOCITY BY TIME-OF-FIGHT TECHNIQUE: Time-of-flight techniques provide
a direct means of determining carrier drift velocities in semiconductors [1. We have
determined the drift velocity of minority electrons in p-modulation doped quantum wells as a
function of electric field up to 14 kV/cm [2,3]. Minority electrons were injected with a 5 psec
pulse from a synchronously pumped, cavity-dumped dye laser operating at 6,200k IIigh
fields were applied parallel to the layers of the quantum wells with the sample mounted on a
microwave stripline to permit fast measurements (system response <50 psec). The
photoinjected minority electrons gave essentially a square-topped photocurrent pulse (insert
of Fig. 1(a)) from which the electron drift velocity was determined directly. The drift
velocity of electrons determined in this manner is plotted in Fig. l(a). The most interesting
feature of the data is that the drift velocity shows a distinct negative differential behavior.
Secondly, the low field drift mobility is approximately a factor of five smaller than the typical
values for electron mobility in n-modulation doped quantum wells. We attribute the lower
value observed to momentum scattering between photoexcited electrons and the majority
holes in our sample.

2. ELECTRON-HOLE ENERGY EXCHANGE RATE. In order to understand the observed
negative differential mobility, we have made a direct measurement of the electron
temperature by measuring the luminescence spectra under the influence of applied electric
field. We find [3] that the electron temprrature increases with electric field (Fig. 1b) to ..-

about 650 K. We have argued that this value is too low for transfer to higher valleys in
GaAs and that the observed negative differential mobility arises as a result of real-space
transfer to the barrier layers [3]. The hole temperatures, estimated on the basis of the
measured I-V curve as well as from the known [4] hole energy loss rates to the lattice [5], are
considerably lower than the electron temperatures. In this case, we expect a net flow of
energy from electrons to the holes. We plot in Fig. 2 the inverse of the electron temperature.
as a function of power loss into the lattice (which, in this steady state conditions is equal to
the power input from the electric field to the electrons). We compare [51 this with the
expected energy loss rate from electrons into the lattice and find that (Fig. 2) the measured %
energy loss rate is larger than that expected by about a factor of 2. We attribute this %
difference to energy exchange between electrons and hlcs. This is supported by a,
calculation of energy exchange rate between electrons and holes from i simple gas plaisma
model [5]. While more elaborate calculations more appropriate to the semiconductor cIVsC
are needed, these measurements provide the first estimate of elcctron-hole energy exchange
rates. "
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3. NEGATIVE ABSOLUTE MOBILITY OF MINORITY CARRIERS: We describe in this section
an unusual manifestation of momentum scattering between electrons and holes in a
semiconductor [6]. Minority electrons were photoexcited in a p-modulation doped quantum
well sample with a tightly focused (diameter 3 micron) picosecond laser. The sample was *

mounted in variable temperature cryostat (lowest temperature 15 K). Since luminescence
occurs only where the minority electrons are present, the motion of the electrons uder t..
applied electric field can be monitored by measuring where the luminescence originates. We
have done this by imaging the sample on a plane and scanning a narrow slit across this plane
to measure the image of the time-integrated luminescence. Two typical scans are shown as

the insert in Fig. 3. At 15 K the luminescence shifts towards the negative electron; i.e. the
minority electrons have a negative absolute mobility at low temperatures! The negative drift
decreases with increasing temperature and the drift becomes positive above about 90 K as
shown for the 150 K curve in the insert.

The negative drift of electrons is a consequence of the momentum scattering between
electrons and holes via Coulomb interaction. The holes in our high mobility samples interact
strongly with electrons and drag the electrons with them to the negative electrode. Such an
effect was first predicted for the case of In5b by McLean and Paige [7] but has not been -
observed in any system until now to our knowledge. We have used a relaxation time ",- , 1,,

approximation to the Boltzman equation to analyze this case and found that (6] under certain
simplifying assumptions, the electron mobility is given by subtracting the hole mobility from """.
the mobility of electrons due only to electron-hole scattering. The latter quantity can be
approximated by mobility due to electron-ionized impurity scattering. In Fig. 3 we have
plotted the measured electron mobility as a function of the lattice temperature and compared
it with the difference between electron-ionized impurity (for appropriate impurity density)
and the measured hole mobility in our sample. We see that the simple theory gives a good
agreement with the observations. From these measurements, we deduce a momentum
scattering time of approximately 50 fsec for electrons in a hole plasma of areal density
1.5 x 10"cm- 2 per layer. Recently, we have also observed negative absolute mobility for
minority holes in n-modulation doped samples (81 and find that the momentum scattering
time for holes in an electron gas is considerably longer.

In summary, time- and spatially resolved luminescence, as well as picosecond
photoconductivity, in high electric fields provide excellent tools for studying carrier drift
velocities and energy distribution functions in materials and systems relevant for high speed
electronics. Using these techniques, we have investigated drift velocities, distribution
functions and electron-hole (momentum and ericrgy) scattering rates in GaAs quantum wells.
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Quantum-Confined Stark Effect in InGaAs/InP Quantum

Wells Grown by Metal-Organic Chemical Vapor Deposition

I. Bar-Joseph, C. Klingshirn , D. A. B. Miller, D. S. Chemla,

U. Koren, and B. I. Miller

AT&T Bell Laboratories, Holmdel, N. J.

Multiple quantum well (MQW), composed of alternate very thin layers of two different

semiconductors, show unusual optical properties at room temperature. One effect of particular

recent interest is the quantum-confined Stark effect (QCSE) 1. In the QCSE, electric fields

applied perpendicular to the MQW layers can shift the optical absorption edge to lower photon

energies with the exciton absorption peaks remaining clearly resolved. This electroabsorptive

effect has been applied to make small, high-speed optical modulators - and optical switching

and signal-processing devices 3 in GaAs/GaAIAs MQW.

Perpendicular-field electroabsorption at longer wavelenghts (i.e. X -- 1.5p n) has recently

been studied in lnGaAs and in GaSb MQW. The GaSb wells show relatively clear shifts of the

exciton peaks with field 4 , but the substrate is opaque at the wavelengths of interest for optical

communication. The electroabsorption spectra of InGaAs MQW so far reported 5 only show a

large broadening of the peaks with field, and relatively little clearly-resolved shift. Such

broadened peaks are of limited interest for applications.

In this paper we report the first observation of the QCSE in lnGaAJs quantuin wells with hil'

barriers, in material grown by metal-organic chemical vapor deposition (MOCVI)). In contrast

to previous inGaAs MQW results, the exciton peaks remain well resolved up to very large fields

at room temperature.

The sample structure is shown in the insert of Fig. I. The MQW form the intrinsic region of

a p-i-n diode, and consist of 100 periods of alternate [nGaAs wells and lnP barriers, eachi 100 A

thick. The sample is processed to form rectangular mesas with gold contacts a-s shown in the

figure. Room temperature absorption spectra at OV and 30V are shown in Fig. 1. In the absence
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of applied voltage one can clearly distinguish the n =1 heavy (hli) and light (1h) hole exciton

peaks as well as a strong resonance at the n.=2 transition edge. The 30V spectrum shows the

dramatic changes produced by the electric field. The n =1 hh-exciton is strongly red-shifted

while the nz=l ih and nz 2 transitions present less pronounced shifts. A new feature appears

around 0.84 eV. It is located close to the calculated n z=2 hh to n -1 electron "forbidden"arun 0.84 eV.

transition, which becomes allowed in the presence of the field.

PHOTON ENERGY (ev) 
. "

090 085 000 075 010
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'gM W
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\-

'- 
-.--

" \ a., ,.
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A*....

Figure 1: R~oom temperature absorption spectra at 0V (solid line) and 30V (dashed line). The

sample structure is shown in the Insert.:,

In Fig. 2 we present the absorption and photocurrent spectra close to the I) I tranmsitions, for "

four applied voltages. This Is tihe region of interest for ap~plications to> optical n1<odillation. The '-

IphOtocurrent spectra closely follow tihat of tlhe absorption, Althllgil the, features are less -,"

pronounced. The shift of tihe n z=i hh absorption peak was conmpared with the theory' , and .. ,,.
very good agreem-aent was round.

4 ~4

The large changes in the absorption spectrum reported here clearly InVdicate that lightn)..

modulators made of InGa.As/inP MQW can be constructed. The optical absorption length %

which can be electrically induced is -t 51i. This length can be further decreased by reducing

the barrier width thus incopaorptiore active quantum wells li a given thickness.

'-t e which an beelecticall indued is%- 5Jm. Ths lgth can "be furhe d"ecrea"sed' -by."reducing "-
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Alternatively, waveguide modulators with only a few quantum wells may give incre ed "

modulation depth and reduce the driving voltage Self electro-optic effect device operation ''

based on photocurrent feedback is also likely with this material system, as in GaAs MQW'

offering other optical switching and modulation devices, with this material system. In addition,

since the InP substrate is transparent, at the wavelengths of interest, these findings are

promising for modulators and optical switching devices that will be directly compatible with

optical fiber communications. . ,
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Alternatively, waveguide modulators with only a few quantum wells may give increased
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based on photocurrent feedback is also likely with this material system, as in GaAs MQW 3,
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since the lnP substrate is transparent at the wavelengths of interest, these findings are

promising for modulators and optical switching devices that will be directly compatible with
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Dynamics of Below-Gap Photoexcitation in GaAs Quantum Wells .0

J.E. Zucker , A. VonLehmen , D.S. Chemla , J.P. Heritage
5,.' S . , ."

+ BAT&T Bell Laboratories, Holmdel, New Jersey 07733
Bell Communications Research, Red Bank, New Jersey 07701 . .-

1. Introduction

We have identified several physical processes by, which beiow-gap photons can modify .N
excitonic absorption in GaAs quantum wells. These different phenomena can be ."
distinguished by their temporal response times, which range from tens of nanoseconds to less %
than one picosecond. Our experiments also show that the relative contributions of these
mechanisms to below-gap optical modulation of exciton absorption depend strongly on
temperature as well as on the wavelength of the below-gap modulating beam. The size of the
modulation indicates that a new class of absorptive and dispersive devices for optical signal
processing is possible in which signaL propagate in the transparent region of the crystal and
experience negligible attenuation. In order to successfully interpret and calculate the
magnitude of these exciting new effects, we show that it is necessary to take into account the
special properties of two-dimensional excitons in semiconductor quantum wells.

2. Experiment

A differential technique (described elsewhere) 1 is used to monitor the changes in
transmission of a weak probe laser induced by a below-gap pump laser. The probe is tuned .. "
near the n=l heavy hole exciton resonance. The pump beam fs tune below the bandedge as
far as 60 meV from resonance and ranges in intensity from 10" to 10 Watts/cm". Pump and
probe pulsewidths are 6 psec with 6.7 Mhz rep rate and 10 psec cross- correlation. Quantum -
well samples are mounted on sapphire substrates in a cold finger and cooled to temperatures
70-300K.

3. Free Carrier Bleaching of the Exciton via Phonon-assisted Absorption

- We have found that photoexcitation of GaAs quantum wells far below the bandege can
produce a marked decrease in exciton absorption which persists for 20-30 nsec. The
timescale of this phenomenon is indicative of a free carrier effect. However, in order to
produce bleaching of the exciton absorption, carriers are required to be near or at the
bandedge. The dynamical process which links absorption of a photon in the transparent
region of the crystal to a free carrier at the bandedge is the key step in this type of below-gap
modulation.

Our recent measurements are the first to reveal that the process by which carriers are
generated at the bandedge is phonon-assisted absorption. The temperature dependence of
the effect shows that the magnitude of the change in transmission induced by below-gap
photoexcitation is directly proportional to the number of optical phonons present. The
participation of optical phonons is even more apparent in the dependence of the bleaching
efficiency on pump photon energy, shown in Fig.1. The most prominent feature occurs at
1.513 eV,nearly one longitudinal optic (LO) phonon energy below the exciton resonance.
The dashed line represents a calculation of the one-phonon-assisted absorption spectrum
which has been modified to include the effects of reduced dimensionality in the quantum
well We find it necessary to take into account both the two-dimensional density of electronic
states and the two-dimensional exciton-LO phonon Frohlich interaction. The calculated
values for the absorption coefficient contain no adjustable parameters and are in good
;reement with the data. The contributions of zero-phonon and two-phonon- assisted
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processes to the spectrum, which are not included here, should further improe the
agreement between theory and experiment.

, 4. AC Stark Shift of the Excilon Transition
I I. "italofth .int r

At low temperature, the value of the absorption coefficicn in the bandtatl of the quntum
well becomes small: in Fig. I a is between 0.1 and 11) n' At such hmw ahsrptimn, -r',

few real carriers are created and we find that a new phenomenon appears in the differental.
transmission spectrum (Fig.2). The increase in probe transmission which is nearly onntant
for 200 psec after the pump pulse is associated with the free carrier bleaching dkfiu'wJ

above. The new feature is the extremely fast increase in probe transmtss,n, which rnes a;d
falls within the pump- probe correlation time. As shown an lag 2, tL1is ultjaf,,t Li)1'rJU1It
increasingly dominates the free-carrier bleaching effect as the pump wavelength as deuncd
from the exciton resonance.

Further contrast between the sub-piersecond and nanosecmnd ellcis )f t gl,

photoexcitation are displayed in Fig.3. For a constant pump detuning ()f l mV lri th,"

exciton resonance, both fast (fig.3b) and slow (k) components change an a.,Ju tiadc ivi.! %14;1

depending on which part of the exciton absorption feature ( ;a) ,s prlwt d I,,,r. rhc

lineshapes are completely different. The change in tr.mnsmissin shown in I ,g L rr' (,',
broadening and flattening of the absorption peak by free carrier hleaching. rm'i:, ,h
respect to line center. On the other hand, the as',mmertrc haneha w sh,, 1! 1i a U1
consistent with a blue shift of the entire exciton absorpt,,n line hs 1) ' r',. %," ho,,
interpreted this ultrafast shift in terms of an AC Stark %hilt ,, the qu.tin , C ,I
transition induced by the optical field of the el,'w-gap laser

The AC Stark shift is well-known in atoms, whec it tan he %aiewed w. ,lic%'sng t I"
atomic levels by the pump photons. Although it is possible to carry (ser the m ,,!cl (,f th
atomic AC Stark shift to the case of excitons in a solid, the .,Aculati-n requires seseril ad
hoc assumptions in order to arrive at the correct magnitude of the shift lhe faitre (i the
"dressed exciton" approach is due to the nature of energy levels in a soid I jah p.ai (it
vertical transitions between conduction and valence band Lan be regarded as a tw, lcsel

system. However these two-level systems all inte;act and In fact their intca.tion (e-a,
Coulomb forces) is responsible for formation of the exciton. hus in the pirccnc )f a
strong external field there exists, in addition to the shift of each lc.'l in the field, a change in

the interaction between levels. These two effects must be calculated sell ,rn ,'tentl and
both contribute :o the shift of the exciton resonance menasured by a wicak Irobe beam

Assumig that only Is ex-itons participate and in the limit of low ntcn'ot,, the ti.,i,,
predicts a Stark shift

2 1_ E' 12 1,U,(, -0)l1
(El, - h w, )N: if

where E is the optical electric field of the pump, p. the dipole moment between ,:wnductio

and valegce band, hw the pump photon energy, and E 1 the exciton transition e.-:rgv in the
absence of E . The Pxciton envelope function U15 and the phase space fIlling saturation
density N,s, are defined in Ref. 4. We have experimentully verified the functional form,

given above: we find that the shift is proportional to the intensity ( E,1) and that it varies

inversely with the detuning from resonance. Moreover the calculated magnitude of the shift
BE=0.15 meV is in excellent agreement with the data shown in Fig.3 and is obtained with no
adjustable parameters.
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Radar and EW Applications of Multi-Gigahertz Optical Components and Systemi"s.'

Henry F. Taylor
Department of Electrical Engineering

Texas A & M University
College Station, TX 77843

Recent advances in wideband components for use in optical fiber systems have been -
very impressive. Laser diodes have shown 3dB modulation bandwidths near 20 Gltz at
room temperature.' 2 and external modulators with similar high-frequency performance
have been reported.3 Bandwidths as high as 100 GHz have been achieved in semiconductor
photodiodes.' Performance of these components at such high frequencies opens a new
realm of possibilities for the use of optics in military systems. These include not only"
signal transmission over optical fibers, but also signal generation. signal processing, and %,_
optical control of microwave devices. Coverage spanning the 0 - 18 GHz range. where
most radar and electronic warfare (EW) systems operate, is now possible. Some of these
techniques can also be applied in the millimeter wave frequency range (> 30 GHz), which
is receiving increased emphasis for military applications.

Optical fibers provide an attractive alternative to metallic waveguides for signal trans-
mission in many microwave systems. The fibers are small, flexible, relatively inexpensive. a..-,

and have enormous information capacity. For example, a single mode fiber with a source
w&avelength near the dispersion minimum can carry a signal with a 20 GHz bandwidth for
distances up to 50 km. The fibers can also be used in signal processing systems for the .
delay and storage of wideband signals, providing time-bandwidth products in excess of 10'
vs. 103 104 for conentional acoustic-wave delay lines.5 A recirculating fiber delay line
for a radar moving-target indicator is an example of an application where storage of wide-
hand analog signals for long time periods is needed.' The use of integrated optic switches
in conjunct ion with single-mode fiber has been suggested as a way of rapidly rapidly vary-
ing the delaN time over a wide range of possible values. 7 The tapped delay line signal
processor, or transversal filter, can be designed for use as a bandpass or matched filter.
or as a waveform generator. Several fiber optic versions of a transversal filter have been
demonstrated. 5 To date, however, no suitable method has been devised for providing the
large numbers (e.g., hundreds) of taps needed for many applications.

le." '

Several optical techniques for the generation ot microwave signals have been inves-
tigated. One method involves the excitation of a photoconductive stripline gap with pi-
cosecond optical pulses. 8 ,9 A second utilizes illumination of a microwave p-i-n diode in a
resonant circuit with the light from a directly modulated semiconductor laser. i" In that
case, a signal at the third harmonic of the laser modulation was obtained at 10.2 GHz. A bA..
third technique utilizes injection locking to sidebands of a modulated master laser. Two
different slave lasers, or two different longitudinal modes of a single slave laser, are locked
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to different sidebands of the master laser. It this mariner a ignal at V, Il It It a ).( ra,

width of less than 10 Hz was obtained.' ,

The frequency and phase of a microwave oscillator can be (ontrolled by injectiorL
locking with a modulated optical carrier. Numerous demonstrations of this have been
carried out at frequencies as high as 10 GItz.1 ", For FET oscillators the light can
be directly coupled into the gate region of the active device, but for IMPATT oscillators
obtaining optical access to the active region generally requires a redesign of the package.
One of the attractive features of direct optica! locking is that it makes possible the use
of fibers to transmit local oscillator signals to remotely located elements in phased-array
radars and direction-finding systems without the need for separate optica] receivers.

Some other uses of optics in microwave systems should also he mentioned. Bulk
acoustooptic spectrum analyzers based on Bragg diffraction of a light bearn are cal)able
of processing analog signals with gigahertz bandwidths. Ainalog-to-digital conversion of
wideband signals using the ele(trooptic effect in an optical waveguide device has been
achieved." Phase-shifters for microwave devices can be made by illuminating a photosen-
sitive dielectric waveguide with a CWV light beam.'

In conclusion, optical techniques are reaching the point of utility in military radar and
electronic warfare systems. Transmission, generation. control, and processing of signals in
0 18 GHz and 35 (;ffz frequency regimes are possible using present technology. Expansion
of research in this field appears certain, with emphasis on establishing the systems utility
of some of these techniques and extending them to other spectral regions of interest (e.g.

,,. 60 and 94 (,lIz).
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For dimensions identical to those of the traveling-wave structure,

the bandwidth of a lumped-element LiNbD3 modulator is 2.3 GHz criI.
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Alternative to LiNbJ 3 devices, GaAs multi-quantum well (giw)

and bulk electroabsorption modulators have recently demonstrated
performance up to a few gigahertz (Table 1). The principle of
operation is based on the Franz-Keldysh effect in which the
absorption edge of semiconductors shifts to longer wavelengths with
an applied electric field. Hence, light passing through a piece of e.o
GaAs can be modulated by an applied electric field. The modulator
structure consist of strip loaded channel waveguides formed by

. etching ridges in cpitaxial layers grown on n*GaAs. 8 - 'o An
Electric field is applied vertically across the guiding layer. The
harldwidth of these devices is limited by their capacitance.
Ilighcr inidwi dt h can be achieved with shorter devices.

l(, t, he. advancement of Ii gh speed modulators, we have
illiIpIfmrlt ed (xt ernal modulators it, microwave fiber optic links. .

St L ,,ug}. ,I: r'' I ni(,t I ;iI ll ~m ,ffers simplicity and low drive power,
0I i l > r ' iv nig~c h hirpin, uiici er high speed modulation might prevent.

]-,,r I. !, soI ,' sv.t -," . Th, use of external modulators relaxes
d, -lml, I 'r f igh r, qI nPcvy ]as' I ers- and provides the flexibility
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A New Optoelectronic CW Microwave Source

C.J. Clark, E.A. Chauchard, K. Webb, K. Zaki, and C.H. Lee ..,

Department of Electrical Engineering 
-.de

University of Maryland_'
College Park, MD 20742 A

P. Polak-Dingles

Laboratory for Physical Sciences
4928 College Avenue

College Park, MD 20871, U.S.A

H-L.A. Hung and Ho C. Huang
COMSAT Laboratories

Clarksburg, MD 20871

Ultrafast switching utilizing picosecond photoconductors finds many
applications, including optoelectronic sampling and characterization of
high speed electronic devices [i]. one of the major areas of applications "
that has not been explored is in microwave and millimeter-wave generation
and control. The jitter-free switching characteristic of these devices is
very promising since the microwave or millimeter wave signals can bu e
generated in complete time synchronization with the exciting optical
pulses. The time synchronization opcns the way to unique applications.
For example, it becomes possible to use optoelectronic techniques to modu-
late the CW microwave allowing it to carry information at a very high rate

(10 GHz here). Another potentially powerful application is in phased array.
antennas, where the central issue is to provide the correct phase and
amplitude at each element of the array in a manner which all,4s rapid
scanning.

A picosecond photoconductor can respond to optical pulses almost 6
instantaneously, and the photoconductive signal will decay rapidly after
the termination of the each optical pulse. As a result, electrical tran-
sients with extremely fast rise and fall times, and with no jitter, can be
generated. The spectral content of such electrical transients extending
from DC to terahertz has already been observed [2]. The rise time of the

electrical pulse from the photoconductor is the main factor determining the '-.

level of the higher frequency spectral components. Although the contribu-

tion of the fall time to the high frequency spectral components is smaller,
it is necessary to use photoconductors with carrier lifetimes in the pico-

second range. In this paper, we report the first optoelectronic realiza- % 1W

tion of a CW microwave source at 10 GHz. This represents a frequency
multiplication of 100 times of the electrical signals. The technique can
be extended to higher frequencies and the microwave source (including a
diode laser) can be integrated on a single chip.
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A biased picosecond photoconductor is illuminated by high repetition N
rate picosecond laser pulses, producing a train of electrical pulses. A
single RF component is selected out of the electrical pulses spectrum and
amplified. Hence this technique can produce tunable CW microwave source. .,,.

The experimental configuration is shown in Fig. I. A CW mode-locked dye
laser generates 3 ps pulses at a repetition rate of 100 Mz. The laser
beam is focused on a biased semiconductor switch producing electrical tranl-
sients with picoseconds rise time. The photoconductive switch consists of
a microstrip line with a 100 =nn gap deposited on Cr doped GaAs. Its photo-
conductive lifetime is 200 ps. The spectral components ;.re spaced 100 MHz
apart, corresponding to the repetition rate of the g4enerated electrical
pulses. Thie output of the switch is matched to a 5W olun ,id fed to a hl, h-
Q) bandpass 1) GHz filter and a lowpass filter. An X-band three stage GaAs
Ml.FlT low noise amplifier designed at COMSAT provides ti- signal with ade-
nuatc i,,ain for display on the sampling scope. At th,m se le( ted frequency,

it 1 rovides a noise figure of 2.2 dB and a power g;ii,i of1 i (lB. A po. %
18 d m is obtained with t I ) C bias on the s ;witch ot I )V and a lie i 1)ol.

-mW at a wavelength t)t 591 urn. In these experi.li t.il dontitins, tlit,
5 petr~Mo extends to 2'i (;Hz. "-'"

'Ir, Ii (;IiHz signal must , atistv gelera l stabili y r,. i i rmeots so t h.it .
I at mav use d in the appI i cat ions :nult i oned .1 bowi.. i ' hul,4 )f t r.
ittrst t (I sur( its total rms t ine m ic ter which . , I.t I)v a1p i vi1 g

t-k t t-Chmi i1(u0 desc ri bed i n LI . The s petral coinponl a11 .0 I Gl; n~is

,i .- r the, amp lit ier lw a II'8 5)h)hB spectrum mll \zer c.)hits , t vi n . "
,, is, odestaI is we I ;as discrete s i J, ands ,at inI .' ''-. '

t. I t tt a svs t n t line it ter i tic I ud inv di c r, t i. ,, - 1 ). n Tiit:, "

1 -s t It ( un th I a vw t- was t t ini tn he ( u i te smill I : i s - , t I i
-,ioild he detected at the output tt the RF sourct i .1 , a '-,.r ikd - -

I woktr and cotld e atteniiuated by I %sing a more sni: i , H i 'i,,I. Th ,' -I-'

t iflill'Tls iliis was mo'stlv attributed to the laser t I ,, ti, t , t td coold he.
re.it Iv improved by stabilizing the laser , .

l)ul resu I ts (an he compared wi th t he two 1o1 I, I - W I' r -4. It ] a * l

getiration ot CW i (,Hz microwave is reported. Fht' itt1 Usik ' Is i .,
I ock t(d Krypt on-i( laser a nd in ava la ihe phtdi a ., it lpt, e lec t r, i
swi t(h. No measurement of mi crowave power or sour, i ,s iven. 11 1 ,

t echlinitie ot FM s idehands inj ect ion lockiln, of Ias r !i,, ,,ds hits heei slt
e'n-rate a CW i" G;Hz microwave. 'lThis te(l O ikpue requi ,.- .k cnrelul t mi erttirc

;t,hilization ot the lasers.

Il conIusion, we have demonstrated a new method ,t gene rat i(n"
init-r,)w;Ive sirn;s in the mlt igigahertz range by picosec,)nd ,)ptotIklctre-ic
tecthni~lk. The source phase noise is 3. 3 ps, primanzrilv due to noise in l.l..
the lasers. '111e microwave signal generate,! is in tilme synchron izatito with PL-
the laser allowing further optoelectronic processing. Higher power can he
tbtained by driving arrays of such devices and/or using higher gain ampli-
fiers. The source could be made tunable over the 11){ Mt;. separated f re-
quency components provided that one uses a tunahle handpass tilte.r.
Although 10 ;Hz generation is reported here, the extension of the method to
generate microwave in the 100 ,Hz range is in principl t straightforward
since femtosecond laser and photoconductors with picosocond carrier life--
time are currently available.
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Optical Modulation alve 20 (d11
using a Waveguide Electrooptir Switrh
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I c Ifir i 'h i h .I It lt i t"ii W h ,

Heft-~fli 'A -ultJe , I sing e cI lng ln t d ."I fu Itt'lt- ht .m 1c t P. e ipw,

th -q t A modtio n ll,,inl lthetin ii'( I lai n L+I'lli ih,' ,<+ t .ti ph f m ... . ,- r. + ,

I , il+i t'. )i \' v le. i ne,{it i o r I 'N
' 

p ll " I t, l i, A, \+ VI I .11 ,. I, , (1.,il 1

-itc- |i+In il ,otip il l+i lit s ing l i ,ou l .i leng .lt ind 
, 

m in .t ,i e n tl ' , ,, "d

niii4.. ti ng the length ti t the oupler Sl h .t1.. l e i' .. ... t in .hIr ,I I ten .1 1 . .1
l r le luerlnc respoInt'e milar 1t 1 3 Mah /ehndef inter.ter- mi... , ri tns it\ IIdlit' r I 'tl

t, it pe tevd small sign.i I d H electrical bands,%idth ti the intdUlitp o. takigru Into ilt in
', "iCillectric:al talkoff I'eI4., I il ,4j m electrodt. tr ino 'n i - io "

the ullh iator clecti ode consists (it' a IN It , ,''\ m etr i ' "plmr r tr i "nsnissi. n line
% ,i ll s tip IIA t "dth of' 15 p t.nr and gap ', 5 pr i in the e por tion it thle de\ ice and oer In
aidditional piassis e length of' 7 .5 mmn Connect ins to SO 11 coax ial cable at the input :Ind
I L p)ut ends of the microscopttic electrode Aere made using '.5 m.mi copl inar tapers and Wiltron
K .connectors. lie measured s % itching % oltage, I d the modulator Is 20 V . Ihe electi "al
characteristics of the entire structure were mea10sured from 45 N11llz to 22 G(Izi using an HP- ..

85 10 vector network analyzer and to 40 G Ilz using a Wiltron 5669 scalar network anal\ Let.
We display the total electrical transmission loss as a function of frequency in Figure 1. There
is little structure in the RF transmission and group delay below 22 (illz indicating
fundamental mode operation and negligible dispersion into the 20 GlIz range.

The electrooptic frequency response of the modulator between 2 and 20 Gliz wasevaluated using a cw injection laser, a very high speed InGaAs photodiode, and the HP-8510 ..i.
network analyzer. For this transfer function measurement, two H-P-8349 2-20 GHz amplifiers
were used to provide a drive power of -20 dl~m to the modulator and a gain of - 15 dB
following the detector. The network analyzer compared the transmitted and received
electrical power as a function of frequency to determine the relative small signal frequency
response. We show the measured electrooptic modulator response in Figure 2. The rolloff
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tV ers ed trkum to 20 C;Hz is just slightly greater than I dB, indicating the usable bandwidth
cottend, ttu higher frequencies. However, It is clear from the figure that the signal to noise,

.t-4 the setup is degrading as a function of frequency, thereby precluding measurement,;
.t v° (ll% %

Hlecause Lit' the lack of suitable broadband amplifiers above 20 GHz, it was
Re\i\to emprlo an alternate approach to evaluate the device above this frequency. The

!lethuid W'ed here is an adaptation of a previously demonstrated optical sampling technique
hara,:terizing electrooptic modulators. 131 We illustrate the experimental arrangement in

) ure IheI c~lr light source of the previous measurement is replaced by a pulsed laser. 1
1- the initial experiments described here, we used a gain-switched semiconductor laser to
yr duceI, the optical sampling pulses. The laser was driven from a microwave synthesizer to

n:eierAtc. ps optic:al pulses at a repetition rate of 2 GHz. A slow detector was usod to
,w.i~urv the a' erage optical power arriving at the output of the crossover waveguide of the

uIIer I he tmodulator was driven at the n'th harmonic of 2 GHz ( n -1- 13 ) with a powet
-- dhlm using a second synthesizer phase-locked to the first. In this manner, the average
;'tc(i per le'el at the detector contains a component that is proportional to the modulator

rcpkns e at a point of the RF cycle determined by the relative phase of the modulator drie
~nail and the optical sampling pulses.

T-he time-domain response of the modulator is mapped out by measuring the
prclpos~er as a function of the relative phase of the laser and modulator drives. I o

.nse-,cre this relative phase is changed by slightly offsetting the frequency of the
\dulator dri ve signal with respect to a harmonic of 2 GHz. [5] In Figure 4 we displa the

deteted haeeform for a modulation frequency of 26 GHz with an offset frequency of 1 "kil
t sing this measurement technique, the frequency response can be mapped out by drising the
modulator at different harmonics of the laser pulse rate and also by varying the laser pul .
repetition rate itself. The measurement is limited only by the laser pulse wridth and ih-
t re quencN range of the synthesizer. Preliminary measurements indicate that the pidulii
Oftkciency falls off by I dB from 20 to 26 GHz.

In conclusion, we have demonstrated 26 GHz optical modulation 1-1t
i I : , O_ thaveguide switch. The device was evaluated in a self-sampling arraeynhier t

,:t Uld permit testing of devices to approximately 40 GHz with only minor m wdias 1, :
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Picosecond Response of an Optically Controlled Millimeter Wave Phase Shifter , ,

C.-K. C. Tzuang, D. Miller, T.-H.Wang, T. Itoh, and D. P. Neikirk,
Department of Electrical and Computer Engineering

and

P. Williams and M. Downer
Department of Physics

University of Texas at Austin
Austin, TX 78712

This work was supported by the Texas Advanced Technology Research Program and by the US Air Force under
grant number AFOSR 86 0036.

Introdluction

The introduction of electro-optic sampling techniques now allows the study of very high speed pulse
propagation on planar transmission lines. In the frequency domain, recent work on microstrip and coplanar
waveguides (CPW) on semiconductor substrates has shown the existence of slow-wave phenomena [1 ][2]. Since
these phenomena are frequency dependent, strong dispersive effects on picosecond pulses would be expected. For
a lossless substrate, a spectral domain technique has been used to calculate pulse dispersion for a coplanar
waveguide (CPW) and coplanar strips [3], and for a particular geometry and lossy layer both mode matching and
finite element techniques have been used to predict pulse behavior in microstrip and CPW [4]. In a typical
structure exhibiting strong slow wave effects there are three distinct layers in the substrate: first, a thin, losslcss ".

spacer layer immediately below the CPW; second, a somewhat thicker lossy (i.e. doped) layer; and third, a very
thick lossless layer. The slow-wave phenomenon (and corresponding variation in effective dielectric constant)
occurs as a result of the different interactions of the electric and magnetic fields of the propagating wave with the
lossy layer below the CPW. The complex effective dielectric constant of the guide is a function of the
conductivity of the lossy layer, the separation of the CPW from this layer, the transmission line dimensions,
and the frequency. For frequency domain applications, we have recently proposed a new method to control the
slow wave factor in these structures by replacing the doped lossy layer with an (CW) optically generating r
electron-hole plasma layer in the semiconductor substrate [5]. The device could then serve as a phase-shifter,
controlled by varying the optical excitation level, and thus the conductivity of the lossy layer. In this paper we e. -

discuss the the effects of the lossy layer on picosecond pulse dispersion. 0"'.

Device Structure and Model
In this device we would generate the lossy layer within the substrate and confine the induced electron-hole

plasma through the use of a multilayer AIGaAs/GaAs structure. A cross section of the device is shown in Figure
I. The wide band gap AIGaAs layer immediately below the CPW is undoped, and serves as the lossless spacer
layer. The second layer, made of narrower band gap, unintentionally doped GaAs, is optically excited by
continuous wave illumination entering from above (through the gaps between the CPW conductors).The excess
carriers generated then cause the formation of the lossy layer. By choosing light of an energy that is below gap
for the AIGaAs but well above gap for the GaAs (about 600-700nm for the Al mole fraction shown) the plasma
is formed only in the GaAs layer. The band gap discontinuity between the AIGaAs and GaAs presents a barrier to
carrier diffusion out of the GaAs layer, so another buffer layer of AIGaAs is used below the GaAs to confine the
excess carriers. Based on carrier diffusion calculations, the optically induced electron-hole plasma density in the
GaAs layer should be fairly uniform. The interactions between millimeter-waves and such electron-hole plasma,;
has been studied extensively in dielectric (high resistivity semiconductor) slab waveguides [61, and we follow a
similar model. The frequency dependent complex conductivity of the lossy layer is calculated based on a
Drude-Lorentz model and an assumed carrier density. This information, along with all guide dimensions, is then
used with a mode matching technique to calculate the ac fields in the CPW as a function of frequency. In
conjunction with a Fourier transform technique, the frequency domain results can finally be used to predict
picosecond pulse behavior.
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Figures 2 and 3 show the results for a gaussian input pulse with a full-width-half-maximum of 20psec for
two different carrier concentrations in the lossy layer. For the lower density, lx101 5 cm"3 , the pulse is very P.-
rapidly attenuated, and broadens dramatically after propagating only a few millimeters. In contrast, for the higher -- -
density case, lxl0 1 7 cm- 3 , the pulse does not attenuate as quickly, and only broadens slowly as the pulse ,
propagates. Although this seems somewhat counter-intuitive, due to the presence of the lossy layer, the e/
characteristics of this type of transmission line cannot be obtained by use of quasi-static (i.e. dc) concepts. This
lossy layer also presents theoretical and numerical complications in the analysis, so these results should be
viewed as illustrative, rather than as quantitatively correct predictions. However, it is clear that the presence of
lossy layers in the substrate supporting a planar transmission line must be considered when studying the behavior
of picosecond pulses.

Conclusions "'.

In this paper we have calculated the effects of a lossy layer on the propagation characteristics of ". ,'--
picosecond pulses on coplanar waveguides. Dramatic changes in pulse dispersion and attenuation are seen as the
conductivity of the layer is varied. Experimental verification of these results is being pursued. By using the _ ,
optically controlled structure discussed here it should be possible to measure pulse dispersion as a function of
lossy layer conductivity with the same device. Such studies must be performed if high speed pulse waveforms %
are to be understood for transmission lines constructed on semiconductor substrates. -r
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Figure 1: Cross section used to model pulse propagation (in the z direction)
on a coplanar waveguide phase shifter;, tI = 0. ltm; t2 = 3.2gtm; t3 =3.41am;
t4 = 250gim; d = 12pgm; g -7gtm; w = 1OFtm.
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gaussian pulse, 20ps(carrier density: Ie15)

(0) (0) input Gaussian FWHM=2Ops
- (1) z=2.Omm

(2) z=4.Omm
. (31 z=6.Omm - P

(4) z=8.Omm(5) z:iG.Omm
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time 50ps/div
Figure 2: Pulse evolution with electron concentration in

layer 2 of Fig. I at 1015 cm-3 .

gaussian pulse, ?Ops (Carrier Density: 1E17)

(0) (0) input Gaussian FWHM=2Ops
(1) z=2 mm
(2) z=4 mm

9- (3) z=6 mm
(4) z=8 mm
(5) z=1O mm

--

.5- (I) .4-
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(4) (35
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00

0 1 _T __ l I - - T T T I i I I I .. '

Figure 3: Layer 2 with 1017cm-3 concentration.
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Electron Device Probing in the Femtosecond Time Scale

Gerard A. Mourou
Laboratory for Laser Energetics

University of Rochester
250 East River Road

Rochester, NY 14623
716/275-5101

The advent of ultrashort pulses used in conjunction with the electro-optic effect has
made possible the temporal analysis of electrical phenomena on the picosecond time scale.
On this time scale nonequilibrium transport such as velocity overshoot and ballistic effects
as well as resonant quantum mechanical tunneling can take place. These effects will govern
the operation of the next generation of electronic three-terminal devices. Using ultrafast
techniques such as electro-optic samping it is possible to directly monitor these effects.

Velocity overshoot occurs when the momentum relaxation time is smaller than the
energy relaxation time. The electron velocity can significantly exceed the carrier
equilibrium velocity. To directly visualize this effect, the photocurrent produced in an
intrinsic GaAs biased by a 1 to 10 kV/cm DC field is electro-optically sampled when
carriers are suddenly produced by a 100 fs optical pulse (Fig. 1). This study has been
performed at different excitation wavelengths so the effect of initial carrier velocity could be %"N.
examined.

E 10 kV/crnm "

Z .. %°o

C
'0

W _N :- -
E
o 'a ,

620 nmT 300K

06 61 ps._,

Fig. I The photocurrent induced in intrinsic GaAs by a 100 fs pulse is shown as a ,function of time for different electric field strengths. The photocurrent exhibits a strong

enhancement indicating the presence of velocity overshoot. ;,r
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Transistors with gate lengths shorter than the distance between collisions should ","*%
exhibit ballistic transport. An example of such a device could be the Permeable Base
Transistor where switching time as short as 3.2 ps (Fig. 2) has been measured. When
unfolded with the instrumental response these switching times could be indicative of
ballistic effects.

J,,

appled t thetranistogate

4, 'I ' i

4, ,p.'P

p.

Fig. 2 Switching response of the Permeable Base Transistor when a step function is...
applied to the transistor gate." '.

Transport in future devices may rely on quantum mechanical tunneling with possible -'
response in the range of 100 fs. We have time-resolved the response of a resonant
tunneling diode when biased by a fast-step function in order to differentiate the contribution
of capacitive coupling and true resonant tunneling.

In summary, we will present some of the latest optical measurements on hot electron
transport with emphasis on velocity overshoot, ballistic motion, and resonant tunneling
transport.

This work was supported by the sponsors of the Laser Fusion Feasibility Project at
the Laboratory for Laser Energetics.
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ELECTRICAL PULSE COMPRESSION BY

TRAVELING-WAVE PHOTOCONDUCTIVITY

D. H. Auston, Al. C. Nuss and P. R. Smith

AT&YT Bell Laboratories
600 Mountain Avenue, Room 1C-424

Murray Hill, New Jersey 07974
(201) 582-3188

SUMMARY

A substantial amount of work has been devoted to the development o" linli i
optical techniques for compressing ultrashort optical pulses to even shorter (lir:t IS.
To our knowledge, the possibility of developing analogous techniques for c(miirc'-im.-
picosecond and subpicosecond electrical pulses has not yet been considered. Alt I n ,"i
loaded nonlinear transmission lines have been used to propagate electrical s()itoii : d
shock-type waves, these techniques have not yet been adapted to the pic()seeowii liim
range.

In this paper. we describe a novel technique for compressing picosecond .lect ric:i.
pulses by reflecting them from a "moving mirror" produced by traveliii-w:,
photoconductivity. As illustrated in figure 1, the moving mirror is pr()(ue((,d I)v
illuminating a co-planar strip transmission line by an optical pulse which ha. : tiltc I .'.,
wave-front so that the resulting photoconductance has a traveling wave charalcter. If
the conductance is very large it has the appearance of a moving short circuit. .\I
electrical pulse propagating along the line in the direction opposite to t lie Iiiiol l
conductance will be reflected from it. An analysis of the reflected wave shows I I:,t il
will be substantially compressed if the velocity of the moving conductance :r h,
the electrical wave velocity.

The compression mechanism can be regarded as a relativistic D()pl er ,fel' _.
whereby each frequency component of the incident pulse is substantially up-shidt'ied I,- %
the moving mirror to produce a shorter reflected pulse. A full description ()f tlie ,i1is
compression can be obtained by a transformation of the transmission line euailat ions
the moving reference frame of the traveling-wave conductance. This can be (e(m I,\
ILorentz transformation. The transformed equations have essentially the si:iiw '): III
the moving frame as in the rest frame except now the conduct ance is st:,towi :m lI
the reflection can be readily determined. Voltage aid curreiit aIre iiiixel I,11 I1h,
electrical wave velocity and the characteristic impedaice areia i:u ii.
transformation back to the rest frame then gives the desired restilt for II( (coI "
p s Ise. N

We first consider the case of the ideal moving mi rr()r iepresenltl I I an i i i i
conductance having a steep leading edge moving with a velocity, v. illi , in
coefficient in the moving frame is -1. The reflected pulse can be (hleternmi, t (,Nx:(. tl i i
this case and is given by the explicit expression:-"

V r(t )  V. V ,( t),.

where V(t) is the incident voltage pulse and I he compression ratio, j, is
1-'"i"
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where f is the velocity of the moving conductance relative to the electrical propagation
velocity. For example, if/3 = 0.9, a compression ratio, ?I of 19 should be possible. An.
interesting feature of the compression mechanism is that it is charge conserving, and
not energy conserving. The peak amplitude of the reflected pulse is increased by the
compression ratio so that the area of the reflected and incident pulses are the same.
The peak power is proportional to q2 and the total energy in the reflected pulse is-%

increased by the compression ratio. The moving mirror imparts energy to the pulse in
the reflection process.

In practice, the moving conductance has a finite value and can strongly influence
the reflection process. The reflection coefficient will be frequency dependent having
values close to -1 for low frequencies only and decreasing for higher frequencies.
Frequency dependent phase shifts also occur. To estimate these effects we have solved
for the reflected waves from a moving conductance which has a sharp leading edge and
a steady state value of G. The reflected waves can be written in the general form

0+0
Vr(t) = wl wf d Ye-  p(w) f V(v§jt')ewt' d t' , (3)

71-' 0 -00

where p(w) is the frequency dependent reflection coefficient in the moving frame. A
closed form expression for p(w) has been derived which can be used for estimating the
effects of the finite conductance. As an example, figure 2 shows the reflected
waveforms from a moving conductance having different velocities relative to the
electrical wave velocity. The reflected waveforms are shown for relative velocities, /3
equal to 0.5,0.7,0.8,0.9, and 0.95. In all cases, the incident waveform was a square
pulse of unit amplitude and unit time duration. As can been seen from figure 2, the
compression can be appreciable, reaching a value of approximately 36 for the case
where /3=0.95. The conductance was assumed to have a value equal to 1OG o , where
the parameter G O is defined as

G,, 2Go- Zovjrp (4)

where Zo is the characteristic impedance, ve is the electrical wave velocity, and r is
the incident pulse duration. The conductance, G, must be much greater than Go to
obtain the full effects of the compression. If not, the pulse amplitude is diminished
and the duration broadened. 6

The experimental conditions necessary to observe this type of pulse compression
are well within existing capabilities. We estimate that optical pulse energies of only
100nJ are required to compress electrical pulses on a coplanar microstrip transmission .'.%
line having linewidths and spacings of approximately 10pmo. The velocity matching
required to obtain large compression ratios should be possible to achieve with the use
of a diffraction grating to produce a tilted wavefront. Experiments are currently in
progress to evaluate these concepts.

%'%
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Picosecond Optoelectronic Study of a Thin Film Transmission Line Structure

G. Arjavalingam, J-M. Halbout, G.V. Kopcsay, and M.B. Ketchen.

IBM T.J. Watson Research Center,
Yorktown Heights, NY 10598

In several laboratories high-speed logic circuits which are capable of generating elec-
trical pulses with risetimes in the order of ten picosecond have been demonstrated [11
Consequently it is now important to be able to transmit these pulses without significant
distortion and to be able to characterize the transmission line structures used for this pur-
pose with picosecond time resolution. In addition to the delay and distortion of the pulses
as they propagate between generating and receiving points, knowledge of the noise coupled
onto adjacent lines is of critical importance to the workings of computers and communi- 4-

cation systems. Here we present measurements of high-speed pulse propagation and cou-
pling on an experimental thin film transmission line structure. Photoconductive switches
are used for generating and sampling the ultrashort electrical pulses used in this study [2].

A schematic of the experimental layout is shown in figure 1. The thin film structure
shown consists of 8pLm wide copper microstrip transmission lines separated from a uniform
ground plane by a 6.5pm thick layer of polyimide. Center to center spacing of the lines is
2Spm. Photoconductive switches fabricated on polysilicon and which have been described
elsewhere [3] were connected electrically to both ends of each of two adjacent lines using
wirebonds. The switches are known to produce 2ps wide electrical pulses when triggered
by 1.5ps wide optical pulses. It has been shown previously that there is no significant de-
gradation of the ultrashort electrical pulses when they propagate through wirebonds of
25Am diameter and 250pim length [4] , and this was further confirmed for the 1 mm long
bonds used here. Miniature capacitors were attached across the far ends of the lines of all
four switching devices to provide known impedances and facilitate modelling.

The laser source used to drive the photoconductive switches is a Nd:YAG laser,
acousto-optically mode-locked at 100MHz repetition rate. Its 73 ps pulses are compressed
by passage through 40 meters of single mode optical fiber followed by a double-pass optical
delay line composed of a pair of grazing incidence gratings. The compressed pulses are
frequency doubled in a 0.5cm thick KTP crystal to yield pulses of autocorrelation width
2ps and average power 350 mW. The pulses launched on the structure that is investigated
are produced at point a (figure 1) in a sliding contact configuration [2] and characterized
at point b with a side gap detector. A representative pulse is shown in figure 2a. The pulse
transmitted by the 3.75 cm long microstrip line is coupled onto the second semiconductor
structure and sampled at point c. The near and far end coupled noise are measured at points
d and e respectively.
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A set of input and transmitted pulses measured at points b and c in figure 1 are shown
in figure 2a and 2b respectively. The various features of the input pulse correspond to
different aspects of the configuration of the semiconductor switch and the wire bonds
connecting the switch to the structure under investigation. For instance the negative fea- %
ture p in figure 2a is due to the pulse generated at point a in figure 1 reflecting back from " "
the interface between the wirebonds (high impedance) and the transmission line structure
(low impedance). The propagation of the input pulse along 3.75 cm of the thin film trans-
mission line was modelled using a microstrip dispersion model [5] . From this the contrib-
utions of the different characteristics of the transmission line to the distortion of the pulses
are inferred. It is interesting to note that the geometrical dispersion due to the mixed
dielcctric ( insulator and air ) and the dispersion due to resistive losses in the conductor
have a relatively greater effect on the pulse distortion than the losses in the substrate. In -

addition the frequency dependent complex propagation constant of the transmission line is
calculated. The near and far-end coupled noise (sometimes referred to as cross talk) have
a more complicated relationship to the pulse travelling along the active line, and were
modelled using a transient circuit analysis program (ASTAP) [6]. Results of these models -
will also be presented.. .

The authors wish to acknowledge the Yorktown Silicon Facility for making the
photoconductive switches and V.Ranieri for expert technical assistance.
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S.* Figure 1. Experimental Layout:. The polysilicon switches are connected to the the trans-
mission line structure usings wirebonds. The to'al length of the Lines is 3.75 cm. The figure
is not to scale.
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FiXure 2. Input and output pulses measured at points b and c in figure 1. The negative

feature p is due to the pulse generated at point a in figure 1 reflecting back from the inter-

face between the wirebonds and the low impedance transmission line.
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Silicon Pulse Sharpening Diodes - Switching

Kilovolts in 10's of Picoseconds'+J

M. D. Pocha, J. D. Wiedwald, C. G. Dease, and M. M. Contreras*

Lawrence Livermore National Laboratory
P.O. Box 5504, L- 156

Livermore, California, 94550
(415) 422-8664

Silicon pulse sharpening diodes were first described by Grekhov et al. [ I] in the USSR.
Grekhov's work described generation of several kilovolt pulses with rise times in the order of
200 ps. We have been studying these diodes for applications requiring fast, high voltage, low
jitter, electrically triggered pulses. The fastest rise times we have observed to date are
approximately 70 ps for 1-2 KV pulses. Theoretical calculations using a numerical simulation of
the operation of theses devices indicates that rise times shorter than 30 ps should be achieved
with optimally designed structures. .* ~

Figure 1 shows the basic concept of pulse sharpening using these diodes. A silicon diode .-.

with reverse breakdown of greater than 1000 volts is connected in series with an electrically
triggered slow pulse generator and a load. The slow pulse generator produces a pulse rising in
1-3 ns (trace A in Fig. 1), which substantially exceeds the breakdown voltage of the diode. The
current through the diode follows trace B in Fig. 1. Initially a small amount of displacement
current flows due to the capacitance of the diode. Once the diode's breakdown voltage is
exceeded, avalanche second breakdown occurs and the current through the diode increases
rapidly. Fig. 2 shows one of the fastest rise times we have generated to date. By using passive
circuit elements, the capacitive pre-cursor can be greatly diminished. Pulse forming networks n
have also been used to generate short duration, flat-topped pulses. ~j

We have used a general one dimensional numerical analysis to model the diode's behavior
and attempt to determine the physical mechanisms involved. The numerical model includes a
solution of Poisson's equation and the transport equations including a generation term using the
standard avalanche integral formulation [21. Our computer code allows display of plot-, of the
internal values for free carrier densities, current density, electric field, etc. at any time step during
the calculation. This simulation has proved to be very useful in visualizing how these parameters T
are changing as the diode switches into second breakdown and has led to a qualitative
understanding of the operation of these devices in this unusual mode. We are making
measurements and refinements to the theoretical calculations that will give us good quantitative
agreement between theory and experiment.

Qualitatively, it appears that due to the high electric field, avalanche generation floods the
interior of the device with an electron-hole plasma. This causes the electric field to collapse
resulting in a large current flow in the external circuit. This electron-hole plasma first forms at .

one end of the depletion layer (where the electric field is the highest) and propagates to the other
end as the electric field collapses. Fig. 3 is a plot of the calculated electric field in the depletion
layer for several different times showing the propagation of the plasma wave. Our theoretical ""~
calculation shows that the rise time of the current pulse is coincident with this propagation of the
plasma wave across the depletion layer. Therefore, we conclude that the rise time is determined
by the velocity of this wave across the depletion layer.

It is not clear at this time what determines the velocity of this plasma wave. We are

+ This work performed under the auspices of the U.S. Department of Energy by Lawrence
Livermore National Laboratory under contract No. W-7405-Eng-48.
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i

performing a number of calculations to separate out the effects of various parameters such as the
current density, doping concentrations, and physical width of the depletion layer on this plasma
velocity to get a better understanding of the key contributions to the plasma wave velocity. Fig. 4
shows an example of calculated current and voltage waveforms. Since current densities are very ,.

high, we feel that an accurate model will require two dimensional calculation. We are therefore in
the process of extending our model to two dimensions.

* M. M. Contreras is now at the Dept. of Elect. and Comp. Engin., University of New Mexico,
Albuquerque, NM., 87131References: -

R:.f.:-:;
[1] I. V. Grekhov et al., "High Power Subnanosecond Switch," Electronics Letters, 12, 7,

pp. 422-423, 11 June, 1981.

[21 W. J. Orvis, J. H. Yee, "Semiconductor Device Modeling With BURN42; A One-
Dimensional Code for Modeling Solid State Devices," Lawrence Livermore National ',
Laboratory, UCID 20602, Aug. 1985, available from National Technical Information
Service, U.S. Department of Commerce, 5285 Port Royal Road, Springfield, Va., 22161.
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Figure 1. Schematic diagram of pulse sharpening diode circuit and typical voltage waveforms at ,
points A and B in the circuit.
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Figure 2. Fastest rise (fall) time waveform generated (63 ps - fast transition). Left picture - 500 ""V/div vert, 1 ns/div horiz; Right picture - 500 V/div vert, 50 ps/div horiz. .:,
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Figure 3. Calculated electric field at three different times during the breakdown process. a) 0.7
ns, b) 0.85 ns, and c) 1.0 ns after trigger (see Fig. 4 for corresponding current and
voltage pulses). Scales: V/cm xl0 5 vert, relative distance across diode horiz.
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